
Methods of cleaning plasma processing chamber
components include contacting surfaces of the
components with a cleaning solution, while avoiding
damage of other surfaces or areas of the components by
the cleaning solution. An exemplary plasma processing
chamber component to be cleaning is an elastomer
bonded electrode assembly having a silicon member with
a plasma-exposed silicon surface, a backing member,
and an elastomer bonding material between the silicon
surface and the backing member. 


