
An improved process is provided for adding a hydrogenation component to a
non-zeolitic molecular sieve catalytic particulate with minimal loss in
micropore volume for improved catalytic performance. The process includes
adding an active source of the hydrogenation component dissolved in a
non-aqueous solvent.    


