
(57) Abstract: An epoxidation catalyst is prepared by contacting a vanadium
or titanium silicalite slurry with an ion exangeable noble metal complex,
and the catalyst is used without drying or calcining for olefin epoxidation
by contact with O[err], H[err] and olefin.    


