
A multilayer polyolefin film for use as an electronic cutter film is
disclosed. The film provides improved abrasion and graffiti resistance, and
adhesive anchorage versus a comparable single layer film while still
maintaining excellent cutting properties. The film also shows excellent
resistance to "surface impressions", which are a major problem for
traditional vinyl-containing electronic cutting films.    


