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9.  

10.  

The film as claimed in claims 1 to 8, having a gloss according to ASTM D 2457 of 

greater than 80 %. 

The film as claimed in claims 1 to 9, having a dart drop according ISO 7765/1 to of at 

least 3.75 g/pn. 

4-211. 

ethylene and a 3 substituted C4 	alkene, to obtain a film as claimed in claim 1. 10 

The use of a film comprising: a low density polyethylene (LDPE) 

and 

an interpolymer of ethylene and 3-methyl-l-butene, 

wherein said interpolymer is prepared using a catalyst system comprising a 

metallocene-containing catalyst system, 

in at least one of the following applications: 

shipping sacks, heavy duty shipping sacks (HDSS), stretch hoods, stretch wraps, liners, 

industrial shrink film, building and constructing films, air and moisture membranes, 

barrier films, geomembranes, agricultural films-, 

wherein the film having a haze according to ASTM D 1003 of less than 12 % 

and wherein the film having a puncture resistance according to ASTM D5748 of at least 

1.751\l/um. 


