
A method of manufacturing "heat sensitive, solvent
sensitive, tamper evident multi purpose security
label" comprising coating the formulated compound to
constitute a film on a double sided silicone resin
coated substrate and thereafter coated with high tack
adhesive on double side silicone resin coated
substrate and then by laminating the said film is
slitted to desired length and size.  








