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This application claims the benefit of U.S. Provisional Application No. 60/052,969, filed 

July 18, 1997. 

BACKGROUND OF THE INVENTION 

1. Field Of The Invention 

The invention relates to a method of providing filtration of solids from organic-based feed 

streams to chemical reactors. In another aspect, this invention relates to a method for providing 

10 flow distribution of organic-based feed streams to chemical reactors. More particularly, the 

invention relates to a method for filtering solids and providing liquid distribution for organic­

. based feed s1reams that are subsequently processed in chemical reactors having discrete solid 

element catalyst bed(s). In another aspect, the invention is directed toward distributing inlet air 

or vapo~ particularly for fluidized bed reactors. A further aspect of the invention relates to a 

15 method for partially reacting polymer precursors in organic-based feed streams to chemical 

reactors to reduce fouling of the solid element catalyst bed(s). 

2. Description Of Related Art 

Typically chemical reactor beds include discrete .solid catalyst particles contained in one 

20 or more fixed beds. Often these beds are supported, or retained, at their inlet and/or outlet by 

materials which are inert to the reaction. These inert materials may trap all or some solid 

contaminants such as dirt, iron oxide, iron sulfide, asphaltenes, coke fines, catalyst fines, 

sediments or other entrained foreign particulate material in the reactor feed stream. The trapping 

of the contaminants is to prevent undesirable material from plugging, poisoning or otherwise 

25 deactivating the catalyst bed. The inert materials, or inerts, traditionally used are typically made 

of conventional ceramiC materials in the form of pellets or spheres and typically must be resistant 

to crushing, high temperatures and/or high pressures. In addition, these materials may facilitate 

1 



WO 99/03561 PCT/US98/14768 

distribution of the feed stream across the catalyst bed in such a manner to reduce channeling 

through the catalyst bed. 

To increase the efficiency of the inerts, graduated layers ofinerts in different sizes and 

shapes along with perforated discs, or screen baskets, have been used to retard the surface of a 

5 catalyst be~ from becomjng plugg~d with' contaminants _such as dirt, iron oxide, iron sulfide, 

asphaltenes, coke fines, catalyst fines, sediments, or other entrained foreign particulate material. 

Skimming, or removal, of the top portion of the catalyst is required when the filtering capacity 

of the inerts is exhausted resulting in the catalyst itself being used as a filter. In addition to 

catalyst fouling by particulate matter in the organic-based stream, polymerization of polymer 

10 precursors, e.g., diolefins, found in the organic-based feed stream may also foul the catalyst. In 

particular, two mechanisms of polymerization, :free radical polymerization and condensation­

fype polymerization, may cause catalyst bed fouling, gumming or plugging. The addition of 

·. antioxidants to control free radical polymerization has been fmmd useful where the organic-based 

. feed stream has encountered oxygen. Condensation polymerization of diole:fins typically occurs 

IS after the organic-based feed is heated. Therefore, filtering prior to the organic-based feed stream 

entering the reactor may not be helpful ~ remove these foUiants as the polymerization reactions 

generally take place in the reactors. 

It is highly desirable to increase the efficiency of the inert bed :filtration and to controi the 

rate of reaction of the diolefins or other polymer precursors. Th.us, the development of a method 

20 of filtration that increases the efficiency of the filtering of the contaminated feed stream may also 

reduce the volume ofinerts required to protect the catalyst bed from solid deposition, as well as 

reduce the pressme drop associated with plugging. The method of the present invention for 

.. filtration and flow distribution for chemical reactors, when compared with previously proposed 

prior art methods, has the advantages of: providing more efficient filtering; increasing catalyst 

25 life; decreasing catalyst losses; and reducing the.need to take the reactor off-line for maintenance 

when removal or replacement of the inert material or any catalyst that is plugged is required. 

These benefits may result in both capital and operating savings. 

Disadvantages associated with current liquid distribution designs and methods in fixed 

bed chemical reactors may result in poor liquid distribution to the catalyst bed. Partial plugging 

30 of the catalyst bed with contaminants, or gumming by reactive diolefins or other polymer 

precursors, may also cause maldistribution. The maldistribution may result in channeling and 
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corresponding bypassing of portions of the cataly~ bed, reducing the catalyst efficiency. Usually, 

a maldistribution problem is evidenced by radia1 temperature differences. T4erefore, the art has 

sought a flow distribution method that may spread the liquid more uniformly through the catalyst 

bed, provide efficient filtering and reduce fouling caused by widesired polymerization reactions. 

S A~ordingly, priQr to the deyelopnfent of the pi:es~t invention, there has been no method 
- .. 

for filtering and/or distributing organic-based feed streams to chemical reactors which: may 

capture a mixture oflarge and small contaminants without plugging or blinding; does not cause 

relatively large pressure drops across the filtering and/or distribution media; does not require 

excessive capital and operating costs; and- does noi cause process safety and envii'onmental 

10 concerns arising from maintenance required shutdowns and start-ups. Therefore, the art has 

sought a method for extending the run life of catalyst beds by filtering and distributing organic-

·. based feed sti:eams to chemical reactors which: does not require excessive amowits of catalyst; 

does not require 'the use of relatively large amounts .of inert materhtl; does not cause relatively 

large pressure drops across the bed; does not require relatively large capacity circulation pumps 

15 or compressors; and does not cause process safety and environmental concerns arising from 

reactor shutdowns and start-ups. 
. .. \ . 

SUMMARY OF INVENTION 
... 

20 In accordance with the invention, the foregoing adva.iiiages have been achieved· through 

the present method of filtering and distributing an organic-b~ feed for chemical rea.Ctors. The 
·~· 

present invention for removing contaminants from an organic:~ed feed stream may Include the 
!" 

steps of providing a layer of reticulate~ ceramic material iri i. cheinical reactor, ~~e laye! ~ht~ · 
reticulated ceraniic material . being in an amount sufficient to filter some or un · of· the . 

25 contaminants from the organic-based feed stream; and passing the organic-~a8~ feed stream 

through the layer of reticulated ceramic material. The reticuI~ie.d ceramic material ~y ~made 
:,i:\ i 

from any commercially available materials, for example, ZTA: The ZTA may have a product 

composition of Zr02'A120 3 and is available from SELEBhCorporation headquartered in· 

Heildersonville, North Carolina. The organic-based feed streani may be an organic-based liquid, 

30 a 'vapor phase, or both, and the contaminants may include \iirt, iron oxide, iron sulfide, 

asj)haltenes, coke fines, catalyst fines, sediments or-other entrained foreign particulate matter, or 
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polymer precursors such as diolefins. The reticulated ceramic material should be provided in a 

layer in an amount sufficient to remove some or all of the contaminants from_ the organic-based 
. . 

feed stream. Another feature of. the present invention for removing contaminants from a 

contaminated organic-based feed stream in a chemical reactor includes the steps of providing a 

]ayer of.retjcu1ated ceran+ic material in the chemical rea~tor and contacting the contaminated .. ~ .•. ; . .. . . . 
organic-based feed stream with the reticulated ceramic material to ·remove the contaminants from 

the contaminated organic-based feed stream. Another feature of the present invention may 
·"·· 

include ftte step of providing a decontaminated organic-based feed stream for further processing . 

. Jyt;ore particularly, the invention relates to a process for improving fe¢ quality of organic-
.· .... " 

10 based f~d streams to chemical reactors. Preferably, the chemical reactors use discrete solid 
·;::;,_r~ . . 

element1
: catalyst beds. The. chemical reactors may include hydrotreater, hydrorefiner, 

·.:"'··:~~· 

hydro~~cker, reformer, alkylation, isomerization, and polymerization reactors. The discrete 
... ~5·: 

' solid ~talyst particles may be contained in one Qr more fixed beds and in either an upflow, 
... ;~, . 

downfJ.QW or radial flow design. . 
.:.J :.• 

15 :)~accordance with anothC?r aspect of the present invention, the present method of flow 
,..,~ \'. . . 

'20 

25 

distrib~~on in a chemical reactor includes the steps of: providing a layer of reticulated ceramic 

. materi~ .. in_ the chemical reactor, the reticulated ceramic material having a plurality of web 

membt;rs defining a plurality of':flow passageways through the reticulated ceramic material; . . ·':""'"'. .. . . . 

conta.Ctijig an organic-based feed stream with the layer of reticulated ceramic material; and 
.. ·.' . . 

sµbdivicling the organic-based feed stream into a plurality of smaller fluid streams by passing the 
~ .· .· 

ojganic-based feed stream: through the plurality of flow passageways defined by the web 
~ -~ 4 / 

iqembers'.of the reticulated c~c material. A further feature of this aspect of the present 
~.;:~ : -~¥ 

.mventionmay include the step~ of removing contaminants from a contaminated organic-based ..,.tlt . i . . . . . ..-·· 

· .::'f~ sire~; and providing a decontaminated and uniformly spread organic-based feed stream \ . > -. -:!- . 

to,~ catalyst bed for further processing in the.chemical reactor. '''"\·: i 
. :L A~_add,itional feature o~t/ie present invention may include the Step of using reticulated 

. . ;--· - ~ 

... _ . ~cs. in a variety of shapes /pd porosities. The shapes may include substantially spherical-
. I ~-. . 

shaped balls, raschig rings, sac@Ies, hollow cylinders, perforated disks, disks, single sheets, and 
- . ~ 

solid cylinders, among others.~_j3ach shape may be sized to individual specifications. Sizes for 

30 the shapes used may include sJ'tstantially spherical balls of about 1/8 to 2-inch diameters; raschig 
. ~ . 

rings with inside diameters of about 1/8 to 1 inch and outside diameters of about 1/4 to 1 Yz 
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inches, and heights of about 1/4 to 2 inches; saddle shapes with radii of about 114 to 2 inches; 

hollow cylinders having inside diameters of about I /8 to I 1/4 inches, outside _diameters of about 

114 to 2 inches, and heights of about 114 to 3 inches; and solid cylinders having diameters of 

about 118 to l inch and heights of about 114 to 2 inches. Custom-made one-piece disks or single 

5 sheet construction may be. custom-ti~ to the.physical co¢iguration of a reactor. A further feature 

. of this aspect of the present invention is that the reticulated ceramic material may be formed in 

either a disk or single sheet, each optio:rially having perforations. An additional feature of the 

present invention is that the reticulated ceramic material when constructed may be formed into 

a plurality of segments in order to form an assembled sheet or disk that is custom-fit to the 

10 reactor's physical configuration. Porosities of the reticulated ceramic material may range from 

10 to 800 pores per linear inch (''ppi"). Preferably the pore distribution may range from about 

10 to 80 ppi. More preferably, the pore distribution may range from about 20 to 60 ppi. This 

' enables customization of the size and shape of the reticulated ceramic material for the 

application, particulate loading and pressure drop constraints. 

· 15 In accordance with another aspect of the present invention, entrance losses may be 

reduced for vapor feed streams to chemical reactors, preferably fluidized bed reactors. This 

advantage of the present invention may be achieved by reducing the turbulence in the vapor and · 

air inlets to the reactors. This aspect of the present i11:vention may include the. steps of: 

providing a layer of reticulated ceramic material in a vapor inlet to the chemical reactor, the 

20 reticulated ceramic material having a plurality of web members defining a plurality of flow 

.passageways through the reticulated ceramic material; passing a vapor feed stream through the 

vapor inlet to the chemical reactor with the reticulated ceramic material; subdividing the feed 

stream into a plurality of smaller fluid streams by passing the feed stream thiough the plurality 

of flow passageways defined by the web members of the reticulated ceramic material; and 

25 discharging the stream.lined vapor feed stream into the chemical reactor. The method of the 

present invention for distributing turbulent air or vapor flows to a reactor inlet has the advantages 

of reducing maldistribution and entrance losses, thus allowing for reduced compressor 

horsepower usage or allowing for larger flow rates, depending on the process constraints of the 

compressor and associated piping. 

30 In accordance with another aspect of the present invention, the step of contacting the 

contaminated organic-based feed. stream with the reticulated ceramic material may include 
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depositing a catalyst on the reticulated ceramic material prior to contacting the contaminated 

organic-based feed stream. Another feature of this aspect of the present invc;ntion may include 

the use of a reticulated ceramic ma~erial as a substrate having a substantially uniform coating of· 

a selected catalyst including a porous alumina coating with a Group VI-B metal or a Group VIII 

5 metal, or both. Preferably, the Group VI-B.inetal is moJyb.denum and preferably, the Group VIII 

metal is either nickel or cobalt. More preferably, the Group VI-B metal and Group VIII metal 

are impregnated into the reticulated ceramic material. The method of the present invention· is 

useful to extend the run life of the catalyst bed. The catalytically active reticulated ceramic 

material may be utilized to react diolefins or other polymer precursors and also to act as a filter 

10 and distributor. By filtering solids and partially reacting any polymer precursors, e.g., diolefins, 

fouling of the bed is reduced, effectively extending the run time of the reactor. 

In accordance with another aspect of the present invention, the filtration method may 

'include the step of retaining the solid particulate catalyst or sediments that form in a·chemical 

reactor in order to reduce catalyst losses and fouling or plugging of downstream. equipment. This 

15 aspect of the present invention may include the steps of: providing a layer of reticulated ceramic 

material; contacting an organic-based feed stream containing the catalyst material ~th the 

· reticulated ceramic material; removing the catalyst ~terial from the organic-based feed stream; 

and providing a relatively catalyst-free organic-based stream for further processing. 

. ·The method of the present inv~tion.for :filtering organic-based feed streams in chemical 
20 reactors, when compared with prior art methods, has the advantages of: reducing the volume of 

ine:rt materials required; lowering capital costs; improving the filtration of the solid particular 

matter from the feed streams; decreasing the pressure drop across the system; increasing run time 

of the reactor; lowering operating costs; increasing process safety; and reducing environmental 

concerns. 

25 BRIEF DESCRIPTION OF DRAWINGS 

In the drawings: 

FIG. 1 is partial a cross-sectional side view of a single fixed bed chemical reactor 

30 showing a specific embodiment of the present invention; 
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FIG. 2 is a partial cross-sectional side view of a multiple fixed bed chemical reactor 

showing another embodiment of the present invention; 

FIG. 3 is a partial cross-sectional side view of a combustor-style regenerator fluidized bed 

5 reactor; : 

10 

15 

FIG. 4 is a partial cross-sectional side view of a two-stage regenerator fluidized bed 

reactor; 

FIG. 5 is a partial cross-sectional side view of a radial flow reactor showing another 

embodiment of the present invention; 

FIG. 6 is a perspective view of a perforated disk made of reticulated ceramic material in 

accordance with the present invention; 

FIG. 7 is a perspective view of a saddle made of reticulated ceramic material in 

. accordance with the present invention; 

FIG. 8 is a perspective view of a hollow cylinder made of reticulated ceramic material in 

20 . _accordance with the present invention; 

25 

_30 

FIG. 9 is a perspective view of an example of a one-piece sheet made of reticulated 

ceramic material in accordance with the present invention; 

FIG. 10 is a perspective view of an assembled disk made of reticulated ceramic material 

in accordance with the present invention; 

FIG. 11 is a perspective view of balls made of reticulated ceramic materiaj. in accordance 

with the present invention; 

FIG. 12 is a perspective view of a solid cylinder made of reticulated ceramic material in 
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accordance with the present invention; and 

FIG. 13 is a perspective view of a hollow cylinder made of reticulated ceramic material 

in accordance with the present invention. 

While the invention will be described in connection with the preferred embodiment, it 

will be understood that it is not intended to limit the invention to that embodiment. On the 

contrary, it is intended to cover all alternatives, modifications, and equivalents, as may be 

included within the spirit and the scope of the invention as defined by the appended claims . 

-i:·· .. 

DETAILED DESCRIPTION AND SPECIFIC EMBODIMENTS 

, .. . With reference to FIG. 1, for treatment of an organic-based feed stream a single fixed bed 

chemical reactor 22 with reticulated ceramic material 15 in the shape of substantially spherical 

. 15 . balls 122 (FIG. 11) will be described, although as previously discussed other shapes of the 

, , repculated ceramic material 15 may be used. If the reactor 22 is of a downflow configuration, 

the contaminated organic-based feed stream 2.0 will ent('.r the reactor 22 at the inlet 24. The 

inven~~n may be used in either fixed beds or fluidized bed chemical reactors. Preferably, the 

. present i~vention is used in one or mm:e fixed beds, in either an upflow or downflow or radial 

· 20 . flow configuration. Preferablyt the chemical reactors include hydrotreater, hydrorefiner, 

. hydrocracker, refonner, alkylation, isomeri7.ation and polymerization reactors. Contaminants 

typically found in the feed stream include dirt, iron oxide, iron sulfide, asphaltenes, coke fines, 

catalyst fines, sediments or other entrained foreign particulate material. A layer 26, preferably 

layers 26, 28, of reticulated ceramic material 1 ~ is provided in the vessel in an amount sufficient 
25 to filter the contaminants ftom the organic-based feed stream 20. ·preferably, multiple layers 26, 

28 may be provided wherein the size of the articles of reticulated ceramic material 15 such as 

balls 122 is graduated from a larger size in layer 26 to a smaller size in layer 28 as the incoming 

org~c-based feed stream flows through the reticulated ceramic material 15. The reticulated 

ceramic material may be made from any commercially available materials, for example, ZTA . 
.. ,_ 30 . The ZTA may have a product composition of Z:c02'AI p 3and is available from SELBE 

, , ~t?rp~ration headquartered in Hendersonville, North Carolina. The graduated sizing of the 
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reticulated ceramic material 15 from Jarge sizes to small sizes lessens the pressure drop through 

the reactor attributable to filtering of the suspended solids. Optionally, t:\le pore size of the 

reticulated ceramic material may also be graduated from large pores Oow ppi) to small pores 

(high ppi) to lessen the pressure drop through the reactor attributable to filtering of the suspended 

5 solids. Optionally, the present inveJ'.ltion may be practj.ced with or without conventional basket 

screens30. 

Still with reference to FIG. 1, unless otherwise noted, in addition to filtering the 

· contaminated organic-based feed stream 20, the reticulated ceramic material 15 may also enable 

a uniform distribution and flow of the incoming organic-based feed stream 20 to the catalyst bed 

10 32. By passing the organic-based feed stream through a plurality of flow passageways 120 (FIG. 

9) defined by web members 123 (FIG. 9) of the reticulated ceramic material 15 in layers 26, 28, 

the incoming organic-based feed stream 20 may also be distributed by subdividing the incoming 

· organic-based feed into a plurality of smaller fluid streams and then resubdividin& a· plurality of 

times, the smaller streams so that the incoming organic-based feed stream is spread uniformly 

IS across the fluid entry cross-section 34 of the catalyst bed 32. The orgamc-based feed stream 20 

is reacted in the catalyst bed 32. Preferably the catalyst bed 32 contains discrete solid catalyst 

particles 36. 

. .: : i ~ . The reticulated ceramic material 15 may be use4 to filter and retain cataJyst 36 from the 

outgoing reacted organic-based stream 38. Small particJes of the catalyst material 36 which may 

20 be entrained in the reacted organic-based stream may be filtered, or captured, from the reacted 

organic-based stream 38 and retained by reticulated ceramic material ]ayers 40, 42. Preferably, 

the size of the reticulated ceramic materiaJ in layers 40, 42 is graduated from a smaller size in 

layer 40 to a larger size in layer 42 at· the outlet 44 of the reactor 22 to effectively retain the 

catalyst 36. In addition, sediments of material may form in the reactor bed, e.g., sediments 

25 formed by excessive hydrocracking of residual oils, that may plug or foul downstream 

equipment. These sediments may be filtered :frOm the outgoing reacted organic-based stream 3 8 

by the rencuJated ceramic material 15. Preferably, the size of the reticulated ceramic.material 

in-layers 40, 42 is graduated from a smaller size in hlyer 40 to a larger size in layer 42 at the 

outlet 44 of the reactor 22 to effectively retain the catalyst 36, while the pore size of the 

30 · · ietiCulated eeramic material is inversely graduated, preferably about 10 to30 ppi to filter the 

's~diments~ More preferably, the pore size range is about 40 to 80 ppi. Alternately. the invention 
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may also be used in an upflow reactor configuration wherein the contaminated organic-based 

feed 74 would instead enter the vessel at the outlet 44 at the lower end ~9 and the reacted 

organic-based stream 25 would exit the reactor at the inlet 24 at the upper end 47 of reactor 22. 

As previously discussed, another advantage of the present llivention is to react partially 

S activated or activated reticulated cei:amic material 15 ~th. polymer precursors ~ a contaminated .. 
organic-based feed stream 20. Condensation polymerization of diolefins may occur in the reactor 

bed 32 after the contaminated organic-based feed stream 20 is heated, generally prior to 

introduction into the chemical reactor 22, thereby forming foulants in the reactor bed 32 itself 

, . which may gum or plug the bed 32. As the foulants form in the bed, they cannot be filtered from 

10 .. the contaminated organic-based feed stream 20 before flowing across the fluid entry cross-section 

. 34. Therefore, the layer or layers 26, 28, 4~, 42 of reticulated ceramic material IS may be eoated 

. )\'ith an alumina powder which may also act as a substrate for catalyst materials to form partially 

' . _acti~d reticuJated ceramic material. As used herein, an "activated ~upport" means a reticulated 

cer~ic material which has been impregnated with catalyst materials, or a reticulated ceramic 

1 S . '· 1:118tei:ial which may be an oxide, nitride, or carbide of a metal or a reticulated ceramic material 

:-.;. w¥ch. contains zeolite or inorganic oxides, e.g., alumina, silica, silica-alumina, magnesia, silica­

·.· magn~ia or titania. As used herein, a ''partially activated support" means an activated support 

·; ~1.w~ch has been purposefully made-less active or partially deactivated in order to achieve 

-: a slo~er :reaction rate or to partially r~ct. the materials contacted. 

20 ,. -~- ';•. _- .· , , Coated reticulated ceramic material 15 may also be used, wherein the coating may 

.·. e<;>mprise one of several conventional catalysts. Alumina may be used as an active coating, 

_optionally but preferably, alumina may be used as a support. The catalyst according to this 

· .. , invention preferably comprises a metal of Group VI-B or a member of Group VIII. or both, 

imp~gnated into an alumina-based support. Accordingly, the catalyst may comprise at least one . ..-·. . . . 
25 . o~ cluomium, molybdenum pnd tungsten in combination with at least one of iron, nickel, cobalt, 

__ platinum, palladium and iridium. Of the Group VI-8 metals, molybdenum is most preferred. 

: 1;1ie <?8talyst preferably will contain from about 2% to about 14% by weight of Group VI-B metal. ·. ::.. . 

. ~f~ Group VIlI metals, nickel and cobalt are most preferred. The amount of Group VIII metal 

i~ tile catalyst is preferably from about 0.5% to about I 0% by weight. 

30 3 _~ ... ·With reference to FIG. 2, a multiple fixed bed chemical reactor 46 having two fixed 

, ~yst beds 48, SO with reticulated ceramic material IS in the shape of saddles 126 (FIG. 7) will 
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be described. The reactor 46 is illustrated in a downflow configuration. wherein the 

contaminated organic-based feed stream 51 will enter the reactor 46 at tl_le inlet 52 and the 

reacted organic-based stream 54 will exit the reactor at the outlets 56, 61. A partially reacted 

organic-based stream 58 may be accumulated at the outlet 61 of the first·fixed bed 48 and 

S withdrawn at the coJlector tray 60. ';fhe paitially reacte'.d qrganic-based stream 58 may be heated 

or quenched or otherwise treated before reintroduction into the teactor 46 as a partially reacted 

organic-based feed stream 62 at the-mixing chamber 64. The partially reacted organic-based 

stream 58 may be removed for redistribution, heating, or other processing steps as required 

. before reintroducing the partially reacted organic-based feed stream 62 into the reactor 46 for 

·. 10 reaction with a succeeding catalyst bed SO. An additional layer 70 of reticulated ceramic material 

15 

: IS may be provided for filtration and distribution to remove any contaminants entrained from or 

formed by the processing equipment used in the additional processing steps such as dirt, iron 

oxide, iron sulfide, asp~tenes, coke tines, catalyst fines, sediments, or other entrained foreign 

particulate material. 

Layers 66, 68, 70 of reticulated ~c material 1 S are provided in the reactor 46 below 

· the inlet 52 and mixing chamber 64 in an amount sufficient to filter the organic-based feed 

-stream 51 and the partially reacted organic-based feed stream 62; Preferably, the multiple_ layers 

66, 68~ 70 are provided such that the size of the reticulated ceramic material 15 is graduated from 

. a larger size in layer 66 to a smaller size in layer 68 as the inooming contaminated organic-based 

· ~O . feed flows through the reticulated ceramic material 15. Optionally, the present invention may 

be p~ced with or without conventional basket screens 72. Preferably, the fixed catalyst beds 

48, SO contain discrete solid catalyst-particles 36. 

, : : .· As previously discussed, an advantage of the present invention is that it may also be used 

to distribute the organic-based feed stream. ·The organic-based feed stream 51 may also be 

25 . dis1ributed while being filtered by subdividing the ·incoming organic-based feed into a plurality 

of snuµIer fluid streams by passing the organic-based feed stream through a plurality of flow 

passageways 120 (FIG. 9) defined by the web members 123 (FIG. 9) of the reticulated ceramic 

.material IS; then resubdividing, a plurality of times, the smaller streams so that the incoming 

·organic-based feed stream is spread unifonnly across the fluid entty cross-section of the catalyst 

. 30 · bed-76~ The organic-based feed Sl is then reacted in the catalyst bed 48, before being withdrawn 

as a :Partially reacted organic-based stream 58 at the collector tray 60. The method of filtration 
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and distribution is then repeated for the partially reacted organic .. based feed stre~ 62 as it flows 

into the mixing chamber 64 and passes through the reticulated ceramic mat~rial layer 70. 

Another feature of the present invention is that the reticulated ceramic material 1 S may 

also be used to capture and retain catalyst· particles 3 6 from the outflowing partially reacted 

5 organic-based stream 58 and the rea~ted organic-based. stream 54 •. The small reticuli;ited ceramic - .-
material saddles 126 in layers 78, 80 at the outlet 61 of the fitst fixed bed 48 mid the small 

saddles 126 in layers 82, 84 at the outlet 56 of the second fixed bed 50 are used to filter and 

retain catalyst particles 36 which may be entrained in the partially reacted organic-based stream 

58 or reacted organic-based stream 54. As discussed with reference to FIG. l, for capturing and 

10 retaining catalyst 36 from a partially reacted or a reacted outflowing organic-based stream in 

.either a single or a multiple fixed bed chemical reactor, the reticulated ceramic material 15 is 

. preferably graduated from small to larger sizes as shown in FIG. 2 for layei::s 78, 80 and 82, 84. 

' respectively for each bed 48, SO. Optionally, the pore size of the reticulated ceramic material 

may also be graduated from small pores to large pores. Alternatively, the pore size of the 

15 . :reticulated ceramic material may be inversely graduated from large pores to small pores to filter 

., s~diments that may form in the ·catalyst bed . 

. : 1.J,\ further advantage of the present invention is that the reticulated ceramic material 15 

may.b~~vated or impregnated with catalyst to react with polymer precursors in organic-based 

.~ ~~s 51, 62. As depicted in FI~. 2, layers 66, 68, 70 of reticulated ceramic material 15 

20 ·, ~y contain an activated support including inorganic oxides preferably selected from the group 

consisting of alumina, silica, silica-alumina, magnesia, silica-magnesia or titania or zeolites 

preferably selected from the group consisting of zeolite L, zeolite X, and zeolite Y, which may 

, be added to the reticulated cCramic material as a substrate for catalyst materials. Optionally, the 

reticulated ceramic material may be impregnated with catalyst materials or the reticulated 

25 ceramic material may be an oxide, nitride, carbide or boride of a metal as disclosed in U.S. Patent 

N~. 5,399,535, which is hereby incorporated by reference to the extent it is not inconsistent with 

the present invention. 

. . .1,. . . Activated or partially activated reticulated ceramic material as described above may be 

. ~s~.d. __ to control the hydrogenation rate of the diolefins or other polymer precursors to prevent 

30 }'?.Uµng or gum formation. When endothermic reactions require the addition of heat to the 

~ly reacted organic-based stream 58, preferably the reticulated ceramic material 15 of layer 
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70 is also activated or partially activated. The invention may also be practiced· with coated 

reticulated ceramic material, wherein the coating may comprise one of ~veral conventional 

catalysts. Alumina may be used on an active coating or support. The catalyst according to this 

invention preferably comprises a metal of Group VI-B or a member of Group VIII, or both, 

5 impregnated into the reticulated ceramic material, in~rganic oxide or zeolite. Accordingly, the 

catalyst may comprise at least one of chromium, molybdenum mid tungsten in combination with 

at least one of iron, nickel,. cobalt, platinum, palladium and iridium. Of the Group VI-B metals, 

molybdenum is most preferred. The catalyst preferably will contain from about 2% to about 14% 

by weight of Group VI-B metal. Of the Group VIII metals, nickel and oobalt are most preferred. 

10 The amount of Group VIII metal in the catalyst is preferably from about 0.5% to about 10% by 

weight. 

FIG. 3 illustrates a conventional combustor-style fluidized bed re~tor 88, 90. Layers 

86, 91 of reticulated _ceramic material 15 may be used in fluidized bed chemical reactors 90 and 

in a combustor, or regenerator 88, to reduce entrance losses and maldistribution of the vapor or 

15 air flows. The inlet air 93 to the combustor or regenerator 88 is flowed through the reticulated 

ceramic material layer 86 to subdivide the stream into a plurality of smaller flowing streams. The 

reticulated ceramic material 15 may be a single circular disk 124 (FIG. 6) without the illustrated 

perforation 125; however it may be an oval or square sheet 121 (FIG .. 9), or any geometric 

configuration desired including an assembled disk 134 (FIG. 10). Optionally, multiple disks 86, 

20 · 91(FIG. 3)maybeused. Also, the disk 124 (FIG. 6)orsheet 121(FIG.9)mayoptionallycontain 

perforations. The subdivision of the vapor or air flows may reduce the turbulence of the 

incoming vapor or air sm=ams, thus reducing the compressor horsepower usage or allowing for 

an increase in flow rate, depending on the process constraints of the particular combustor-style 

fluidized bed reactor (FIG. 3). A further advantage of the present invention is that the subdivided 

25 vapor or air flows may more unifonnly distribute the vapor or air 93 throughout the combustor 

or regenerator 88. In addition, another layer 91ofreticulated ceramic material 15 may be used 

to uniformly distribute any fluffing vapors 95 used in the fluidized bed reactor 90. 

Alternatively, in FIG. 4 which depicts a conventional two-stage regenerator fluidized bed 

reactor 97, layers 98, 112 of the reticulated ceramic material 15 may be used similarly as 

30 discussed in FIG. 3 for a single-stage combustor or regenerator. The turbulent inlet air 102 to· 

the combustor or regenerator first stage 108 is flowed through the layer 98 of reticulated ceramic 

13 
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material 15 to subdivide the stream, preferably into a plurality of smaller flowing streams. 

Preferably, the reticulated ceramic material 1 S i~ a single circular disk 124 (f'IG. 6) without the 

perforations 125; however it may be an oval or square sheet 121 (FIG. 9), or any geometric 

configuration desired including an assembled disk 134 (FIG. 10). Optionally, multiple disks 98, 

5 112 (FIG.:4) may be used. Also, ~e disk 124 (FIG. 6).or sheet 121 (FIG. 9) may optionally .. 
contain perforations. Similarly, for the second-stage 110, the turbulent inlet air· 106 may be 

flowed through the layer 100 of reticulated ceramic material 15 to subdivide the stream into a 

plurality of smaller :flowing streams. The subdivision of the vapor or air flows may reduce the 

turbulence of the incoming vapor or air streams, thus reducing the compressor horsepower usage 

10 or allowing for an increase in flow rate, depending on the process constraints of the two-stage 

regenerator 104 or fluidized bed reactor 11 _6. A further advantage of the present invention is that 

the subdivided vapor or air flows may more uniformly distribute the vapor or air throughout the 

. <?Ombustor or regenerator chambers 108, 110. In addition, another layer 112 of reticulated 

ceramic material 15 may be used to uniformly distribute any fluffing vapors 114 used in the 

15 , ~uidized bed reactor 116 . 

. ,._ . ~ , .. ·:With reference to FIG. S, for treatment of a contaminated organic-based feed in vapor 

. form,. a.radial flow fixed bed chemical reactor 94 with reticulated ceramic material 15 in the . .·· .4, . 

· , shape.)of substantially spherical balls 122 (FIG. 11} is illustrated, although as ;prevfously 
~ ~ ·:':' . 

. · disc~ other shapes may be used. The contaminated organic-based feed in vapor fonn 92 will 

20 . , . enter the radial flow reactor 94 at the inlet 96. A layer 98 of reticulated ceramic material 15, 

: more preferably layers 98, 100 of reticulated ceramic material 15, is provided in the vessel 

.. between the deflection baftle 101 and the scallop 103. The layers of98, l00 reticulated ceramic 

material 15 aid in filtering contaminants such as entrained dirt, iron oxide, iron sulfide, 

asphaltenes, coke fines, catalyst fines, sediments, or other foreign particulate material entrained 

25 .. in the contaminated organic-based vapor feed 92 before reaction in the fixed catalyst bed 107 and 

. ~scharge through the center pipe 109 as the reacted organic stream 111. Also as previously 

discussed, an advantage of the present invention is that the reticulated ceramic material 15 may 

.. be used to capture and retain catalyst from outlet streams, shown here in the unloading tubes l OS. 

.. .· ... , . FIG. 6 illus1rates a specific embodiment of the present invention as a reticulated ceramic 

30 · ;;. n:iaterial disk 124. Optionally, the disks may have perforations 125. Preferably, multiple 

, perforations are used to accommodate screen baskets which may optionally be filled with 

14 
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reticulated ceramic material. Other shapes may include saddles 126 (FIG. 7), hollow cylinders 

128 (FIG. 8), single sheets 121 of reticulated ceramic material 15 (FIG. 9), disks 134 fonned 

from a plurality of segments 134 a-g (FIG. 10), substantially spherical balls 122 (FIG. 11), solid 

cylinders 132 (FIG. 12), and raschig rings 130 (FIG. 13). Each shape may be siz.ed to individual 

5 specifications. Sizes for ihe shape~ used may· include substantially spherical balls of about 118 

to 2 inch diameters; raschig rings with inside diameters of about 1/8 to 1 inch· and outside 

diameters of about 114 to 1 112 inches and heights of about 1/4 to 2 inches; saddle shapes with 

radii of about 114 to 2 inches; hollow cylinders having inside diameters of about 118 to 1 114 

inches, _outside diameters of about 1/4 to 2 inches, and heights of about· 1/4 to 3 inches; and solid 

10 cylinders having diameters of about 1/8 to 1 inch and heights of about 1/4 to 2 .inches. Custom­

made one-piece disks 124 or single sheet 121 construction may be custom-fit to-the physical 

configuration of a reactor. A further feature of this aspect of the present invention is that the 

reticulated ceramic material 15 may be formed in either a disk 124 or single sheet 121 having 

perforations 125. An additional feature of the present invention is that the reticulated ceramic 

15 material when constructed may be formed into a plurality of segments in order to form an 

assembled sheet or disk that is custom-fit to the reactor's physical configuration. Porosities of 

the reticulated ceramic material may range from 10 to 800 ppi. Preferably, the pore distribution 

may range from about 10 to 80 ppi. More preferably, the pore distribution· may range from about 

20 to 60 ppi. This enables customimtion of the si7.e and shape of the reticulated ceramic material 

20 . 15 for the application, size, particulate loading and pressure drop constraints. The ceramic 

material smrmmding the pores, or openings, of the reticulated ceramic material is from the web 

members 123 (FIG. 9) which in tum define the flow passageways 120 (FIG. 9). 

It is to be understood that the invention is not to be limited to the exact details of 

construction, operation, exact materials, or embodiments shown and described, as obvious 

modifications and equivalents will be apparent to one skilled in the art. For example, special 

liquid distributors or conventional liquid distributors could be used to facilitate the spreading of 

the liquid across the catalyst bed; however, the reticulated ceramic material could be used only 

for particulate removal. Accordingly, the invention is therefore to be limited only by the scope 

of the appended claims . 

. -·--··. --···- .. ·-·· 
. ,; : ; 
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CLAIMS 

WHAT IS CLAIMED: 

1 1. A method of removing contaminants from a contaminated organic-based feed 

2 stre~ comprising the steps of: 

3 (a): providing.a layer of~ticulated cerami~ material in a chemical reactor, the layer 

4 of reticulated ceramic material being in an ainount sufficient to filter the 

5 

6 

7 

1 

2 

3 

4 

5 

6 

1 

(b) 

2. 

contaminant from the organic-based feed stream; and 

passing the organic-based feed stream through the layer of reticulated ceramic 

material. 

A method of removing contaminants from a contaminated organic-based feed 

stream in a chemical reactor, comprising the steps of: 

. . ~ .. 

(a) providing a layer of a reticulated ceramic material in the chemical reactor; and 

(b) co~tacting the contaminated organic-based feed stream with the reticulated 

ceramic material to remove the contaminants from the contaminated organic­

based feed stream. 

The method of claim 2, including the step of providing a decontaminated organic-

2 .. based feed stream for further processing in the chemical reactor. 

1 4. The method of claim 2, wherein the step of contacting the cont~inated organic-

2 based feed stream with the reticulated ceramic material includes depositing a catalyst on the 

3 retic~lated ceramic material prior to contacting the contaminated organic-based feed stream. 

1 5. The method of claim 2, wherein the reticulated ceramic material has a pore 

. 2 di~bution range of about 10 to 800 pores per linear· inch. 

1 .. : 6. The method of claim 2, wherein the reticulated ceramic material has a pore 
2· distribution range of about I 0 to 80 pores per linear inch. -----···--··-·-··--·-·--·---·--

3 111111111111111111111111111111 

.. ,., . , 
~· .. 

16 

* C L M S * 

THIS SHEET HAS BEEN 
REPLACED 

-------:---. 



W099/03561 PCT/US98/14768 

1 7. The method of claim 2, wherein the reticulated ceramic material has a pore 

2 distribution range of approximately 20 to 60 pores per linear inch. 

1 8. The method of claim 2, wherein the reticulated ceramic material is a plurality of 

2 substantially spherical shaped balls, each ball having a diameter range of about 1/8 to 2 inches. 

1 9. The method of claim 2, wherein the reticulated ceramic material is a plurality of 

2 raschig rings, each raschig ring having an inside diameter of about 1/8 to 1 inch and an outside 

3 diameter of about 1/4 to 1 ~ inches and a height of about 114 to 2 inches. 

1 10. The method of claim 2, wherein the reticulated ceramic material is formed into 

2 a plurality of saddle shaped pieces, each piece having a radius of about 1/4 to 2 inches. 

1 

2 

1 

2 

1 

2 

1 

2 

l 

2· 

3 

11. The method of claim 2, wherein.the reticulated ceramic material is formed into 

a single sheet. 

12. The method of claim 11 wherein the reticulated ceramic material is formed ~ving 

perforations. 

13. The method of claim 2, wherein the reticulated ceramic material is formed into 

a single disk. 

14. The method of claim 13, wherein the reticulated ceramic material is formed 

having perforations. 

··· 15. The method of claim 2, wherein the reticulated ceramic material is formed into 

a plurality of segments forming an assembled sheet when constructed, which is custom-fit to the 

. Iea'.ctot's physical configuration. 
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1 16. The method of claim 2, wherein the reticulated ceramic material is formed into 

2 a plurality of segments forming an assembled disk that when constructed, ~s custom-fit to the 

3 reactor's physical configuration. 

I 17.: The method of cl~ 2, wherein the retjculated ceramic material is formed into 

2 a plurality of hollow cylinders, each hollow cylinder having an inside diameter of about 118 to 

3 1 1/4 inches and an outside diameter of about 114 to 2 inches and a height of about 1/4 to 3 

4 inches. 

1 18. The method of claim 2, wherein the reticulated ceramic material is formed into 

2 a plurality of solid cylinders, each solid cy~inder having a diameter of about 1/4 to 1 inch and·a 

3 height . of about 1/4 to 2 inches. 

1 .19. . .· The method of claim 2, wherein the chemical reactor is a hydrotreater reactor. 

1 20. The method of claim 2, wherein the chemical reactor is a hydrorefiner. 

1 ' The method of claim 2, wherein the chemical reactor is a hydrocracker reactor. 

1 22. The method of claim 2, wherein the chemical reactor is a reformer reactor. 

1 23. The method of claim 2, wherein the chemical reactor is an alkylation reactor. 

1 · 24. The method of claim 1, wherein the chemical reactor is an isomerization reactor. 

I 25. The method of claim 2, wherein 1he chemical reactor is a polymerization reactor. 

1 26. The method of claim 2, wherein the reticulated ceramic material comprises a 

2 substrate of reticulated ceramic material having a substantially uniform coating of a selected 

3 catalyst including a porous alumina coating with one Group VI-B metal. 
- ------ ------ ----------
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27. The method of claim 26, wherein the Group VI-B metal is molybdemun. 

28. The method of claim 2, wherein the reticulated ceramic material comprises a 

substrate of reticulated ceramic material having a substantially uniform coating of a selected 

catalyst including a porous alumina coating with one Group VIII metal. .. 

29. The method of claim 28, wherein a Group Vlll metal is nickel or cobalt. 

30. The method of claim 2, wherein a Group VI-B metal is impregnated into the 

2 reticulated ceramic material. 

1 31. The method of claim 2, wherein a Group VIII metal is impregnated into the 

2 reticulated ceramic material. 

1 32. The method of claim 2, wherein the reticulated ceramic material comprises a 

2 porous inorganic oxide selected from the group consisting of alumina, silica, silica-alumina,_ 

3 magnesia, silica-magnesia and titania. 

I 33. The method of claim 2, wherein the reticulated ceramic material· comprises a 

2 metal oxide selected from the group consisting of titanium, tin, leaA zirconium, ruthenium, 

3 twigsten, yttrium, nickel, magnesium, calciuln, aluminum, silicon or boron. 

1 34. The method of claim 2, wherein the reticulated ceramic material comprises a 

2 metal -ni1ride selected from the ·group consisting of titanium, zirconium, tungsten, silicon or 

3 boron. 

35. The method of claim 2, wherein the reticulated ceramic material comprises a 1 

2 

_3 

metal carbide selected from the group consisting of titanium, zirconium, tung~~-·~ilicon or 

boron.· 

19 

I lllllll llllll lllll lllll II llll 
* C L M S * 

nus SHEET HAS BEEN 
REPLACED 



WO 99/03561 PCT/US98/14768 

1 36. The method of claim 2, wherein the reticulated ceramic material comprises a 

2 metal boride selected from the group consisting of titanium, zirconium or ~gsten. 

1 3 7. The method of claim 2, wherein the reticulated ceramic material comprises a 

2 zeolite selected from the.group con.sisting· of Zec>lite L, zeolite X and zeolite Y. 

1 

2 

3 

4 

s 
6 

7 

8 

9 

38. A method of fluid distribution in a chemical reactor comprising the steps of: 

(a) providing a layer of reticulated ceramic material in the chemical reactor, the 

reticulated ceramic material having a plurality of web members defining a 

plurality of fl.ow passageways through the reticulated ceramic material; 

. (b) contacting an organic-based feed stream with the layer of reticulated ceramic 

material; and 

(c) 

..... ,_ ·-·· 

subdividing the organic-based feed stream into a plurality of smaller fluid streams 

by passing the organic-based feed stream through the plurality of flow 

passageways de.fined by the web members of the reticulated ceramic material. 

1 ·· :39, The method of claim 38 including the steps of: removing contaminants from a 

2 co~ organic-based feed stream; and providing a decontaminated and uniformly spread 

3 organi~based feed stream to a catalyst bed for further processing in the chemical reactor. 

1 

2 

3 

4 

s 
6 

7 

1 

2 

3 

40. 

the steps of: 

(a) 

(b) 

(c) 

(d) 

41. 

steps of: 

(a) 

.-... ·. 
- - ·- ~ - $.~ ... •· - -.J~" -· ... ~·-.·· 

~-: ·: . . . 
';· ... , .. 

~, .. ~ . ~: ·. . . - . .:. . ... ·-·· ·· •··· _____ .... 

A method of retaining catalyst material forming a fixed catalyst bed comprising 

providing a layer of reticulated ceramic material; 

. contacting an organic-based ~ stream containing the catalyst material with the 

reticulated ceramic material; 

removing the catalyst material from the organic-based feed stream; and 

providing a relatively catalyst-free organic-based stream for further processing. 

A method of :filtering sediments formed in a fixed catalyst bed comprising the 

providing a layer of reticulated ceramic material; 
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(b) contacting an organic-based feed stream containing the sediments with the 

reticulated ceramic material; 

(c) removing the sediments from the organic-based feed stream; and 

( d) providing a relatively sediment-free organic-based stream for further processing. 

.. 
42. A method of streamlining turbulent flow of a vapor to a chemical reactor having 

2 a vapor inlet comprising the stq>s of: 

3 (a) providing a layer of a reticulated ~c material in a vapor inlet to the chemical 

4 reactor, the reticulated ceramic material having a plurality of web members 

5 defining a plurality of flow passageways through the reticulated ceramic material; 

6 (b) passing a vapor feed stre~ through the vapor inlet to the chemical reactor with 

7 . the reticulated ceramic material; 

8 ( c) subdividing the feed stream into a plurality of smaller fluid streams by passing the 

9 feed stream through the plurality of flow passageways defined by the web 

1 O members of the reticulated ceramic material; and . 

11 

1 

1 

(d) discharging the streamlined vapor feed stream into the chemical reactor. 

43. The method of claim.42, wherein the vapor feed stream·is air. 

44. The method of claim 42, wherein said catalyst bed is a fluidized bed. 
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