
A braze filler metal alloy tape containing braze metal alloy powders, such
as a nickel- or cobalt-based braze filler metal, homogeneously dispersed
throughout an aqueous dispersion comprising a binder, such as polyvinyl
butyral, and plasticizers, such as butyl recinoleate and potassium oleate.
The method for producing the tape is also disclosed.    


