
A biodegradable fabric softening composition or article is provided for
softening laundry and is essentially free of a quaternary ammonium compound
softener. The composition or article comprises a clay carrier, a defined
polyphosphonate compound, and a defined PEC which is a fabric softening
compound selected from among esters of pentaerythritol, oligomers of
pentaerythritol or alkylene oxide derivatives of such esters and oligomers.


