
ABSTRACT OF THE DISCLOSURE  MOLDING AND METHOD FOR
PRODUCING THE SAME, AND  CATALYST AND METHOD FOR
PRODUCING THE SAME  The present invention provides a
molding and a  method for producing the same; a
catalyst for the  production of an unsaturated
aldehyde and an unsaturated  carboxylic acid, and a
method for producing the same; and a catalyst for the
production of methacrylic acid, and a  method for
producing the same. The molding of the present
invention comprises a  shape that includes a plurality
of columnar portions  disposed with a predetermined
gap; and bridge portions which are provided at both
ends in longitudinal  directions of two adjacent
columnar portions and join  adjacent columnar portions
each other; and including  through holes surrounded by
a plurality of columnar  portions in the longitudinal
directions of the columnar portions, and openings
formed on a peripheral surface by  a gap between the
plurality of adjacent columnar portions.   Figure 1  


