
An optical film that includes a reflective polarizer
and a stretched polymer film is disclosed. The
stretched polymer film is laminated to the reflective
polarizer, and the stretched polymer film exhibits a
refractive index symmetry point at an angle of
incidence in air of at least about 60 degrees in a
plane of incidence parallel to a direction of greatest
stretch. 




