
The invention relates to a continuous method which
mixes polymer melts with additives, especially
polycarbonate melts with additives in a liquid form,
in a solution or in a dispersion.  The additives are
added to the main flow arising from the polymer melt
and are 



subsequently mixed therewith, in an especially direct
manner, in a stationary mixer. 


