
(57) Abstract: A thermoplastic molding composition comprising polycarbonate
resin and additive, positive, amounts of stabilizer and salt is disclosed.
The composition is characterized by its freedom from splay and by its
improved flame retardance. The stabilizer of the invention is a physical
mixture of poly(alkyl methacrylate) with fluorinated polyolefin, and the
salt is an alkali metal or alkaline earth metal salt of perfluoroalkane
sulfonic acid, aromatic sulfimide, or aromatic sulfonic acid.    


