
Plastics or other electronic devices are formed on a
flexible substrate using inkjet printing techniques.
To avoid registration difficulties arising from
distortion of the substrate, deposition is conducted
on a rigid substrate to which a release layer is
applied. After application of a type layer which
serves as the permanent, flexible substrate, the
structure is released from the temporary rigid
substrate. 


