
Epoxy resin compositions that include an epoxy resin component that
includes at least one epoxy resin and a solvent blend that includes methyl
ethyl ketone and glycol methyl ether acetate are provided. The compositions
are well-suited for use in the fabrication of prepregs and composite
electrical laminates made therefrom. 


