
Hydroconversion of paraffin containing hydrocarbon feeds is effected over a
supported Group VIII and Group VI metal containing catalyst also containng
a hydrocracking suppressant such as a Group IB metal, wherein the catalyst
is preferably prepared by fixing the Group IB metal onto the support prior
to incorporating the Group VI metal onto the support.    


