
Crystallization of precursor polycarbonates prior to solid state
polymerization is achieved by contact with a non-solvent comprising, at
least in part, a dialkyl carbonate such as dimethyl carbonate. The
non-solvent can be a mixture, typically of dimethyl carbonate with water or
an alkanol such as methanol.    


