
The present invention includes an electronic-circuit
article (10) that has a substrate (12), a plasma
deposited layer (18) disposed on the substrate, where
the plasma deposited layer comprises at least about
10.0 atomic percent silicon, and a patterned
conductive layer (22) disposed above the plasma
deposited layer. 


