
The present invention has its object to offer magnetic
recording medium and magnetic recording and
reproducing device that can record and reproduce high
density data by optimizing the soft magnetic layer
material forming the soft magnetic underlayer and the
under layer material. In the present invention, the
perpendicular magnetic recording medium A has at least
the soft magnetic underlayer a, the under layer 5, the
intermediate layer 6 and the perpendicular magnetic
recording layer on the non-magnetic substrate 1. The
soft magnetic layers 2, 4 that form the soft magnetic
underlayer a, has an amorphous structure and is made
of CoA1 alloy or CoFeA1 alloy having saturation
magnetic flux density Bs greater than 1.1T. 


