
Propylene oxide is produced by liquid phase reaction
of propylene oxygen and hydrogen in contact with a
solid epoxidation catalyst at elevated temperature and
pressure, the reaction conditions being regulated to
provide a weight ratio of dissolved oxygen to
dissolved hydrogen in the liquid reaction mixture of
at least 16. 


