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PRESSURE-TEMPERATURE SWING ADSORPTION 
PROCESS FOR THE SEPARATION OF HEAVY 

HYDROCARBONS FROM NATURAL GAS STREAMS 

FIELD OF THE INVENTION 

JO0O1] The present invention relates to a pressure-temperature swing adsorption 
process wherein gaseous components that have been adsorbed can be recovered from 
the adsorbent bed at elevated pressures. In particular, the present invention relates to a 
pressure-temperature swing adsorption process for the separation of C2+ hydrocarbons 
(hydrocarbons with at ieast 2 carbon atoms) from natural gas streams to obtain a high 
purity methane product stream. 

BACKGROUND OF THE INVENTION 

[0002] Natural gas is being ever more important as a source of fuel for both 
building heating as well as a transportation fuel. Natural gas is comprised primarily of 
methane with up to about 20 wt% heavier (€2*-) hydrocarbons, primarily ethane. 
Natural gas also typically contains varying amounts of a number of contaminants, such 
as acid gases (CO? and H?.S), nitrogen, helium, water, mercury etc. Before natural gas 
can be used as a fuel, it must undergo processing to remove almost all material other 
than methane. Processing usually starts at the wellhead with removal of condensate 
and water followed by the removal of acid gases by various techniques including amine 
treating, swing adsorption, etc. Nitrogen may also need to be removed to meet pipeline 
or final product specifications. Heavier hydrocarbons are typically removed by use of a 
fractionation train. The fractionation train generally consists of up to three cryogenic 
distillation towers in series: a deethanizer, depropanizer, and a debutanizer. The 
overhead product from the deethanizer is ethane and the bottoms are fed to the 
depropanizer. The overhead product from the depropanizer is propane and the bottoms 
are fed to a debutanizer and the overhead product from debutanizer is typically a 
mixture of normal and iso-butane, and the bottoms product is a C5+ mixture. The 
recovered streams of propane and butane and C5+ can be "sweetened" to convert 
undesirable mercaptans into disulfides and, along with the recovered ethane, are 
typically the final natural gas liquid (NGL) by-products from the gas processing plant. 
Alternatively, the NGL, stream can. be transported directly without, fractionation - to a 
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refinery or other processing plant where it can be processed or separated into similar 
component streams. 

J0003J Present, commercial practices for fractionation and recovery of valuable 
heavy hydrocarbons (C2+) from natural gas streams involve considerable energy input 
and equipment. As previously mentioned, in a typical NGL recovery plant the whole 
gas stream is chilled and passed through multiple distillation columns such as a 
demethanizer, deethanizer, depropanizer, and debutanizer. A purified methane stream 
from the top of demethanizer tower requires significant recompression to a pressure 
appropriate for a pipeline. It is estimated that recovery of heavy hydrocarbons from a 
roughly 1 BSCFD gas stream containing roughly 6% of heavy hydrocarbons requires 
about 100 MW of power in the NGL plant alone, and an additional about 70 MW for 
re-compression back to pipeline pressure. 

[©004] Therefore, there exists a need in the art for the recovery of heavy 
hydrocarbons from natural gas streams by more economical and efficient processes. 

SUMMARY OF THE INVENTION 

[0005] One aspect of the present inven tion relates to a process for the separation of 
C2,- hydrocarbons from a natural gas stream, which process comprises: a) subjecting 
said natural gas stream to an adsoiption step by introducing it into the feed input end of 
an adsorbent bed selective for adsorbing said C>. hydrocarbons, which adsorbent bed 
comprises at least one adsorbent material and a feed input end and a product output 
end, and which adsorbent bed is operated at a first pressure and a first temperature 
wherein C2+ hydrocarbons are selectively adsorbed by the adsorbent bed and wherein a 
first Ci product stream which has a higher mol% ofCi hydrocarbons than said natural 
gas stream is retrieved from the product output end of said adsorbent bed; b) stopping 
the introduction of said natural gas stream; c) depressurizing said adsorption bed to a 
second pressure lower than said first pressure; d) externally heating said depressurized 
adsorbent bed to a second temperature, which second temperature is greater than said 
first temperature, thereby causing at least a fraction of the adsorbed C2+ hydrocarbons 
to desorb from the adsorbent bed; e) counter-currently flowing through said heated 
adsorbent bed a first purge gas stream at a third pressure; and f) recovering a C2, 
product stream comprising C2+ hydrocarbon components and methane. 
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[0006] In certain embodiments, the process can further comprise the steps of: g) 
externally cooling said adsorbent bed to a third temperature, which third temperature is 
lower than said second; and h) repressurizing the adsorbent bed to within 90% of said 
first pressure, 

[0007] Additionally or alternately, the first C j product stream and/or the first 
purge gas stream can be greater than 95 mol% methane. 

[0008J Further additionally or alternately, the first temperature can be from -195°C 
to 300°C, the first pressure can be from 1 bara to 600 bara, and/or the second 
temperature can be from 10°C to 300°C. 

[0009] Still further additionally or alternately, the process can further comprise a 
step wherein a second purge gas stream (e.g., preferably comprising or comprised of 
propane) is passed co-currently through the adsorption bed following depressurization 
step (c) and prior to heating step (d). Yet further additionally or alternately, a first C?. 
or Ca+ product stream having a higher mol% of C2 or C2+ hydrocarbons than said 
natural gas stream can be retrieved from the product output end of said adsorbent bed, 
and/or the retrieving of the first C > or Car product stream can be performed 
concurrently with passing the second purge gas stream through the adsorption bed. 

[0010] Additionally, the following are incorporated by reference herein in their 
entirety as being related to this application and for their relevant disclosures: U.S. 
Patent Application Nos. 61/447,806, 61/447,812, 61/447,824, 61/447,835, 61/447,848, 
61/447,869, and 61/447,877, each filed March 1, 2011, as well as the seven U.S. non-
provisional applications filed claiming priority thereto. Further, the following are 
incoiporated by reference herein in their entirety as being related to this application and 
for their relevant disclosures: U.S. Serial Nos. 61/448,117, 61/448,120, 61/448,121, 
61/448,123, and 61/448,125, each filed March 1, 2011, 61/594,824 filed February 3, 
2012, and the application entitled "Apparatus and Systems having a Rotary Valve 
Assembly and Swing Adsorption Processes Related Thereto" by Robert F. Tammera et 
ol. filed on even date herewith, as well as any PCT applications and U.S. non-
provisional applications claiming priority thereto. 
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BRIEF DESCRIPTION OF THE DRAWINGS 

[0011] FIGURE I is a schematic representation of a PTSA process according to an 
embodiment of the invention. 

|0012| FIGURE 2 is a schematic representation of another PTSA process 
according to an embodiment of the invention. 

DETAILED DESCRIPTION OF THE EMBODIMENTS 

10013] The present invention relates to a process for the separation of a mixture of 
heavy hydrocarbons (C?.+) from natural gas using cyclic pressure and temperature 
swing adsorption (PTSA). Heavy hydrocarbon removal may be desirable for dew point 
conditioning before natural gas shipping via pipeline and/or to condition natural gas 
before liquefying. Additionally or alternately, heavy hydrocarbons can be recovered 
from produced gas in enhanced oil recovery (EOR) floods employing CO2 and 
nitrogen. Further additionally or alternately, heavy hydrocarbons can be recovered 
from associated gas cycled back into an oil reservoir during some types of oil 
production. In many instances where it is desirable to recover heavy hydrocarbons, the 
gas can be at pressures in excess of 1,000 psia or, in some instances, in excess of 7,000 
psia. It can be advantageous in certain processing applications to use an adsorbent 
formulated with a microporous zeolite, e.g., having a pore size between about 5 
angstroms and about 20 angstroms. Non-limiting examples of such zeolites can 
include, but are not limited to, MFI, fkujasite, MCM-41, Beta, and combinations and 
intergrowths thereof. In certain embodiments, the Si/AI ratio of zeolites utilized for 
heavy hydrocarbon removal can be from about 20 to about 1000, preferably from about 
200 to about 1000, e.g., in order to prevent excessive fouling of the adsorbent. 

10014] High purity chromatographic-like separation and high recovery of 
hydrocarbon component streams, preferably of individual high purity hydrocarbon 
component streams, can be enabled through a combination of judicious choice of 
adsorbent material and process cycle design as disclosed herein. In preferred 
embodiments herein, highly siliceous adsorbents can be utilized in separating heavy 
hydrocarbons such as ethane, propane, butane, and larger hydrocarbons from natural 
gas streams. A benefit of the present invention can include the reduction in energy and 
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size requirements, in some cases also a reduction in the number of cryogenic separation 
towers utilized (needed) in conventional natural gas liquid (NGL) recovery plants, 

[0015J In reducing the energy requirements, the present invention can utilize novel 
PTSA processes to produce a substantially pure methane stream at relatively high 
operating pressures (e.g., above about 250 psig or at least about 500 psig) and, as such, 

to not require significant recompression for pipeline transportation and/or for further 
processing. A component can be considered "substantially pure" herein if that 
component has a purity of at least 94 mol%, preferably at least 95 mol%, e.g., at least 
96 mol%, at least 97 mol%, at least 98 moI%, at least 99 mol%, at least 99.5 mol%, at 
least 99.8 mol%, at least 99.9 mol%, at least 99.95 mol%, at least 99.98 mol%, or at 
least 99.99 mol%. A composition can, conversely, be considered "substantially free" of 
a component if that component is present in amounts less than 6 mol%, preferably less 
than 5 mol%, e.g., less than 4 mol%, less than 3 moI%, less than 2 mol%, less than 1 
moI%, less than 0.5 moI%, less than 0.2 mol%, less than 0.1 mol%, less than 0.05 
moi%, less than 0.02 mo3%, or less than 0.01 mol%. 

[0016] In one embodiment, such PTSA processes can produce a substantially pure 
methane stream at relatively high pressure and a relatively low pressure stream (e.g., 
below about 100 psig, no more than about 75 psig, or no more than about 50 psig) 
containing a mixture of heavy hydrocarbons with reduced metha ne content. This can 
significantly reduce the size and energy requirements of downstream cryogenic NGL 
recover}' units. Such PTSA processes can optionally produce several relatively low 
pressure streams, including but not limited to sales quality ethane and propane streams. 
This can greatly reduce the number of cryogenic separation units required for full 
fractionation and recovery of ail NGL components and, in some cases disclosed herein, 
can eliminate the need for cryogenic separation units to obtain high purity gas product 
streams that meet commercial and/or pipeline specifications. 

[0017] Preferred embodiments according to the present invention involve the 
separation of a mixture of components by a combination of pressure and thermal swing 
adsorption (PTSA). The regeneration of the adsorbent bed can include conditions 
enabling desorption of the preferentially adsorbed component or components, by 
increasing the temperature of the adsorption bed, e.g., by external means, while 
maintaining a sufficiently high pressure for subsequent downstream processing 
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equipment. In most cases, it can be desirable to recover relatively high purity 
component streams at elevated pressures, e.g., to reduce the costs of recompression. 
Such elevated pressures, in certain embodiments, can be in excess of 40 bara with 
stream flow rates in excess of 10s SCFD. 

[0018] The PTSA processes according to the present invention can comprise an 
adsorption step in which €21 hydrocarbons can be preferentially adsorbed from the 
natural gas stream by an adsorbent material that, at least in part, makes up an adsorbent 
bed. As a natural gas stream is a preferred feed to such PTSA processes, the less 
preferentially adsorbed components can thus preferably include or be treated natural 
gas streams that are substantially free of heavy (C2+) hydrocarbons, e.g., that are 
composed of substantially pure methane. The adsorption step can produce a process 
pressure at the outlet end of the contactor that can preferably be managed so as to be no 
more than 8 bara lower than the feed pressure (as measured at the entrance to the 
adsorbent bed, i.e., the inlet end of the contactor), e.g., no more than 4 bara lower, no 
more than 2 bara lower, or no more than 1 bara lower. Additionally or alternately, the 
adsoiption step can advantageously be performed at a first temperature from -195"C to 
300°C, preferably from 20°C to I50°C or from 30°C to 120°C. Further additionally or 

alternately, total pressures during the adsorption step can range from 1 bara. to 600 bara, 
e.g., from 2 bara to 200 bara or from 10 bara to 150 bara. During the adsorption step, 
heat of adsorption can be released and the temperature rise from heat of adsorption can 
preferably be managed. To achieve such control, the system can be designed for the 
heats of adsorption to be from 5 kJ/mol to 150 kJ/mol of molecules adsorbed. One 
method to manage the heat of adsorption can be to incorporate a thermal mass into the 
adsorption bed to mitigate the temperature rise occurring during the adsorption step. 
With sufficient thermal mass, the heat of adsoiption released during the adsorption 
process can be stored in the adsorbent bed, the thermal mass associated with the 
adsorbent bed and adsorption vessel. This sensible heat can be recovered from the bed 
by any suitable means, such as by cross exchanging with a heat transfer fluid, e.g., that 
flows externally without direct contact with the process gas mixture. The temperature 
rise from the heat of adsorption can addi tionally or alternately be managed in a variety 
of ways, such as by flowing a cooling fluid through the passages external to the 
adsorbent bed (i.e., the passages that are used to heat and cool the contactor). 
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[0019] Additionally or alternately, the passages external to the adsorbent bed can 
be filled with a fluid that is not flowing during the adsorption process. In this case, the 
heat capacity of the fluid can serve to mitigate the temperature rise in the adsorbent 
bed. Combinations of some or all of these hea t management strategies can be 
employed. Even with these heat management strategies, during this step, the final 

temperature of the bed can typically be slightly higher than the feed inlet temperature. 

Preferably, the degree of adsoiption and cooling can be managed so that the maximum 
temperature rise at any point within the contactor can be less than 40°C, e.g., less than 
20°C, less than 10°C, or less than 5°C. During adsorption, the strongest-adsorbing 

components can tend to attach most strongly to the adsorbent and can thus be least 

mobile. Such strongest-adsorbing components can thus tend to occupy regions of 
adsorbent closest to the inlet and can generally displace weakly adsorbed components 
from those regions. 

[0020] Over the period of adsoiption, the adsorbates can tend to order themselves 
from strongest to weakest, moving from inlet to outlet of the adsorption channels of the 
contactor. In preferred embodiments, the feed gas velocity can be chosen so that a 
relatively sharp concentration front moves through the contactor, i.e., such that the 
concentration gradient of adsorbate(s) extends over a relatively short distance, taking 
into consideration the absolute amplitude of the gradient. In some instances of the 
present invention, the leading adsorption front can be allowed to break through the 
output end for a duration of time sufficient to allow a predetermined amount of C'2 or 
C2+ to leave with the C • product, but it can be preferred in most instances for the 
leading adsorption front not to be allowed to break through. 

[0021] The term "break-through" is defined herein as the point where the product 
gas leaving the adsorbent bed exceeds the target specification of the contaminant 
component. At the break through point, the adsorbent bed can be considered "spent", 
such that any significant further operation through the spent adsorption bed alone will 
result in off-specification product gas. As used herein, the "breakthrough" can 
generally coincide with the "adsoiption front", i.e., at the time breakthrough is detected 
at the outlet of the adsorbent bed, the adsorption front is generally located at the end of 
the adsorption bed. 
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[0022] The adsorption step can be stopped at a predetermined point before the 
adsorption front brealcs through the product output end of the adsorbent bed. In certain 
preferred embodiments, the adsorption front can move at least 30% of the way down 
the bed, e.g., at least 50% or at least 80%, before the adsorption step is stopped. 
Additionally or alternately, the adsorption step can be conducted for a. fixed period of 
time set by the feed flow rate and adsorbent capacity. Further additionally or 
alternately, the adsorption step can be conducted for a time less than 600 seconds, 
preferably less than 120 seconds, e.g., less than 40 seconds or less than 10 seconds. 

[0023] The pressure in the adsorbent bed is then reduced, preferably in a series of 
blow-down steps in a co-current or counter-current and can be performed with or 
without a purge gas stream to the final target gas recovery pressure. The amount by 
which the bed pressure is reduced in each blow-down step can be linked to the number 
of blow-down steps. Pressure reduction preferably occurs in less than 8 steps, 
preferably in less than 4 steps, with target species being recovered in each step. In one 
preferred embodiment, the pressure is decreased by a factor of approximately three in 
each step. In some embodiments, it can be preferred for the depressurization to be 
conducted counter-currently. Heat can be ex ternally applied to the adsorben t bed to 
achieve a second temperature higher than the first temperature. By "externally heated" 
we mean that heat is not applied directly to the adsorbent bed through the flow channels 
through which the feed gas mixture had flowed and into which the C-*- hydrocarbon 
components will be desorbed. The heat can preferably be delivered to the adsorbent 
bed through a plurality of heating/cooling channels in thermal communication, but not 
in fluid communication, with the feed gas flow channels of the adsorbent. The 
adsorbent bed can be externally heated co-currently or counter-currently along its 
length with respect to the flow of the feed gas mixture, or in a com bination of co-
current and counter-current heating steps. The flow channels that will carry heating 
and cooling fluid can preferably be in physical contact with the adsorbent bed to 
enhance heat transfer. Optionally, the adsorbent bed can be sealed on one end. The 
adsorbent bed can be heated to a second temperature higher than the first temperature 
used during the adsoiption step, the second temperature preferably at least 10°C higher 
than the first temperature, e.g., at least 20°C higher, at least 40°C higher, or at least 
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90°C higher; additionally or alternately, the second temperature can be from 10°C to 
300°C, e.g., from 20°C to 200°C or from 40°C to 120°C. 

[0024] The external heating can be conducted such that a thermal wave is used to 
pass heat through the contactor, as it transitions from the adsorption step to the 
regeneration step, in transitioning from the regeneration to adsorption step, in at least 

part of the regeneration step, and/or in at least part of the adsoiption step. Similarly, it 
can be preferred to utilize a thermal wave in the cooling step. The use of a thermal 
wave in temperature swing adsorption is disclosed in detail in U.S. Patent Application 
Publication No. 2008/0314245, which is incorporated herein by reference. A thermal 
wave is a relatively shaip temperature gradient, or front, that can move linearly (i.e., 
approximately in a single direction within the contactor) during at least one step in the 
thermal swing adsorption/desorption cycle. The speed at which the thermal front (i.e., 
region with sharp temperature gradient) can move is referred to as the thermal wave 
velocity. The thermal wave velocity need not be constant, and the thermal wave 
direction need not be the same in both adsorption and regeneration steps. For example, 
the wave can move co-currently, counter-currently, or cross-flow in the adsorption 
and/or regeneration steps. It is also possible to design a process in which there is no 
significant thermal wave present in the adsoiption step while there is a significant 
thermal wave in the regeneration step. The presence of a thermal wave in at least some 
portion of the thermal swing adsorption/regeneration cycle can enable the overall 
system to achieve a goal of substantially recuperating and recovering the heat required 
to temperature-swing the adsorbent bed. This, in turn, can improve process efficiency 
and/or can enable the use of high desorption temperatures that would not normally be 
considered for TSA operation. 

[0025j In certain embodiments of the present invention the contactor is combined 
with an adsorbent into a heat exchange structure in a manner that can produce a thermal 
wave. In Thermal Wave Adsorption (TWA), adsorbent can be placed in one set of heat 
exchanger channels, while the other set of channels can be used to bring heat into 
and/or take heat out of the adsorbent device. Fluids and/or gases flowing in the 
adsorbent and heating/cooling channels do not generally contact each other. In many 
embodiments, the heat adding/removing channels can be designed and operated in a 
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matiner that results in a relatively sharp temperature wave in both the adsorbent and in 
the heating and cooling fluids during the heating and cooling steps in the cycle. 

[0026] Thermal waves in such contactors can be produced in when the heating and 
cooling fluids are flowed co-current or counter-current to the direction of the feed flow 
in the adsorption step, in many cases, it can be preferred not to have a significant flow 

of heating or cooling fluids during the adsoiption step. A more comprehensive 
description of Thermal Wave Adsorption (TWA) and other appropriate contactor 
structures can be found, e.g., in U.S. Patent Mo. 7,938,886, which is incorporated herein 
by reference. This reference shows how to design and operate a contactor to control the 
sharpness and nature of a thermal wave. A key operational parameter can include the 
fluid velocity in the contactor. Key design parameters can include the mass of the 
contactor and heat capacity and thermal conductivity of materials used to form the 
contactor and heat transfer fluid. An additional key design objective for the contactor 
can be finding one or more ways to reduce/minimize the distance over which heat has 
to be transferred, which is why relatively sharp thermal waves can be so desirable. 

[0027] During the heating step, the volume of fluid at a temperature no more than 
10°C wanner than the end of the contactor from which it is produced can, in some 
embodiments, represent at least 25% (e.g., at least 50% or at least 75%) of the volume 
of the fluid introduced into the contactor for heating. Similarly, when the present 
invention is operated to attain a thermal wave, it can be preferred that, during the 
cooling step, a cold fluid (such as pressurized water) can be flowed into the contactor 
and a hot fluid near the temperature of the contactor at the end of the recovery step can 
flow out of t he contactor. Most of the recovery step can generally occur after the 
contactor has been heated. Thus additionally or alternately, during the cooling step, the 
volume of fluid at a temperature no more than 10°C colder than the end of the contactor 
from which it is produced can represent at least 25% (e.g., at least 50% or at least 75%) 
of the volume of the fluid introduced into the con tactor for cooling. 

[0028] One way to efficiently utilize thermal waves in the apparatuses according to 
the invention can be for heat, recovery. The recovered energy can be used to reduce the 
energy requirements for heating and cooling of the contactor, for a different contactor 
of a multitude of con tactors needed for a continuous process, and/or for any other 
puipose. More specifically, energy contained in the hot stream exiting the contactor 
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during the cooling step can be utilized to reduce the energy that must be supplied 
during the heating step. Similarly, the cold stream exiting the contactor during the 
heating step can be utilized to reduce the energy that must be supplied to cool fluid to 
be supplied to the contactor during the cooling step. There are many ways to recoup 
the energy. For example, the hot thermal fluid flowing out of one contactor can be sent 
to another with trim heating in between, and/or the cold fluid flowing out of one 
contactor can be sent t.o another with trim cooling in between. The thermal fluid flow 
path between contactors can be determined by valves timed to route thermal fluid 
between contactors at appropriate points in the overall swing adsorption cycle. In 
embodiments where thermal fluid flows between contactors, it may also pass through a 
heat exchanger that adds or removes heat from the flowing thermal fluid and/or pass 
through a device, such as a compressor, pump, and/or blower, that pressurizes it so it 
can flow at the desired rate though the contactors. A heat storage medium can be 
configured so that, the energy from the thermal wave moving through one contactor can 
be stored. A non-limiting example is a tank system that separately stores hot and cold 
fluids, which can each be fed back into the contactor that produced it and/or to another 
contactor. In many embodiments, the flow of the thermal fluid through the contactor 
can be arranged to minimize the mixing of the fluid in the direction of the general flow 
of the fluid through the contactor and to minimize the effect of the thermal conductivity 
of the fluid on the sharpness of the temperature wave. 

[0029J Where energy is recovered, it can be preferred that the recovered energy be 
used to reduce the amount of sensible heat that must be supplied to heat and cool the 
contactor. The sensible heat is determined by the heat capacity and temperature rise (or 
fall) of the contactor. Tn some preferred embodiments, at least 60% (e.g., at least 80% 
or at least 95%) of the sensible heat required for heating the contactor is recouped, 
and/or at least 60% (e.g., at least 80% or at least 95%) of the sensible heat needed to 

cool the contactor is recouped. 

[0030] In embodiments of the processes herein, a purge gas can be flowed eo-
currently and/or counter-currently through the adsorbent bed simultaneously with the 
heating of the bed and/or subsequent to the heating step. If a purge is applied during 
the heating step, the purge gas can preferably be a clean gas, such as a product gas, 
flowing from the clean end (prod uct end) of the adsorbent bed to the feed end of the 
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bed. In some embodiments, a purpose of this purge with clean gas can be to keep the 
product end of the bed substantially free of C2+ hydrocarbons. Additionally or 
alternately, the purge gas can have a molar adsorption energy on the absorbent less than 
or equal to that of methane. Non--limiting examples of such clean gases can include 
nitrogen and/or methane. Further additionally or alternately, the purge gas can have a 
higher molar adsorption energy on the adsorbent than that of methane. A non-limiting 
example of such a purge gas can include a C2+ hydrocarbon stream substantially free of 
methane. The purge can preferably be introduced at a pressure higher than the pressure 
in the adsorbent bed. Additionally or alternately, the total number of moies of purge 
gas introduced can be less than 6 times the number of moles of molecules adsorbed in 
the contactor, e.g., less than 3 times or less than 1 time the number of moles adsorbed. 

[00311 In certain embodiments, a substantially pure C3 or C3; gas stream can be 
used as a co-current purge gas. In these processes (e.g., such as in Example 2), the 
purge gas can assist in the desorption of a relatively high purity C2 (or C2+) stream that 
has been adsorbed from the natural gas. As such, both a high purity Cj stream 
(obtained as the primary product stream) and a high purity C > (or C2+) stream can be 
obtained from the same adsorbent bed by controlling the cycle parameters. The C3 or 
C34. gas stream used in these steps can advantageously be obtained from at least a 
portion of the product streams obtained from the adsorption process. 

[0032] In preferred embodiments, the substantially pure C3 or C3 + gas stream can 
be comprised of propane, e.g., can have a propane purity greater than 95 rnol% or 
greater than 98 mol%. Additionally or alternately, the C2 (or C2+) product stream can 
have a higher mol% of €2 (or C?+) hydrocarbons than the natural gas stream and can be 
retrieved from the product output end of the adsorbent bed. In certain preferred 
embodiments, the C2 (or C2+) product stream can have an ethane content greater than 
95 mol%, e.g., greater than 98 mol%. 

[0033J The external heating of the adsorbent bed can result in at leas t a portion of 
the C2* hydrocarbon componen t being desorbed from the adsorben t bed that can be 
recovered with the purge gas stream and optionally sent to a fractionation step to 
recover and/or separate Ci, C?, C3, and CV streams, inter alia. 
[0034] After the target gas has been recovered, the adsorbent bed can be cooled 
and repressurized. It can generally be preferred to cool the bed before repressurization. 
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The adsorbent bed can be cooled, preferably to a temperature that is no more than 40°C 
above the temperature of feed gas mixture, e.g., no more than 20°C above or no more 
than 10°C above. Additionally or alternately, the adsorbent bed can be cooled by 
external cooling in a. co-current or counter- current manner, such that a thermal wave 
can pass through the bed. In some such embodiments, it can be preferred for the first 
part of the adsorbent bed to be cooled then repressurized. In certain of those 
embodiments, less than 90% of the length of adsoiption bed can be cooled, e.g., less 
than 50%. The adsorbent bed can additionally or alternately be purged with a clean gas 
during cooling. 

[0035] Relatively sharp thermal waves, as used herein, can be expressed in terms 
of a standard temperature differential over a distance relative to the length of the 
mass/heat transfer flow in the apparatus. With respect to the mass/heat transfer, we can 
define a maximum temperature, Tmax, and a minimum temperature, Tmi„, as well as 
convenient temperatures about 10% above Tmin (T]0) and about 10% below Tnmx (Tgo). 
Thermal waves can be said to be relatively sharp when at least the temperature 
differential of (T90-T10) occurs over at most 50% (eg., at most 40%, at most 30%, or at 
most 25%) of the length of the apparatus that participates in the mass/thermal transfer. 
Additionally or alternately, relative sharp thermal waves can be expressed in terms of a 
maximum Peclet number, Pe, defined to compare axial velocity of the heating/cooling 
fluid to diffusive thermal transport roughly perpendicular to the direction of fluid flow. 
Pe can be defined as (U*L) / a, where U represents the velocity of the heating/cooling 
fluid (in m/s), L represents a characteristic distance over which heat is transported (to 
warm/coo! the adsorbent) in a direction roughly perpendicular to the fluid flow, and a 
represents the effective thermal diffusivity of the contactor (in nr/s) over the distance 
L. In addition or alternately to the thermal differential over length, thermal waves can 
be said to be relatively sharp when Pe is less than 10, for example less than 1 or less 
than 0.1. To minimize time for heating/cooling of the contactor with little or no 
damage to the flow channel, it can be preferred for U to be in a range from about 0.01 
m/s to about 100 m/s, e.g., from about 0.1 m/s to about 50 m/s or from about 1 m/s to 
about 40 m/s. Additionally or alternately, to minimize size and energy requirements, it 
can be preferred for L to be less than 0.1 meter, e.g., less than 0.01 meter or less than 
0.001 meter. 
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[0036] The adsorbent bed can then be repressurized, dining and/or after the 
cooling step, e.g., using clean product gas or counter-currently with blow-down gas 
from another bed after a first stage of repressurization. The final pressure of the 
repressurization step can prefera bly be substantially equal to the pressure of the 
incoming feed gas mixture. 

[0037] The cycle time for PTSA processes according to the present invention can 
advantageously be less than 10 minutes, preferably no more than 2 minutes. Such 
processes can be used to obtain very high product recoveries advantageously in excess 
of 90 vol%, e.g., of at least 95 vol% or of at least 98 vol%. 

[0038] In some embodiments, the adsorbent bed can preferably be in the form of 
open flow channels, e.g., parallel channel connectors, in which the majority of the open 
pore volume is attributable to microporous pore diameters, e.g., in which less than 40%, 
more preferably less than 20%, for example less than 15% or less than 10%, of its open 
pore volume can originate from pore diameters greater than 20 angstroms (and less than 
about 1 micron; i.e., from mesoporous and macroporous pore diameters). A flow 
channel is described herein as that portion of the contactor in which gas flows if a 
steady state pressure difference is applied between the point/place at which a feed 
stream enters the contactor and the point/place a product stream leaves the contactor. 
By "open pore volume" herein, it is meant all of the open pore space not occupied in 
the volume encompassed by the adsorbent material. The open pore volume includes all 
open spaces in the volume encompassed by the adsorbent material, including but not 
limited to all volumes within the adsorbent materials themselves, including the pore 
volume of the structured or amorphous materials, as well as any interstitial open 
volumes wi thin the structure of the portion of the bed containing the adsorben t material. 
Open pore volume, as used herein, does not include spaces not accompanied by the 
adsorbent material such as open volumes in the vessel for entry, exit, or distribution of 
gases (such as nozzles or distributor areas), open flow channels, and/or volumes 
occupied by filler materials and/or solid heat adsoiption materials. "Parallel channel 
contactors" are defined herein as a subset of adsorbent, contactors comprising structured 
(engineered) adsorbents in which substantially parallel flow channels are incorporated 
into the adsorbent structure (typically the adsorbents can be incorporated onto/into the 
walls of such flow channels). Non-limiting examples of geometric shapes of parallel 
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channel contactors can include various shaped monoliths having a plurality of 
substantially parallel channels extending from one end of the monolith to the other; a 
plurality of tubular members, stacked layers of adsorbent sheets with and without 
spacers between each sheet; multi-layered spiral rolls; spiral wound adsorbent sheets; 
bundles of hollow fibers; as well as bundles of substantially parallel solid fibers; and 
combinations thereof. Parallel flow channels are described in detail, e.g., in IJ.S. Patent 
Application Publication Nos. 2008/0282892 and 2008/0282886, both of which are 
incorporated herein by reference. These flow channels can be formed by a variety of 
ways, and, in addition to the adsorbent material, the adsorbent contactor structure may-
contain items such as, but not limited to, support materials, heat sink materials, void 
reduction components, and heating/cooling passages. 

[0039] Examples of adsorbent materials that can be used include, but are not 
limited to, high surface area (greater than about 10 m2/g, preferably greater than about 
75 m:7g) alumina, microporous zeolites (preferably with particle sizes less than about 1 
mm), other microporous materials, mesoporous materials, ordered mesoporous 
materials, and the like, and combinations thereof. Non-limiting examples of these 
materials can include carbon, cationic zeolites, high silica zeolites, highly siliceous 
ordered mesoporous materials, sol-gel materials, ALPO materials (microporous and/or 
mesoporous materials containing predominantly aluminum, phosphorous, and oxygen ), 
SAPO materials (microporous and/or mesoporous materials containing predominantly 
silicon, aluminum, phosphorous, and oxygen), MOF materials (microporous and/or 
mesoporous materials comprised of a metal organic framework), ZIF materials 
(microporous and/or mesoporous materials comprised of zeolitic imidazolate 
frameworks), microporous and/or mesoporous sorbent functionalized with functional 
groups (e.g., including primary, secondary, and tertiary amines, other non-protogenie 
basic groups such as amidines, guanidines, biguanides, and the like, as well as 
combinations thereof), and combinations and intergrowths thereof. For the adsorption 
and removal of acidic gases such as hydrogen sulfide and carbon dioxide typically 
found in natural gas streams, adsorbents such as cationic zeolites, amine-fimctionalized 
mesoporous materials, stannosilicates, and carbon may advantageously be utilized. 

[0040] Particularly preferred adsorbent materials utilized for separating natural gas 
feed streams into high purity methane product streams, and optionally high purity 
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ethane and/or propane streams, can include zeolites selected from framework structures 
of PER, MFI, BE A, DON, and combinations and intergrowths thereof. Additionally or 
alternately, the Si/Al ratio of the zeolite adsorbent can be from 2 to about 1000, 
alternately greater than about 250, greater than about 500, or greater than about 1000. 

[0041] In some preferred embodiments, the swing adsorption process can be 
rapidly cycled, in which case the processes according to the present invention can be 
referred to as rapid cycle thermal swing adsorption (RCTSA), rapid cycle pressure 
swing adsoiption (RCPSA), and rapid cycle partial pressure swing or displacement 
purge adsorption (RCPPSA). For RCPSA, the total cycle times can typically be less 
than 90 seconds, preferably less than 60 seconds, e.g., less than 30 seconds, less than 15 
seconds, or less than 10 seconds. In contrast, conventional PSA cycle times are 
typically in excess of 2 to 4 minutes. For RCTSA, the total cycle times can typically be 
less than 600 seconds, preferably less than 200 seconds, e.g., less than 100 seconds or 
less than 60 seconds. 

[0042j Adsoiptive kinetic separation processes, apparatuses, and systems, as 
described above, are useful for development and production of hydrocarbons, such as 
gas and oil processing. Particularly, the provided processes, apparatuses, and systems 
can be useful for the rapid, large scale, efficient separation of a variety of target gases 
from gas mixtures. 

[0043] The provided processes, apparatuses, and systems may be used to prepare 
natural gas products by removing contaminants and heavy (C2O hydrocarbons. The 
provided processes, apparatuses, and systems can be useful for preparing gaseous feed 
streams for use in utilities, including separation applications such as dew point control, 

sweetening/detoxification, corrosion protection/control, dehydration, heating value, 

conditioning, and purification. Examples of utilities that utilize one or more separation 
applications can include generation of fuel gas, seal gas, non-potable water, blanket 
gas, instrument and control gas, refrigerant, inert gas, and hydrocarbon recovery. 
Exemplary "not to exceed" product (or "target") acid gas removal specifications can 
include: (a) 2 vol% CO2, 4 ppm H2S; (b) 50 ppm CO2, 4 ppm H.2S; or (c) 1.5 vol% 
CO?., 2 ppm H2S. 

[0044] The provided processes, apparatuses, and systems may be used to remove 
acid gas from hydrocarbon streams. Acid gas removal technology becomes 
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increasingly important as remaining gas reserves exhibit higher concentrations of acid 
(sour) gas resources. Hydrocarbon feed streams can vary widely in amount of acid gas, 
such as from several parts per million to 90 voJ%. Non-limiting examples of acid gas 
concentrations from exemplary gas reserves can include concentrations of at least: (a) 
1 vol% H2S, 5 voi% CO?; (b) 1 vol% H2S, 15 vol% CO?:, (c) 1 vol% H2S, 60 vol% 
C02; (d) 15 vol% H2S, 15 vol% C02; or (e) 15 voI% H2S, 30 vol% C02. 

[0045| One or more of the following may be utilized with the processes, 
apparatuses, and systems provided herein, to prepare a desirable product stream, while 
maintaining relatively high hydrocarbon recovery: 

(a) using one or more kinetic swing adsoiption processes, such as pressure 
swing adsorption (PSA), thermal swing adsorption (ISA), and partial pressure swing or 
displacement purge adsorption (PPSA), including combinations of these processes; 
each swing adsorption process may be utilized with rapid cycles, such as using one or 
more rapid cycle pressure swing adsoiption (RC-PDS) units, with one or more rapid 
cycle temperature swing adsorption (RC-TSA) units or with one or more rapid cycle 
partial pressure swing adsoiption (RC-PPSA) units; exemplary kinetic swing 
adsorption processes are described in U.S. Patent Application Publication Nos. 
2008/0282892, 2008/0282887,2008/0282886, 2008/0282885, and 2008/0282884, 
which are each herein incorporated by reference in its entirety; 

(b) removing acid gas with RC-TSA using advanced cycles and purges as 
described in U.S. Provisional Application No. 61/447,858, filed March 1, 2011, as well 
as the U.S. Patent Application bearing docket number 2011EM060-US2, claiming 
priority thereto, which are together incorporated by reference herein in their entirety; 

(c) using a mesopore filler to reduce the amount of trapped methane in the 
adsorbent and increase the overall hydrocarbon recovery, as described in U.S. Patent 
Application Publication Nos. 2008/0282892, 2008/0282885, and 2008/028286, each of 
which is herein incoiporated by reference in its entirety; 

(d) choosing an appropriate adsorbent materials to provide high selectivity 
and reduce/minimize adsorption (and losses) of methane and other hydrocarbons, such 
as one or more of the zeolites described in U.S. Patent Application Publication Nos. 
2008/0282887 and 2009/0211441, each of which is herein incorporated by reference in 
its entirety; 
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(e) depressurizing one or more RC-TSA units in multiple steps to 
intermediate pressures so that the acid gas exhaust can be captured at a higher average 
pressure, thereby decreasing the compression required for acid gas injection; pressure 
levels for the intermediate depressurization steps may be matched to the interstage 
pressures of the acid gas compressor to optimize the overall compression system; 

(f) using exhaust or recycle streams to minimize processing and 
hydrocarbon losses, such as using exhaust streams from one or more RC-TSA units as 
faei gas instead of re-injecting or venting; 

(g) using multiple adsorbent materials in a single bed to remove trace 
amounts of first contaminants, such as H2S, before removal of a second contaminant, 
such as C02; such segmented beds may provide rigorous acid gas removal down to 
ppm levels with RC-TSA units with minimal purge flow rates; 

(h) using feed compression before one or more RC-TSA units to achieve a 
desired product purity; 

(j) contemporaneous removal of non-acid gas contaminants such as 
tnercaptans, COS, and BTEX; selection processes and materials to accomplish the 
same; 

(k) using structured adsorbents for gas-solid contactors to minimize pressure 
drop compared to conventional packed beds; 

(1) selecting a cycle time and cycle steps based on adsorbent material 
kinetics: and 

(m) using a process and apparatus that uses, among other equipment, two 
RC-TSA units in series, wherein the first RC-TSA unit cleans a feed stream down to a 
desired product purity and the second RC-TSA unit cleans the exhaust from the first 
unit to capture methane and maintain high hydrocarbon recovery; use of this series 
design may reduce the need for a mesopore tiller. 

[O046| The processes, apparatuses, and systems provided herein can be useful in 
large gas treating facilities, such as facilities that process more than five million 
standard cubic feet per day (MSCFD) of natural gas, for example more than 15 
MSCFD, more than 25 MSCFD, more than 50 MSCFD, more than 100 MSCFD, more 
than 500 MSCFD, more than one billion standard cubic feet per day (BSCFD), or more 
than two BSCFD. 
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[0047] Compared (o conventional technology, the provided processes, apparatuses, 
and systems can require lower capital investment, lower operating cost, and/or less 
physical space, thereby enabling implementation offshore and in remote locations, such 
as arctic environments. The provided processes, apparatuses, and systems can provide 
the foregoing benefits, while providing high hydrocarbon recovery as compared to 
conventional technology. 

|O048] Additionally or alternately, the invention can comprise one or more of the 

following embodiments. 
{0049] Embodiment 1. A process for the separation of hydrocarbons from a 
natural gas stream, which process comprises: a) subjecting said natural gas stream to 
an adsoiption step by introducing it into the feed input end of an adsorbent bed 
selective for adsorbing said C2+ hydrocarbons, which adsorbent bed comprises at least 
one adsorbent material and a feed input end and a product output end, and which 
adsorbent bed is operated at a first pressure and a first temperature wherein C? = 
hydrocarbons are selectively adsorbed by the adsorbent bed and wherein a first C. 
product stream having a higher mol% of C1 hydrocarbons than said natural gas stream 
is retrieved from the product output end of said adsorbent bed; b) stopping the 
introduction of said natural gas stream; c) depressurizing said adsorption bed to a 
second pressure lower than said first pressure; d) externally heating said depressurized 
adsorbent bed to a second temperature greater than said first temperature, thereby 
causing at least a fraction of the adsorbed C2+ hydrocarbons to desorb from the 
adsorbent bed: e) counter-currently flowing through said heated adsorbent bed a first 
purge gas stream at a third pressure; f) recovering a C2+- product stream comprising C?+ 
hydrocarbon components and methane; optionally g) externally cooling said adsorbent 
bed to a third temperature lower than said second temperature; and optionally h) 
repressurizing the adsorbent bed to within 90% of said first pressure. 

[0050] Embodiment 2. The process of embodiment 1, wherein one or more of the 
following are satisfied: the first Ci product stream is greater than 95 mol% methane, 
e.g., greater than 98 mo 1% methane; the first purge gas stream is selected from the 
group consisting of nitrogen and methane; the first purge gas stream is greater than 95 
moI% methane: the first temperature is from -I95°C to 300"C, e.g., from 20°C to 
150°C; the first pressure is from 1 bara to 600 bara, e.g., from 2 to 200 bara; the second 
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temperature is from 10°C to 300°C, e.g., from 20°C to 200°C; the third temperature is 
from -I95°C to 300°C; and the first pressure is at least 500 psig. 

[0051] Embodiment, 3. The process of embodiment 1 or embodiment. 2, wherein a 
second purge gas stream (e.g., comprising propane, such as greater than 95 mol% or 
greater than 98 mol%) is passed co -currently through the adsorption bed following 
depress urizati on step (c) and prior to heating step (d). 

[0052] Embodiment 4. The process of embodiment 3, further comprising 
retrieving from the product output end of said adsorbent bed (e.g., concurrently with 
passing the second purge gas stream through the adsorption bed) a first C?+ product 
stream having a higher mol% of C21 hydrocarbons than said natural gas stream, e.g., 
comprising greater than 95 mol% ethane or greater than 98 mol% ethane. 

[0053] Embodiment 5. The process of any one of the previous embodiments, 
wherein the adsorbent bed has open flow channels throughout its entire length through 
which the natural gas stream Hows, e.g., is a parallel channel contactor. 

[0054] Embodiment 6. The process of any one of the previous embodiments, 
wherein the reduction in pressure of step c) takes place in two or more steps, and 
wherein each step reduces the pressure of the adsorbent bed to a lo wer pressure than the 
next previous step. 

{0055] Embodiment 7. The process of any one of the previous embodiments, 
wherein the external heating of step d) takes place co-current to the direction of the 
flow through the adsorbent bed; the ex ternal heating of step d) takes place counter-
current to the direction of the flow through the adsorbent bed. 

[0056] Embodiment 8. The process of any one of the previous embodiments, 
wherein the heating of step d) is performed under conditions sufficient to cause a 
thermal wave to travel along the adsorbent bed, e.g., co-current to the direction the gas 
mixture flow through the adsorbent bed. 

[0057] Embodiment 9. The process of embodiment 8, wherein a T<J0 and a T10 can 
be defined with respect to the second temperature and the first temperature such that a 
temperature differential of (T90-T ;o) occurs over at most 50% of the length of the 
adsorbent, bed. 

[0058] Embodiment 10. The process of embodiment 8, wherein the thermal wave 
exhibits a maximum Peclet number, Pe, less than 10, wherein Pe (U*L) / a, where U 
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represents a heat exchange fluid velocity, L represents a characteristic distance over 
which heat is transported in a direction roughly perpendicular to fluid flow, and a 
represents an effective thermal diffusivity of the contactor over the distance L, and 
wherein U is from about 0.01 m/s to about 100 nv's, and L is less than 0.1 meter. 

[00591 Embodiment 11. The process of any one of the previous embodiments, 
wherein less than about 40% of the open pores of the adsorbent bed have diameters 
greater than about 20 angstroms and less than about 1 micron. 

[0060] Embodiment 12. The process of any one of the previous embodiments, 
wherein the adsorbent bed is comprised of a zeolite adsorbent material comprising a 
framework structure selected from PER, MFI, BEA, DON, and combinations thereof 
e.g., exhibiting an Si/Al ratio of least about 500. 

[0061] Embodiment 13. The process of any one of the previous embodiments, 
wherein the adsorbent bed is comprised of a microporous adsorbent material selected 
from zeolites, AlPOs, SAFOs, MOFs, ZIFs, carbon, and combinations thereof. 

[0062] Embodiment 14. The process of any one of the previous embodiments, 
wherein the adsorbent bed is comprised of an adsorbent material selected from cationic 
zeolites, amine-ftmctionalized mesoporous materials, stannosilicates, carbon, and 
combinations thereof. 

[0063] The present invention can be understood in combination with the following 
Examples, which flow schemes are illustrated in Figures 1 and 2 hereof. The following 
Examples should not be taken as unduly limiting the scope of the present invention, as 
reflected in the claims that follow. 

EXAMPLES 
Example 1 

[0064] In this Example, a PTSA process of the present invention was simulated 
based on the following process steps: 

a) Adsorption of heavy HC and production of purified Ci at high pressure. 
b) Co-current blowdown to about .1 bar. 
c) Heating the bed with the product end closed and the feed end open. 
d) Countercurrent C \ purge at about 3 bar. 
e) Cooling the bed with the feed end closed and the product end open. 
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f) Repressurizing the bed using a combination of feed and internal streams. 

The individual cycle times utilized for this adsorption process simulation were as 
follows: 

a) Adsorption for -8.5 seconds. 
b) Co-current blowdown for ~4 seconds. 
c) Heating the bed for -10 seconds. 
d) Countercurrent C j purge for ~2 seconds. 
e) Cooling the bed for -10 seconds, 
f) Repressurizing the bed for ~3 seconds. 

[0065] Figure 1 hereof is a schematic representation of the above PTSA process 
steps. A stream of natural gas being conducted via line 10 to a swing adsoiption 
process unit of the present invention A was modeled to flow into the feed input end of 
an adsorbent bed within the process unit. The feed gas was modeled to flow through 
the adsorbent bed by way of an adsorption front from the feed inlet to the product outlet 
end of the adsorbent bed. The swing adsoiption process unit described herein was a 
combination pressure/temperature swing adsorption (PTSA) process unit modeled to be 
operated at high pressure during the adsoiption step, so that adsorbed gas components 
could be desorbed, and so that the adsorbent bed could be regenerated at elevated 
temperatures. As previously men tioned, the adsorbent material used of the adsorbent 
bed(s) was modeled to be preferential for the adsorption of Cr, hydrocarbons relative to 
methane. Adsorption was modeled at a first pressure between 2 bara and 2.00 bara and 
at a first temperature between 20°C and 150°C. During the adsoiption step, a methane 
rich product stream, depleted in C2+ hydrocarbons, was modeled to exit the product 
outlet end of the adsorbent bed and to be passed via line 12 to compressor PI for 
compression to pipeline pressure, exiting via line 14. 

[0066] The adsoiption step was stopped and the adsorbent bed then depressurized, 
in this case by a series of equalization blow-down steps co-current to the flow of feed 
gas to a second pressure less than the pressure of the adsoiption step. This second 
pressure was in the range of about 1 bara to about 2 bara. The blow-down effluent, in 
this case substantially pure methane, exited the vessel via line 16 and was pressurized 
by conducting a portion to compressor P2 for use in later stages as a purge gas via line 
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17 where it was sent counter-currently through the adsorbent bed during and/or after 
the heating/desorption step. A portion of the blow-do wn effluent could optionally be 

sent via line 18 (preferably through a compressor P3) for repressurizing the adsorbent 
bed, if desired. 

[0067J After the blowdown step, the adsorbent bed was externally heated, with the 
product end of the bed sealed and the inlet end left open, and maintained at a pressure 
of about i bar to achieve desorption of at least a portion of adsorbed C2+ hydrocarbons 
from the adsorbent, which were removed from the bed preferably with a countereurrent 
flow of purge gas provided by product gas via line 18. The desorbed C >. hydrocarbon 
stream was passed via line 20 from the feed end of the adsorbent bed and to a recovery 
process unit R where it was separated, in this case by fractionation, specifically 
cryogenic distillation to achieve individual, high purity streams of C?., C3, and €4+. 
Any trace Ci product could optionally be recovered in the recovery process unit R and 
passed via line 22 to compressor P4 (if required) and further to compressor PI to be 
compressed, optionally with the methane rich product stream 12 obtained directly from 
the adsorption unit to pipeline pressures and sent to a pipeline. The C2, C3, and C4+ 

streams, indicated as €2, C3,and C4+, could additionally or alternately be collected as 
product streams via the recovery process unit R for transfer, sale, and/or further 
processing. 

[00681 After the desorption of the adsorbed components, the adsorbent bed was 
cooled prior to putting the bed back into the adsorption cycle. The adsorbent bed could 
optionally be purged with a clea.11 gas during this cooling step. 

[0069] The adsorption bed was then repressurized after the cooling step, in this 
case with blow-down gas from the equalization step of another bed. The adsorption 
vessel was then repressurized to the final pressure by use of feed gas (co-current) 
though clean product gas (counter-current) could alternately be used. The final 
pressure of the repressurization step was substantially equa l to the pressure of incoming 
feed gas. 
[0070] Table 1 below shows the stream flow rates and compositions obtained from 
a detailed dynamic process simulation of the process herein as outlined in Figure 1 
which simulation was built using a custom suite of models developed using the 
gPROMS® software product. gPROMS® is an advanced process modeling 
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environment, commercially available from Process Systems Enterprises Limited^ 
(PSE) having an office in Cedar Knolls, New Jersey, USA, and is well known to 

process engineers in the petroleum and chemical industries. The blow-down effluent 
was substantially pure C; which was more than sufficient for the Cj purge step and a 
portion of the bed repressurization step. The C?. i heavy hydrocarbon product stream 
was the combined effluent from the heating step and the Ci purge step and constituted 
the feed to the gas recovery plant R. Initial bed repressurization with pure C f product 
was counter-current in this case, in order to keep the product end of the bed clean. 
Final repressurization was co-current to the feed. The flow-rates were modeled based 
on a total feed rate of 1 BSCFD. 

[0071] Some advantages of this cycle were observed to incl ude the production of a 
high pressure, high purity C j product stream, and reduction, but not complete 
elimination, of a gas reco very plant. 

Table I. Stream compositions for PTSA process with methane (Ci) purge 

Stream iVSoie Fractions Fiowrate Pressure 
C1 C2 C3 C4 

(MSCFD) (bara) 

Feed 0.93 0.04 0.01 0.01 877 66 
C1 Purge 1.00 0.00 0.00 0.00 59 3 
Repressurization 1.00 0.00 0.00 0.00 123 66 

C1 Product 1.00 0.00 0.00 0.00 856 64 
Slowdown 1.00 0.00 0.00 0.00 123 1 
HHC Product - Totai 0.30 0.42 0.14 0,14 81 1 

- Heat 0.31 0.40 0.15 0.15 74 1 
- Purge 0.30 0.70 0.00 0.00 7 1 

Example 2 

[0072] In this Example, a PTSA process of the present invention was simulated 
based on the following process steps: 

a) Adsorption of heavy HC and production of purified Ci at high pressure. 
b) Co-current blowdown to about 9 bar. 
c) Co-current purge with substantially pure C3. 
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d) Countercurrent blowdown to about 1 bar. 
e) Heating the bed with the product end closed and the feed end open. 
f) Countercurrent purge at about 3 bar with substantially pure methane. 
g) Cooling the bed with the feed end closed and the product end open. 
h) Repressurizing the bed using a combination of feed and internal streams. 

The individual cycle times utilized for this adsoiption process simulation were as 
follows: 

a) Adsorption for -6 seconds. 
b) Co-current blowdown for-3 seconds. 
c) Co-current purge with C?. for ~8 seconds. 
d) Countercurrent blowdown for~7 seconds. 
e) Heating the bed for ~7 seconds. 
f) Countercurrent purge with C j for -5 seconds. 
g) Cooling the bed for ~3 seconds. 
h) Repressurizing the bed for ~10 seconds. 

[0073| Figure 2 hereof is a simplified flow scheme of another preferred 
embodiment of the present invention illustrated by the above PTSA process steps. The 
process scheme of Figure 2 hereof is a more complex arrangement with additional steps 
as compared to Example 1 and corresponding Figure 1, but, in addition to a high purity 
Ci product stream, also was modeled to result in individual, high purity Ci, C3 and C+i 
product streams without the need to send a mixture of these hydrocarbons to a gas 
recovery plant. This can represent a. substantial savings over the need for cryogenic 
distillation towers to produce these individual streams. 

|0074J As shown in Figure 2 hereof, a natural gas feed stream conducted via line 
110 to a swing adsorption process unit A was modeled to flow into the feed input end 
of an adsorbent bed within the process unit. The feed gas was modeled to flow through 
the adsorbent bed by way of an adsorption front from the feed inlet to the product outlet 
end of the adsorbent bed. The swing adsorption process unit was a combination 
pressure/temperature swing adsorption (PTSA) process unit modeled to be operated at 
high pressure during the adsorption step, so that adsorbed gas components could be 
desorbed, and so that the adsorbent, bed could be regenerated at elevated temperatures. 
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As previously mentioned, the adsorbent material used of the adsorbent bed(s) was 
modeled to be preferential for the adsorption of C21 hydrocarbons relative to methane. 
Adsorption was modeled at a first pressure between 2 bara and 200 bara and at a first 
temperature between 20°C and 150°C. During the adsoiption step, a methane rich 
product stream, depleted in C2+ hydrocarbons, was modeled to exit the product outlet 
end of the adsorbent bed and to be passed via line 112 to compressor PI 00 for 
compression to pipeline pressure, exiting as a high purity Ci product stream CI. A 
portion of the methane rich product stream can optionally be conducted via line 113 to 
be used as a purge gas and repressurization. 

|0075] The adsoiption step was stopped and the adsorbent bed then depressurized, 
in this case by a series of two equalization blow-down steps co-current to the flow of 
feed gas. The first blow-down was modeled to reduce the pressure of the adsorbent bed 
to about 9 bara. The effluent from this first blow-down, which comprised substantially 
pure methane at relatively low pressure, was sent via line 116 to compressor P2O0 and 
then via lines 118 for use primarily as feed for the counter-current Ci purge step via 
line 119 and the repressurization step. The first blow-down was followed by a co-
current purge with substantially pure propane via line 122. The effluent from the 

propane purge, which included desorbed CV hydrocarbons from the heating/desoiption 
step, was passed via line 124 to first switching valve SV1, which was switched on and 
off at discrete times during the cycle, enabled by relatively sharp concentration fronts 
of different gaseous components traveling through the adsorption bed. Substantially 
pure Cj exited the bed first, followed by a mixture of C-, and C2 (C1/C2 slop), followed 
by substantially pure C2, followed by a mixture of C?. and (>, (C2/C3 slop), followed by 
a mixture of Ci . In general, the sharper the concentration front, the smaller the slop 
streams. The first slop stream (C1 /C ?) was passed via line 126, combined with the C1 
stream via line 128, and recompressed by compressor P300, where it was passed via 
line 1.30 for use in repressurization. The C2 stream was collected via line 132 and 
compressed via compressor P400, e.g., for sale as a high purity C2 stream C2. The 
C2/C3 slop stream via line 134 and the C3 stream via line 136 were compressed via 
compressor P5G9 and used for the C3 purge via line 122. 

[0076] The co-current C3 purge step was followed by a second blow-down step to 
bring the pressure of the adsorbent bed down to about 1 bar. The effluent from this 
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second blow-down step (d) was combined with the effluent from the heating step (e) in 
line 142 and sent via switching valve SY2 for optional further separation using a 
depropanizer tower DPT. A portion of the Cj recovered in the depropanizer tower 
DPT was used for the C .? purge step (c) via line 140, and at least a portion of the 
remainder can optionally represent a C? sales stream C3 via line 145. The C4+ 
hydroearbon products from the depropanizer tower DPT can further optionally be sent 
for transfer, sales, and/or additional processing C4+. The effluent via line 138 from the 
C t purge step (f) was compressed via compressor P600 and recycled back the 
adsorbent bed via line 120 as a portion of the gas required for repressurization step (h ). 
Initial bed repressurization with Ci product was counter-current, in order to keep the 
product end of the bed clean. Final repressurization was co-current with feed. The 
flow rates were modeled based on total feed rate of 1 BSCFD. Some advantages of this 
cycle were observed to include the production of a high pressure Cj stream and the 
elimination for the need of a gas liquid recovery plant. The only tower required in this 
process scheme was a single depropanizer. 

I®077] As with the process of Example 1 above, the adsorbent bed was externally 
heated, with the product end of the bed sealed and the inlet end left open. The 

adsorbent bed was then counter-currently purged at about 3 bar with substantially pure 
methane, then cooled with the feed end closed and the product end open. The 
adsorption vessel was then repressurized after the cooling step, with blow-down gas 
from the equalization step of another bed. The adsoiption vessel was then 
repressurized to the final pressure using a combination of feed gas and internal streams. 
[0078J Table 2 below shows the stream flow-rates and compositions obtained from 
a detailed dynamic process simulation of the process, as outlined in Figure 2, which 
simulation was built using a custom suite of models developed using the gPR.OMS® 
software product. 
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Table 2. Stream compositions for multiple component 
product stream PTSA process with propane (C3) purge 

Stream Fractions Flows-ate Pressure 
C1 C2 C3 C4 

(MSCFD) (bara) 

Feed 0.93 0.04 0.01 0.01 778 66 
C3 Purge Q.QQ 0.00 1.00 0.00 134 10 
C1 Purge 1.00 0.00 0.00 0.00 43 2 
Repressurization 1.00 0.00 0.00 0.00 222 66 

C1 Product 1.00 0.00 0.00 0.00 757 64 
First Blowdown 1.00 0.00 0.00 0.00 145 9 
HHC Product - Totai 0.54 0.27 0.19 0.00 121 9 

- C1 cut 1.00 0.00 0.00 0.00 64 9 
- G1/C2 slop 0.63 0.37 0.00 0.00 3 9 
- C2 cut Q.01 0.99 0.00 0.00 25 9 
- C2/C3 siop 0.00 0.30 0.70 0.00 21 9 
- €3+ cut 0.00 0.00 1.00 0.00 9 9 

Second Slowdown - Totai 0.15 0.00 0.79 0.06 153 1 
-8D 0.00 0.00 1.00 0.00 15 1 
- Heat Q.00 0.00 0.91 0.09 103 1 
- Purge 0.66 0.00 0.34 0.01 35 1 
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CLAIMS: 

1. A process for the separation of C2+ hydrocarbons from a natural gas stream, 

which process comprises: 
a) subjecting said natural gas stream to an adsorption step by introducing it into 

the feed input end of an adsorbent bed selective for adsorbing said C2+ hydrocarbons, 
which adsorbent bed comprises at least one adsorbent material and a feed input end and a 

product output end, and which adsorbent bed is operated at a first pressure and a first 

temperature wherein C2+ hydrocarbons are selectively adsorbed by the adsorbent bed and 

wherein a first Ci product stream having a higher mol% of Cj hydrocarbons than said 
natural gas stream is retrieved from the product output end of said adsorbent bed; 

b) stopping the introduction of said natural gas stream; 
c) depressurizing said adsorption bed to a second pressure lower than said first 

pressure; 
d) externally heating said depressurized adsorbent bed to a second temperature 

greater than said first temperature, thereby causing at least a fraction of the adsorbed C2+ 

hydrocarbons to desorb from the adsorbent bed; 

e) counter-currently flowing through said heated adsorbent bed a first purge gas 

stream at a third pressure; and 
f) recovering a C2+ product stream comprising C2+ hydrocarbon components and 

methane; 
wherein a second purge gas stream is passed co-currently through the adsorption 

bed following depressurization step (c) and prior to heating step (d). 

2. The process of claim 1, further comprising: 

g) externally cooling said adsorbent bed to a third temperature lower than said 

second temperature; and 
h) repressurizing the adsorbent bed to within 90% of said first pressure. 

3. The process of claim 1, wherein the first Ci product stream is greater than 95 

mol% methane. 

4. The process of claim 3, wherein the first Ci product stream is greater than 98 
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5. The process of claim 1, wherein the first purge gas stream is greater than 95 

mol% methane. 

6. The process of claim 1, wherein the first temperature is from -195°C to 300°C 

and the first pressure is from 1 bara to 600 bara. 

7. The process of claim 6, wherein the first temperature is from 20°C to 150°C 

and the first pressure is from 2 to 200 bara. 

8. The process of claim 1, wherein the second temperature is from 10°C to 300°C. 

9. The process of claim 8, wherein the second temperature is from 20°C to 200°C. 

10. The process of claim 1, wherein the third temperature is from -195°C to 
300°C. 

11. The process of claim 1, wherein the first purge gas stream is selected from 

the group consisting of nitrogen and methane. 

12. The process of claim 1, wherein the second purge gas stream comprises 
propane. 

13. The process of claim 12, wherein the second purge gas stream comprises 

greater than 95 mol% propane. 

14. The process of claim 13, wherein the second purge gas stream comprises 

greater than 98 mol% propane. 

15. The process of claim 12, further comprising retrieving from the product 

output end of said adsorbent bed a first C2+ product stream having a higher mol% of C2+ 

hydrocarbons than said natural gas stream. 
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16. The process of claim 15, wherein the retrieving of the first C2+ product stream 

is performed concurrently with passing the second purge gas stream through the 

adsorption bed. 

17. The process of claim 16, wherein the first C2+ product stream comprises 

greater than 95 mol% ethane. 

18. The process of claim 17, wherein the first C2+ product stream comprises 

greater than 98 mol% ethane. 

19. The process of claim 1, wherein the adsorbent bed is comprised of a zeolite 

adsorbent material comprising a framework structure selected from FER, MFI, BEA, 

DON, and combinations thereof. 

20. The process of claim 19, wherein the zeolite exhibits an Si/Al ratio of at least 

about 500. 

21. The process of claim 15, wherein the adsorbent bed is comprised of zeolite 

adsorbent material comprising a framework structure selected from FER, MFI, BEA, 

DON, and combinations thereof. 

22. The process of claim 21, wherein the zeolite exhibits an Si/Al ratio of at least 

about 500. 

23. The process of claim 1, wherein the adsorbent bed has open flow channels 

throughout its entire length through which the natural gas stream flows. 

24. The process of claim 23, wherein the adsorbent bed is a parallel channel 

contactor. 

25. The process of claim 1, wherein the reduction in pressure of step c) takes 

place in two or more steps, and wherein each step reduces the pressure of the adsorbent 

bed to a lower pressure than the next previous step. 
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26. The process of claim 1, wherein the external heating of step d) takes place co-

current to the direction of the flow through the adsorbent bed. 

27. The process of claim 1, wherein the external heating of step d) takes place 

counter-current to the direction of the flow through the adsorbent bed. 

28. The process of claim 1, wherein the heating of step d) is performed under 

conditions sufficient to cause a thermal wave to travel along the adsorbent bed. 

29. The process of claim 28, wherein the thermal wave travels co-current to the 

direction the gas mixture flow through the adsorbent bed. 

30. The process of claim 28, wherein a T90 and a T]0 can be defined with respect 

to the second temperature and the first temperature such that a temperature differential of 

(T90-T10) occurs over at most 50% of the length of the adsorbent bed. 

31. The process of claim 28, wherein the thermal wave exhibits a maximum 

Peclet number, Pe, less than 10, wherein Pe = (U*L) / a, where U represents a heat 

exchange fluid velocity, L represents a characteristic distance over which heat is 

transported in a direction roughly perpendicular to fluid flow, and a represents an 

effective thermal diffusivity of the contactor over the distance L, and wherein U is from 

about 0.01 m/s to about 100 m/s, and L is less than 0.1 meter. 

32. The process of claim 1, wherein less than about 40% of the open pores of the 

adsorbent bed have diameters greater than about 20 angstroms and less than about 1 

micron. 

33. The process of claim 1, wherein the first pressure is at least 500 psig. 

34. The process of claim 1, wherein the adsorbent bed is comprised of a 

microporous adsorbent material selected from zeolites, AlPOs, SAPOs, MOFs, ZIFs, 

carbon, and combinations thereof. 
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35. The process of claim 1, wherein the adsorbent bed is comprised of an 

adsorbent material selected from cationic zeolites, amine-functionalized mesoporous 

materials, stannosilicates, carbon, and combinations thereof. 


