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1, Heat sink

HEE L

2, Thermal interface material
(polymer/filler: 1-2 W/mK)

3, Silicon Chip
(~100 W/mK)
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& (57) Abstract: Thermal interface compositions contain nanoparticies blended with a polymer matrix. Such compositions increase
the bulk thermal conductivity of the polymer compoesites is wel as deercase thermal interfucial resistances that exist between thermal
interface materials and the corresponding maing surfaces. Formulations containing nanoparticles also show less phase separation
of micron-sized particles than formulations without nanoparticles. In certain embodiments, a thermal interface composition (2) is
positioned between a heat producing component (33 and a heat sink.



