
Absorbent members incorporating particulate, absorbent, polymeric
compositions comprising interparticle crosslinked aggregates. The
interparticle crosslinked aggregates comprise precursor particles of
substantially water-insoluble, absorbent, hy- drogel-forming, polymer
material; and an interparticle crosslinking agent reacted with the polymer
material of the precursor par- tides to form crosslink bonds between the
precursor particles. The absorbent members of the present invention can
comprise a combination of fiber material and discrete particles of the
polymeric composition or laminates (layered absorbent members) con- taining
such polymeric compositions. The performance of absorbent members is
enhanced by the use of such polymeric composi- tions due to the high rate
of fluid uptake and minimal gel blocking properties of the interparticle
crosslinked aggregates.    


