
Title: POLYCARBONATE RESIN COMPOSITION Abstract: To provide a polycarbonate
resin composition that has excellent moisture resistance, good flame
resistance, and markedly superior mechanical strength. Means for Solution:
A resin composition containing (A) 1 to 99 weight parts of a polycarbonate
resin having a viscosity average molecular weight of 10,000 to 100,000 and
(B) 1 to 99 weight parts of a styrene resin, and O also containing (C) a
phosphoric ester compound with an acid value of 1 or less) in an amount of
1 to 40 weight parts per combined 100 weight parts of (A) + (B), and (D) a
reinforcing agent in an amount of 1 to l00 weight parts per combined 100
weight parts of (A) + (B) + (C). 


