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ABSTRACT 

A semiconductor device includes a first active pattern having a first lower pattern and 

a first sheet pattern on the first lower pattern. First gate structures include a first gate electrode. 

A second active pattern includes a second lower pattern. A second sheet pattern is on the second 

lower pattern. Second gate structures include a second gate electrode that surrounds the second 

sheet pattern. A first source/drain recess is between adjacent first gate structures. A second 

source/drain recess is between adjacent second gate structures. A first source/drain pattern 

extends along the first source/drain recess. A first silicon germanium filling film is on the first 

silicon germanium liner. A second source/drain pattern includes a second silicon germanium 

liner extending along the second source/drain recess. A second silicon germanium filling film 

is on the second silicon germanium liner.  
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