
The invention relates to a conversion process for
making olefin(s) using a molecular sieve catalyst
composition. More specifically, the invention is
directed to a process for converting a feedstock
comprising an oxygenate in the presence of a molecular
sieve catalyst composition, wherein the air feed to
the catalyst regenerator is free of or substantially
free of metal salts. 


