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PIGMENT DISPERSIONS FOR COLOR FILTER~. FABRICATION 

PROCESS OF COLOR FILTERS, AND COLOR FILTE~S 

BACKGROQND OF THE INVENTION 

5 a) Field of the Invention 

This invention relates to pigment dispersions for 

the production of color filters (hereinafter called 

"pi9ment dispersions for color filters"), which are ex­

cellent in fluidity, storage stability, dispersion 

10 stability, and the like. 

b) Description of the Related Art 

A color filter, which is useful for the produc­

tion of a liquid crystal color display, an image pickup 

device or the like, has conventionally been produced 

15 primarily by spin-coatinq a color filter substrate with 

a pigment dispersion _for a color filter - said pigment 

dispersion containing pigments of three colors, that 

is, red (R), green (G) and blue (B) dispersed in a 

solution of a photosensitive resin - to form a color 

20 film, exposing the color film to light through a 

photomask, and then developing the exposed color film 

to forni the color film into a pattern so that desired 

pixels are formed on the color filter substrate. 

As. primary pigments for use in the production of 

25 color filters, phthalocyanine green, for example, C.I. 

' 
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pigment green (hereinafter called "P.G.") 36 is gener­

ally used as a green color, anthraquinone red, for ex­

ample, c.I. pigment red (hereinafter called "P.R.") 177 

is generally employed as a red color, and phthalo-

5 cyanine blue, for example, c.I. pigment blue 

(hereinafter called' "P.B.") 15:6 is generally used as a 

blue color. There are however differences between the 

hues of these pigments and color characteristics re­

quired for liquid crystal displays. For a green pig-

10 ment and a red pigment, a yellow pigment is therefore 

used in combination in a small amount as a com­

plementary color, and for a blue pigment, a purple pig­

ment is also used in combination in a small amount as a 

complementary color. 

15 A pigment dispersion for a color filter is gener-

ally composed of a pigment, a dispersant, a film­

forming resin and a liquid medium. As the f ilm-forminq 

resin, an acrylic resin having an acid value high 

enough to permit development with an aqueous alkaline 

20 solution after the formation of a film is mainly 

adopted. However, a pigment dispersion formed of the 

above-described conventional pigment and the acrylic 

resin of the high acid value has poor storage stability 

in many instances. Flocculation of the pigment there-

25 fore takes place so that the viscosity of the pigment 
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dispersion tends to become higher with time. 

When a color filter is produced by using the pig­

ment dispersion accompanied by such difficulties as de­

scribed above, the pigment dispersion is coated on a 

5 color filter substrate by spin-coating. If the vis­

cosity of the pigment dispersion is high or if pigment 

particles in the dispersion undergo flocculation and 

the pigment dispersion exhibits thixotropic viscosity, 

The pigment dispersion so coated becomes thicker around 

10 a central portion of the substrate. This leads to oc­

currence of unevenness in color hue -and a difference in 

color density between the resulting color film at the 

central part of the substrate and that at a peripheral 

part of the substrate upon production of a large-screen 

15 color filter. 

Accordingly, a pigment dispersion for a color 

filter must be in such a stable dispersion state of the 

pigment as being free from mutual flocculation of its 

pigment particles and must have a low viscosity of from 

20 5 to 20 centipoises viscosity and excellent storage 

stability, despite its pigment content is generally in 

a rang~ of from 5 to 10 wt.%. With a view to meeting 

performance requirements for such pigment dispersions 

for color filters, a variety of dispersants are dis-

25 closed in JP 60-237403 A and JP 60-247603 A. · Pigment 
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dispersions makinq use of these piqment dispersants 

(hereinafter simply called "dispersants") are ac­

companied by a drawback in that they show neither suf­

ficiently low viscosity nor sufficiently hiqh disper-

5 sion stability and also by another drawback in that the 

maximum absorption wavelenqths at RGB pixels in color 

filters produced from these piqment dispersions are 

caused to shift toward a lower wavelenqth side or a 

shorter wavelenqth side, thereby lowering their color 

10 quality as color filters for liquid crystal displays. 

SQMMARY OF THE INVENTION 

To develop a dispersant capable of solvinq the 

above-described drawbacks of the conventional dis-

15 persants and also of permitting formula~ion of a piq­

ment dispersion for a color filter, said piqment dis­

persion beinq provided with improved color quality and 

lowered viscosity, the present inventors have proceeded 

with an extensive investigation. ·As a result, it has 

20 been found that particular derivatives of triazinyl­

aminoanthraquinone dyestuff commonly act as excellent 

dispersants for a phthalocyanine blue as a primary pig­

ment for a blue color and a purple piqment as a com­

plementary piqment therefor, an anthraquinone red (P.R. 

25 177) and pyrrolopyrrole pigments (P.R. 254, P.O. 71) 
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and a yellow pigment as a complementary pigment there­

for, and a phthalocyanine green (P.G. 36) as a primary 

pigment for a green color and a yellow color as a com­

plementary pigment therefor and can achieve reductions 

5 in the viscosities of pigment dispersions. It has also 

been found that the resultant pigment dispersions can 

be prevented from thickening and gelatinization during 

storage and have been improved in clarity, a most im-
' 

portant property for color filters. These findings 

10 have led to the completion of the present invention. 

The present invention therefore provides a pig­

ment dispersion for a color filter, said pigment dis­

persion being composed of a pigment, a dispersant, a 

f ilm-form~ng resin and a liquid medium, wherein said 

15 dispersant comprises a compound represented by the fol-

lowing formula· (I): 

NH-(rv 
NYN 

(I) 

A-N-B 

wherein X and X' each independently represent a 

hydrogen atom, a hydroxyl group, an alkoxy group, a 
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primary, secondary or tertiary amino group, or an 

acylamino group: Y represents an anthraquinonylamino, 

phenylamino or phenoxy group having a hydrogen atom, a 

hydroxyl group, an alkoxy group, a primary, secondary 

5 or tertiary amino group, or an acylamino group at the 

4-position or 5-position thereof; A and B each indepen­

dently represent an alkyl group, a cycloalkyl group or 

an aryl group, and at least one of A and B has at least 

one substituent group containing a basic nitrogen atom; 

10 and Z represents a hydrogen atom, a cyano group, a 

haiogen atom, an alkyl group, an alkoxy group, a nitro 

group, a benzoylamino group or a 3-benzoyl group, and 

said 3-benzoyl group may be fused together with X to 

form an acridone ring. 

15 

20 

The term "at least one substituent group contain-

ing a basic nitrogen atom" as used herein may mean a 

primary, secondary or tertiary amino group, a 

quaternary ammonium group or a pyridinium group, with a 

tertiary amino group being particularly preferred. 

The pigment dispersion according to the present 

invention for the color filter is characterized in the 

use of the particular derivative of the triazinylamino­

anthraquinone dyestuff as the dispersant for the pig­

ment. owing to the use of the dispersant, flocculation 

25 of particles of the pigment in the pigment di~persion 
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for the color filter can be prevented. As a con­

sequence, the pigment dispersion for the color filter 

has been lowered in structural viscosity, and has a low 

viscosity. The pigment dispersion is prevented from 

5 thickening and gelatinization, and is provided with in­

creased storage stability. Further, the dispersant 

represented by the formula (I) has by itself a color 

tone of yellowish red-bluish red-blue. When this dis­

persant is used as a dispersant for a blue pigment and 

10 a purple pigment as a complementary color pigment for 

the bl~e pigment, a green pigment and a yellow pigment 

as a complementary color pigment for the green pigment, 

and a red pigment and a yellow pigment as a com­

plementary color pigment for the red pigment, respec-

15 tively, and the resulting pigment dispersions are used 

for the formation of pixels of color filters in a liq­

uid crystal color display or the like, the pixels can 

be formed with desired color quality. 

According to the present invention, the use of 

20 the specific dispersant makes it possible to prepare 

the pigment dispersion stably. Further, eventual use 

of the pigment dispersion as a pigment dispersion for a 

color filter results in a color film excellent in spec­

tral curve characteristics, high in vividness and 

25 brightness, high in clarity, and also superb in various 
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fastness such as light fastness, heat resistance, sol­

vent resistance, chemical resistance and waterproof­

ness. Therefore, color filters can be obtained with 

these excellent characteristics. 

DETAILED DESCRIPTION OF THE INYENTION 

AND PREFERRED EMBODIMENTS 

The present invention will next be described in 

further detail based on certain preferred embodiments. 

10 The dispersant represented by the formula (I), which is 

useful in the present invention, can be prepared by the 

preparation process disclosed, for example, in JP 46-

33232 B, JP 46-33233 B or JP 46-34518 B or a process 

similar to the preparation process. As an example, a 

15 dispersant can be obtained by reacting 1 mole of l­

amino-5-benzoylaminoanthraquinone, 1 mole of aniline or 

phenol and 1 mole of.cyanuric chloride at 130 to 160°C 

for 2 to 6 hours in an inert solvent such as o­

dichlorobenzene, adding l(iuole of a polyamine contain-

20 inq at least one secondary amino qroup and at ~east one 

tertiary amino qroup and containinq no primary amino 

group, and then reactinq them at 150 to 170°C for 3 to 

4 hours. 

Illustrative of the "polyamine containing at 

25 least one secondary amino group and at least one 
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tertiary amino group and containing no primary amino 

qroup" employed in the above-described process are: 

N,N,N'-trimethyl-ethylenediamine, 

N,N-dimethyl-N'-ethyl-ethylenediamine, 

N~N-diethyl-N'-methyl-ethylenediamine, 

N,N-dimethyl-N'-ethyl-propylenediamine, 

N,N,N'-trimethyl-propylenediamine, 

N,N,N'-triethyl-propylenediamine, 

N,N,N'-trimethyl-hexamethylenediamine, 

N,N-diethyl-N'-methyl-p-phenylenediamine, 

N,N-dipropyl-N'-methyl-p-phenylenediamine, 

N,N,N'-trimethyl-p-phenylenediamine, 

N,N,N'-trimethyl-m-phenylenediamine, 

N,N,N 1-triethyl-p-phenylenediamine, 

N,N-diethyl-N'-methyl-1,4-diaminocyclohexane, 

N,N-diethyl-N'-methyl-1,3-diaminocyclohexane, 

N,N,N'-trimethyl-1,4-diaminocyclohexane, 

N,N,N 1 -triethyl-l,4-diaminocyclohexane, 

N-methylpiperazine, 

N-ethylpiperazine, 

N-isobutylpiperazine, 

2-chlorophenylpiperazine, 

N-(2-pyridyl)piperazine, 

N-(4-pyridyl)piperazine, and 

Methylhomopiperazine. 
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In addition to the above-described compounds, 

particularly preferred can include: 

N,N,N",N"-tetramethyldiethylenetriamine, 

N,N,N",N"-tetra(n-propyl)diethylenetriamine, 

N,N,N",N"-tetra(i-propyl)diethylenetriamine, 

N,N,N",N"-tetra(n-butyl)diethylenetriamine, 

N,N,N",N"-tetra(i-butyl)diethylenetriamine~ 

N,N,N",N"-tetra(s-butyl)diethylenetriamine, 

N,N,N",N"-tetra(t-butyl)diethylenetriamine, 

3,3'-iminobis(N,N-dimethylpropylamine), 

3,3'-iminobis(N,N-diethylpropylamine), 

3,3 1 -iminobis[N,N-di(n-propyl)propylamine], 

3,3'-iminobis[N,N-di(i-propyl)propylamine], 

3,3 1 -iminobis[N,N-di(n-butyl)propylamine], 

3,3 1-iminobis[N,N-di(i-butyl)propylamine], 

3,3 1-iminobis(N,N-di(s-butyl)propylamine], 

3,3 1 ~iminobis(N,N-di(t-butyl)propylamine], 

4,4 1 -iminobis(N,N-dimethylbutylamine), 

4,4 1 -iminobis(N,N-diethylbutylamine), 

2,9-dimethyl-2,5,9-triazadecane, 

2,12-dimethyl-2,6,12-triazatridecane, 

2,12-dimethyl-2,5,12-triazatridecane, 

2,16-dimethyl-2,9,16-triazaheptadecane, 

3-ethyl-10-methyl-3,6,10-triazaundecane, 

5,13-di(n-butyl)-5,9,13-triazaheptadecane, 
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2,2 1 -dipicolylamine, and 

3,3'-dipicolylamine. 

Among the dispersants according to the present 

invention available by the above-described processes, 

5 preferred dispersants are compounds represented by the 

following formula (1), more preferred dispersants are 

compounds represented by the formula (2), and particu­

larly pref erred dispersants are compounds represented 

10 

by the following formula (3): 

(1) 

wherein X, x•, Y and z have the same meanings as 

defined above; R1 to R4 may be the same or different 

and each independently represent a substituted or un-

substituted ·alkyl or cycloalkyl group, and R.1 and R2 

15 and/or R3 and R4 may be fused together with the ad­

jacent nitrogen atom thereof to form a heterocyclic 

ring which may additionally contain a further nitrogen 

atom, an oxygen atom or a sulfur atom; and Rs and R6 

each· independently represent an alkylene group, a 
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cycloalkylene qroup or an arylene qroup. 

(2) 

wherein X, X', Y, z and R1 to R4 have the same meaninqs 

as defined above: and n and m each independently stand 

5 for an inteqer of from 2 to 30. 

Incidentally, the aminoacyl qroups in the above­

described formula (I) and the above-described formulas 

(1) to (2), are qroups represented by -NHCOR, in which 

R is a phenyl qroup, a methyl qroup, an ethyl qroup, a 

10 propyl qroup, a buty1 qroup, or the like. 
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wherein X and X' each independently represent a 

hydroqen atom or a benzoylamino qroup; z represents a 

hydroqen atom; R1 to R4 may be the same or different 

and each independently represent a methyl group or an 

s ethyl qroup; and n and m each independently stand for 2 

or 3. 

Specific examples of preferred dispersants in the 

present invention can include, but are not limited to, 

the followings in which X represents a benzoylamino 

10 group: 

Specific Example 1 

0 

Specifi~ Example .2 

b 
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Specific Example 3 

0 0 

Specific. Example 4 

Specific Example 5 
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Specific Example 6 

0 0 

O NH~'g""-NH o 

CH3CHzCHzCH2\ I 1cH2CHzCHzCH3 
CH3CH2CH2CH2;NCHzCHzCH~N-CHzCH2CHzN,CHzCHzCHzCH3 

Specific Example 7 

0 0 

Specific Example 8 

0 0 
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Specific Example 9 

. I 

0 0 

O NH~rr--NH O 
NyN 

CH3CHz, I ,,-CHzCH3 
'NCH CH -N-CH CH N' 

CH3CH2/ 
2 2 2 2 

'-CHzCH3 

Specific Example 10 

Specific Example 11 
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Specific Examplel2 

l •.• 

Specific Example 13 

·Specific Example. 14 



Specific Example 15 

0 

Specific Example 16 

Specific Example 17 · 
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0 
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Specific Example 18 

Specific Example 19 

Cl 

a~d the quaternary ammonium compounds of Specific Exam­

ples 1-6, 9-14 'l\.nd 17-19 and the pyridinium compounds 

of Specific Examples 7-8 and 15-16. 

The pigment dispersion according to the present 

5 invention for the color filter is formed of the dis­

persant, the pigment, the film-forming resin, and.the 
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liquid medium. To prepare the pigment dispersion ac­

cording to the present invention for the color filter, 

the above-described pigment dispersant is used in a 

proportion of from 0.5 to 50 parts by weight, preferab-

5 ly from 1 to 30 parts by we.ight per 100 parts by weight 

of the pigment. The e~fects of the dispersant for use 

in the present invention are not recognized practically 

if it is used in an amount smaller than o.s part by 

weight, but, even if it is used in an amount greater 

10 than SO parts by weight, its effects cannot be brought 

about as much as th~ amount used. 

Examples of pigments suitably usable in the pig­

ment dispersion according to the present invention for 

the color filter can include C.I. pigment red 

15 (hereinafter abbreviated as "P.R.") 177, P.R. 254, P.R. 

242, P.R. 209, P.R. 224; C.I. pigment green 

(hereinafter abbreviated as "P.G. 11 ) 36, P.G. 7; C.I. 

pigment blue (hereinafter abbreviated as "P.B. 11 ) 15:6, 

P.B. 60; C.I. pigment yellow (hereinafter abbreviated 

20 as "P.Y. 11
) 138, P.Y. 185, P.Y •. 150, P.Y. 139, P.Y. 83; 

C.I. pigment violet (hereinafter abbreviateq as "~.V.") 

23; C.I. pigment black (hereinafter abbreviated as 

"P.BL." 6, P.BL. 7. To eliminate or reduce a dif­

ference between the color hue of one of these pigments 

25 and color characteristics required for a liquid crystal 
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color display, the piqment may be used as an ap­

propriate mixture with one or more of the remaining 

piqments. 

As a method for preparing the piqment dispersion 

5 according to the present invention for the color fil­

ter, the piqment and the dispersant·' are added in and 

premixed with an organic solvent solution or aqueous 

solution in which an appropriate film-forming resin is 

contained, and the pigment is then dispersed. For ex-

10 ample, the piqment and dispersant are evenly mixed and 

ground in a disperser such as a horizontal disperser 

with tumbling medium contained therein, a vertical dis­

perser with tumbling medium contained therein, a pin 

mill, an attritor or a ball mill. The mixture so ob-

15 tained is thereafter added in and mixed with a solution 

in which the film-forming resin is contained. As an 

alternative, the pigment is uniformly suspended in 

water or an organic solvent. A solution with the dis­

persant contained therein is added to and mixed with 

20 the suspension. Pigment particles with the dispersant 

adsorbed thereon is added in and mixed with a solution 

in which the film-forming resin is contained. As an­

other alternative, the piqment and dispersant are dis­

solved in sulfuric acid or the like and subsequent to · 

2S that, the~s\ilfuric acid solution is caused to crystall-
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ize in water to separate them as a solid solution. The 

solid solution is added in and mixed with a solution in 

which the film-forming resin is contained. 

As the solution in which the film-forming resin 

5 is contained for dispersing the pigment into the pig­

ment dispersion in the present invention, a solution 

with the film-forming resin contained therein, said 

solution being used in c.onventionally-known pigment 

dispersions for color filters, can be used. As the 

10 liquid medium, an organic solvent, water, or a mixture 

of an organic solvent and water is used. Illustrative 

of the organic solvent are ethylene glycol monomethyl 

ether, ethylene glycol monoethyl ether, ethylene glycol 

monomethyl ether acetate, ethylene glycol monoethyl 

15 ether acetate, propylene glycol monomethyl ether, 

propylene glycol monoethyl ether, propylene glycol 

monomethyl ether acetate, propylene glycol monoethyl 

ether acetate, 3-methoxybutylacetate, cyclohexanone, 

and ethyl lactate. Further, conventionally-known addi-

20 tives, for example, additives suqh as a dispersing aid, 

a smoothing agent and an adhering-agent cantbe. added to 

the pigment dispersion. The proportion of the pi~ent 

relative to the film-forming resin in the solution in 

which the film-forming resin is contained may preferab-

25 ly be in a range of from 5 parts by weight to 500 parts 
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by weight per 100 parts by weight of the film-forming 

resin. 

As the solution with the film-forming resin con­

tained therein, either a solution with a photosensitive 

5 film-forming resin contained therein or a solution with 

a non-photosensitive film-forming resin contained 

therein can be used. Examples of the solution with the 

photosensitive film-forming resin contained therein can 

include solutions in which photosensitive film-forming 

10 resins usable in ultraviolet curing inks and electron 

radiation curing inks are contained. Illustrative of 

the solution with the non-photosens~tive film-forming 

resin contained therein can be varnishes for use in 

printing inks such as letterpress inks, lithographic 

15 inks, intaglio gravure inks and stencil screen inks, 

varnishes for use in electrodeposition coating, 

varnishes for use in toners for electronic printing and 

electrostatic printing, and varnishes for use in 

20 

.thermal transfer ribbons. 

Illustrative photosensitive film-forming resins 

can include photosensitive resins such as photosensi­

tive cyclizing rubber resins, photosensitive phenol 

resins, photosensitive polyacrylate resins, photosensi­

tive polyamide resins, photosensitive polyimide resins, 

25 unsaturated polyester resins, polyester acrylate 
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resins, polyepoxy acrylate resins, polyurethane acry­

late resins, polyether acrylate resins and polyol acry­

late resins. These resins can be used either singly or 

in combination. Preferred resin~ out of the above-

s described photosensitive film-forming resins are 

alkal~-developable acrylate resins each of which con­

tains free carboxylic radicals in its molecule. Fur­

ther, various monomers can also,be added as reactive 

extenders to solutions which contain these photosensi-

10 tive film-forming res-ins. 

Further, a photo-curing, photosensitive pigment 

dispersion can be formed by adding a photopolymeriza­

tion initiator such as benzoin ether or benzophenone to 

a pigment dispersion with a photosensitive resin con-

15 tained therein and then kneading the resultant mixture 

by a conventionally-known method. A heat-curing pig­

ment dispersion can also be obtained by using a thermal 

polymerization initiator instead of the above-mentioned 

photopolymerization initiator. 

20 To form a color filter pattern with the above-

described photosensitive pigment dispersion_{ i~ is_. 

necessary to conduct full coating on a transparent 

color filter substrate such as a glass substrate with 

the photosensitive pigment dispersion by means of a 

25 spin coater, low-speed rotating coater, roll coater, 
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knife coater or the like or as an alternative, to per­

form full printinq or partial printinq for a size some-• 
what qreater than the pattern by one of various print­

ing methods. Subsequent to provisional drying, a 

5 photomask is brouqht into close contact with the coated 

surface or the printed surface, which is then subjected 

to exposure by using an extra-high pressure mercury 

vapor lamp to bake the pattern. .Development and wash­

ing are then conducted and if necessary, post-baking is 

10 performed, whereby the color filter pattern can be 

formed. 

Examples of the non-photosensitive film-forming 

resin can include cellulose acetate resins, nitrocel­

lulose resins, styrene (co)polymers, polyvinyl butyral 

15 resins, aminoalkyd resins, polyester resins, amino­

resin-modified polyester resins, polyurethane resins, 

acrylic polyolurethane resins, soluble polyamide 

resins, soluble polyimide resins, soluble polyamide­

imide resins, soluble polyester-imide resins, casein, 

20 hydroxyethylcellulose, water-soluble salts of styrene­

maleic acid ester copolymers, water-soluble 

25 

(meth)acrylic acid ester (co)polymers, water-soluble 

aminoalkyd resins, water-soluble aminopolyester resins, 

and water-soluble polyamide resins. These resins can 

be used either sinqly or in combination. 
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To form a color filter patter with the above­

described non-photosensitive pigment dispersion, a few 

methods can be mentioned by way of example. Namely,· 

the color pattern can be printed directed on a similar 

5 color filter substrate with the abo~e-described non-

photosensitive pigment dispersion, for example, a 

printing ink for the color filter by one of the above­

described various printing methods. The color pattern 

can also be formed on the substrate with a water-base, 

10 electrodeposition coating formulation for the color 

filter. It is also possible to form the color pattern 

on a transfer base material beforehand by electron 

printing, electrostatic printing, one of the above­

described methods or the like and then to transfer the ... 

15 color pattern onto a color filter substrate. Baking, 

surface-smoothing grinding and/or surface-protecting 

top coating are then conducted, as needed, by conven­

tional methods. It is aiso possible to obtain an RGB 

color filter by forming a black matrix in a conven-

20 tional manner. 

The present invention will next be described more 

specifically by Examples and Comparative Examples, in 

which the designations of "part" or "parts" and "%" are 

all by weight. 

25 Synthesis Example 1 
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Added to 600 parts of o-dichlorobenzene were 62 

parts of 1-aminoanthraquinone and 25 parts of cyanuric 

chloride, followed by stirring at 130°C for 5 hours. 

After cooling, 50 parts of N,N,N",N"-tetraethyl-

5 diethylenetri~mine were added further, and the 

·resultant mixture was stirred at 170°C for 3 hours. 

Subsequent to filtration, the thus-obtained filtercake 

was washed with ethanol and then dried, whereby the 

above-described specific example (1) was obtained as 

10 Dispersant 1. 

Synthesis Example 2 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (2) was obtained 

· as Dispersant 2 by successively subjecting i~amino-

15 anthraquinone and 3,3 1 -iminobis(N,N-dimethylpropyl­

amine) to condensation reactions with cyanuric 

chloride. 

Synthesis Example 3 

In a similar manner as in Synthesis Example 1, 

20 the above-described specific example (3) was obtained 

as Dispersant 3 by successively subjecting 1-amino­

anthraquinone and 3-ethyl-10-methyl-3, 6, 10-tria.za­

undecane to condensation reactions with cyanuric 

chloride. 

25 Synthesis Example 4 
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In a similar manner as in Synthesis Example 1, 

the above-described specific example (4) was obtained 

as Dispersant 4 by successively subjectinq l-amino-5-

benzoylaminoanthraquinone and 3,3'-iminobis(N,N-

5 dimethylpropylamine) to condensation·reactions with 

cyanuric chloride. 

Synthesis Example 5 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (5) was obtained 

10 as Dispersant 5 by successively subjectinq 1-amino-5-

benzoylaminoanthra~inone, aniline and 3,3'-imino­

bis(N,N-dimethylpropylamine) to condensation reactions 

with cyanuric chloride. 

synthesis Example 6 

15 In a similar manner as in Synthesis Example 1, 

the above-described specific example (6) was obtained 

as Dispersant 6 by successively subjecting 1-amino­

anthraquinone and 5,13-di(n-butyl)-5,9;13-triaza~ · . 

heptadecane to condensation reactions with cyanuri.c 

20 chloride. 

Synthesis Example 7 

In a similar manner as in Synthesis Example _1, 

the above-described specific example (7) was obtained 

as Dispersant 7 by successively subjecting l-amino-

25 anthraquinone and 2,2'-dipicolylamine to condensation 
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reactions with cyanuric chloride. 

Synthesis Example ·a .... · .. ·· 

In a similar manner as in synthesis Example 1, 

the above-described specific example (8) was obtained 

5 as Dispersant 8 by successively subjectinq 1-amino­

anthraquinone and 3,3'-dipicolylamine to condensation 

reactions with cyanuric chloride. 

Synthesis Example 9 

In a similar manner-as in Synthesis Example 1, 

10 the above-described specific example (9) was obtained 

as Dispersant 9 by successively subjectinq 1-amino-4-

benzoylaminoanthraquinone and N,N",N"-tetraethyl­

diethylenetriamine to condensation reactions with 

cyanuric chloride. 

15 Synthesis Example 10 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (10) was obtained 

as Dispersant 10 by successively subjectinq 1-amino-4-

benzoylaminoanthraquinone and 3,3'-iminobis(N,N-

20 dimethylpropylamine) to condensation reactions with 

cyanuric chloride. 

Synthesis Example 11 

In a similar manner as in Synthe~is Example 1, 

the above-described specific example (11) was obtained 

25 as Dispersant 11 by successively subjectinq 1-amino-4-
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benzoylaminoanthraquinone and 3-ethyl-lO-methyl-3,6,10-

triazaundecane to condensation reactions with cyanuric 

chloride. 

Synthesis Example 12 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (12) was obtained 

as Dispersant 12 by successively subjecting l-amino-

4, 5-dibenzoylaminoanthraquinone and 3,3'-iminobis(N,N­

dimethylpropylamine) to condensation reactions with · 

10 cyanuric chloride. 

Synthesis Example 13 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (13) was obtained 

as Dispersant 13 by successively subjecting l-amino-4-

15 benzoylaminoanthraquinone, aniline and 3,3'-imino­

bis(N,N-dimethylpropyla~ine) to condensation reactions 

with cyanuric chloride. 

synthesis Example 14 

In a similar manner as in Synthesis .Example 1, 

20 the above-described specific example (14) was obtained 

as Dispersant 14 by successively subjecting 1-amino-4-

benzoylaminoanthraquinone and 5,13-di(n-butyl)-5,9,13-

triazaheptadecane to condensation reactions with 

cyanuric chioride. 

25 Synthesis Example 15 

:~ ·.:, 
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In a similar manner as in Synthesis Example l, 

the above-described specific example (15) was obtained 

as Dispersant 15 by successively subjecting l-amino-4-

benzoylaminoanthraquinone and 2,2 1 -dipicolylamine to 

5 condensation reactions with cyanuric chloride. 

Synthesis Example 16 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (16) was obtained 

as Dispersant 16 by successively subjecting l-amino-4-

10 benzoylaminoanthraquinone and 3,3 1 -dipicolylamine to 

condensation reactions with cyantiric chloride. 

Synthesis Example 17 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (17) was obtained 

15 as Dispersant l~ by successively subjecting l-amino-4-

hydroxyanthraquinone and 3,3'-iminobis(N,N-dimethyl­

propylamine) to condensation reactions with cyanuric 

chloride. 

Synthesis Example 18 

20 In a similar manner as in Synthesis Example 1, 

the above-described specific example (18) was obtained 

as Dispersant 18 by successively subjecting 1-amino-4-

methoxyanthraquinone and 3,3'-iminobis(N,N-dimethyl­

propylamine) to condensation reactions with cyanuric 

25 chloride. 
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Synthesis Example 19 

In a similar manner as in Synthesis Example 1, 

the above-described specific example (19) was obtained 

as Dispersant 19 by successively subjectinq l-amino-

5 acridone-1,2(2 1 ,4 1 -dichloro)acridone and 3,3'-imino­

bis(N,N-dimethylpropylamine) to condensation reactions 

with cyanuric chloride. 

Example l 

The phthalocyanine qreen (P.G. 36), Dispersant l 

10 and a solvent (propylene qlycol monomethyl ether 

acetate; hereinafter abbreviated as "PGMAc") were added 

to an acrylic resin (obtained by polymerizinq 

methacrylic acid, butyl acrylate, styrene and hydroxy­

ethyl acrylate at a molar ratio of 25/50/15/10; 

15 molecular weiqht: 12,000; solid content: 30%) as shown 

below in Table 1. Subsequent to premixinq, the 

resultant mixture was dispersed in a horizontal beads 

mill, whereby a qreen base color was obtained. 

Examples 2-3 

20 In accordance with the correspondinq compositions 

shown below in Table 1, two green base colors were ob­

tained in a similar manner as in Example 1 except ~hat 

Dispersants 2-3 were used in place of Dispersant 1, 

respectively. 

25 Examples 4-7 
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Four red base colors were obtained by similar 

procedures as in Example 1 except that the anthra­

quinonyl red (P.R. 177) was used instead of the 

phthalocyanine green and Dispersant 4-7 were used as 

s dispersants, respectively. Their compositions are 

shown in Table 1. 

Examples s-10 

Yellow base colors were obtained by similar pro­

cedures as in Example 1 except that a yellow pigment, 

10 isoindoline (P.Y. 139), was used instead of the 

phthalocyanine green and Dispersant 8,1,2 were used as 

dispersants, respectively. The-ir compositions are 

shown in.Table 1. 

15 

Comparative Example 1 

In accordance with the corresponding composition 

shown·below in Table 1, a green base color was obtained 

in a similar manrier as in Example 1 except that a com~ 

mercial dispersant (hereinafter abbreviated as "BD"), 

which is a derivative of a blue pigment, was used. 

20 Comparative Example 2 

In accordance with the corresponding composition 

shown below in Table 1, a red base color was obtained 

in a similar manner as in Example 4 except that a com­

mercial dispersant (hereinafter abbreviated as "YD"), 

2S which is a derivative of a yellow pigment, was used. 
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Comparative Example 3 

In accordance with the corresponding composition 

shown below in Table 1, a yellow base color was ob­

tained in a similar manner as in Example 8 except that 

s the commercial dispersant (hereinafter abbreviated as 

"YD"), which is the derivative of the yellow piqment, 

was used. 

Table 1 

Compositions of Examples 1-10 
and Comparative Examples 1-3 

(each value indicates the number of "parts") 

Example 
..... 

1 2 3 4 5 6 7 8 9 

Hue G G G R R R R y y 

P.G. 36 20 20 20 - - - - - -
P.R. 177 - - - 20 20 20 20 - -
P.Y. 139 - - - - - - - 20 20 

Dispersant 2 2 2 2 2 2 2 2 2 

Acrylic resin 50. 50 50 50 50 50 50 50 50 

PGMAc 28 28 28 28 28 28 28 28 28 

10 

y 

-
-
20 

2 

50 

28 

Total 100 100 100 100 100 100 100 ·100 100 100 
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comparative Example 

1 2 3 

Hue G R y 

Pigment 20 20 20 
(P.G. 36) (P.R. 177) (P.Y. 139) 

Dispersant 2 2 2 
(BD) (YD) (YD) 

Acrylic resin 50 50 50 

PGMAc 28 28 28 

Total 100 100 100 

Example 11 

The base colors of Examples 1-10 and comparative 

Examples 1-3 were coated on qlass substrates by a spin­

ner, respectively. After dryinq, the maximum trans-

5 mittance and maximum absorption wavelength of each 

coatinq were measured. Furth~r, the base colors were 

stored at room temperature for one month, and their 

viscosity chanqes were measured. The results are shown 

in Table 2. Concerning the maximum transmittance of 

10 each of the red colors and yellow colors, the value 

shown in the table is the half of its transmittance at 

a wavelenqth of 650 nm. 
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Table 2 

Light Transmission Characteristics and Storage stability 
of Examples 1-10 and Comparative Examples 1-3 

Example 

1 2 3 4 5 6 7 

Hue G G G R R R R 

Maximum absorption 540 540 540 600 598 598 599 wavelength, nm 

Maximum trans- 90.5 91.5 90.8 47~2 47.2 47.1 47.4 mittance, % 

Viscosity. Initial 34 42 31 37 39 31 43 

cp one month 52 45 44 46 59 48 61 later 

Example Comparative 
Example 

8 9 10 1 2 3 

Hue y y y G R y 

Maximum absorption 52'0 521 520 530 597 524 wavelength, nm 

Maximum trans-
46.4 46.0 46.1 92.8 46.6 46.0 mittance, % 

Initial 50 48 42 61 89 62 
Viscosity 

cp ·One month 63 69 62 83 103 194 later 

Compared with the green base color of Comparative 

Example 1, the green base colors obtained in Examples 
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1-3 were shifted toward a longer wavelength side in 

maximum transmission wavelength, and were lower in vis­

cosity. The red base colors of Examples 4-7 and the 

yellow base colors of Examples s-10 were significantly 

5 lower in viscosity, although there was no substantial 

difference in hue. 

Example 12 

For the production of an RGB color filter, 

photosensitive R, G and B pigment dispersions were ob-

10 tained in accordance with the corresponding composi­

tions shown below in Table 3. The blue base color was 

prepared by using Cyanine Blue P.B. 15:6 and a 

commercially-available derivative of phthalocyanine 

blue as a dispersant (abbreviated as "BD") in place of 

15 the cyanine green in Comparative Example 1. 
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Table 3 

Compositions of Photosensitive 
R, G and B Pigment Dispersions 

(each value indicates the number of "parts") 

R G 

R base color of Example 4 75 -
G base color of Example 1 - 85 

y base color of Example 8 25 15 

Blue base color - -
Acrylic resin 50 50 

Trimethylolpropane acrylate 10 10 

2-Hydroxy-2-methylpropylphenone 2 2 .. 

2,2-Diethoxyacetophenone 1 1 

PGMAc 37 37 

Total 200 200 

B 

-
-
-

100 

50 

10 

2 

1 

37 

200 

A glass substrate, which had been treated with a 

silane coupling agent, was mounted on a spin coater, on 

which the above photosensitive resin solution for the 

red (R) color filter was spin-coated first at 300 rpm 

s for 5 seconds and then at 1,200 rpm for 5 seconds •. The 

thus-coated glass substrate was next prebaked at so•c 

for 10 minutes. A photomask of a mosaic pattern was 

brought into close contact with the prebaked coating, 

followed by exposu~e at a light quantity of 100 m.J/cm2 
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under an extra-hiqh pressure mercury vapor lamp. De­

velopment and washinq were next conducted with an ex­

clusive developer and an exclusive rinse, respectively, 

·whereby a red mosaic pattern was formed on the qlass 

s substrate. 

A qreen mosaic pattern and a blue mosaic pattern 

were then formed from the above-described photosensi­

tive resin solutions for the green (G) color filter and 

the blue (B) color filter, respectively, by conducting 

10 coatinq and baking in a similar manner as the above- . 

described methods. so that-an RGB color filter was ob­

tained. The color filter so obtained had excellent 

spectral curve characteristics, was excellent in fast­

ness such as liqht fastness and heat resistance, had 

15 excellent properties in liqht transmission too, and was 

equipped with superb properties· as a color filter for 

use in a li~id crystal color display. 

Example 13 

In accordance with the corresponding composition 

20 shown below in Table 4, a red base color was obtained 

in a similar manner as in Example 1 except that Dis­

persant 9 was used in place of Dispersant 1. 

Examples 14-16 

In accordance with the corresponding compositions 

25 shown below in Table 4, three red base colors were ob-
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tained in a similar manner as in Example l except that 

Dispersant 10 (Example 14),· Dispersant 11 (Example 15) 

and Dispersant 12 (Example 16) were used in place of 

Dispersant 1. 

s Examples 17-20 

Four blue base colors were obtained by similar 

procedures as in Example l except that P.V. 23 was used 

instead of P.R. 177 and Dispersant 13 (Example 17), 

Dispersant 14 (Example 18), Dispersant 15 (Example 19) 

10 and Dispersant 16 (Example 20) were used as dis­

persants. 

Example 21 

A purple base color was obtained by similar pro­

cedures as in Example.l except that P.V. 23 was used 

15 ·instead of P.R. 177 and Dispersant 2 was used as a dis­

persant. Its composition is shown in Table 4. This 

purple base color is used as a complementary color for 

a blue color upon production of a color filter. 

Example 22 

20 A yellow base color was obtained by similar pro~ 

cedures as in Example 1 except that P.Y. 13&· w~s u~ed 

instead of P.R. 177 and Dispersant 10 was used as a 

dispersant. Its composition is shown in Table 4. This 

yellow base color is used as a complementary color for 

25 a red color and a green color upon production of a 
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A green base color was obtained by similar proce­

dures as in Example l except that P.G. 3~ was used in-

5 stead of P.R. 177 and Dispersant l was used as a dis­

persant. Its composition is shown in Table 4. 

Comparative Example 4 

In accordance with the corresponding composition 

shown below in Table 4, a red base color was obtained 

10 in a similar manner as in Example 13 except that·a com­

mercial dispersant (hereinafter abbreviated as "RD"), 

which is a derivative of a red pigment, was used. 

Comparative Example 5 

In accordance with the corresponding compositi~n 

15 shown below in Table 4, a blue base color was obtained 

in a similar manner as in Example 17 except that a com­

mercial dispersant (hereinafter abbreviated as "BD"), 

which is a derivative of a blue pigment, was used. 

Comparative Example 6 

20 In accordance with the corresponding composition 

shown below in Table 4, a purple base color was ob­

tained in a similar manner as in Example 21 except that 

a .commercial dispersant (hereinafter abbreviated as· 

"VD"), which is a derivative of a purple pigment, was 

25 used. 
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Comparative Example 7 

In accordance with the corresponding composition 

shown below in Table 4, a yellow base color was ob­

tained in a similar manner as in Example 22 except that 

5 a commercial dispersant (hereinafter abbreviated as 

"YD"), which is a derivative of a yellow pigment, was 

used. 

Table 4 

Compositions of Examples 13-23 
and Comparative Examples 4-7 

(each value_ indicates the number of "parts") 

Example 

13 14 15 16 17 18 19 20 21 22 

Hue R R R R B B B B v y 

P.R. 177 20 20 20 20 - - - - - -
P.B. 15:6 - - - - 20 20 20 20 - -
P.V. 23 - - - - - - - - 20 -
P.Y. 138 - - - - - - - - - 20 

P.G. 36 - - - - - - - - - -
Dispersant 2 2 2 2 2 2 2 2· 2 2 

Acrylic 50 50 50 50 50 50 50 so· 50 50 resin 

PGMAc 28 28 28 28 28 28 28 28 28 28 

Total 100 100 100 100 100 100 100 100 100 100 

23 

G 

-
-
-
-
20 

2 

50 

28 

100 
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Comparative Example 

4 5 6 7 

Hue R B v y 

Pigment 20 20 20 20 
(P.R. 177) (P.B. 15:6) (P. V. 23) (P.Y. 138) 

Disper- 2 2 2 2 
sant (RD) (BD) (VD) (YD) 

Acrylic 50 50 50 50 resin 

PGMAc 28 28 28 28 

Total 100 100 100 100 

Example 24 

The base colors of Examples 13-23 and Comparat~ve 

Examples 4-7 were coated on qlass substrates by a spin­

ner, respectively. After dryinq, the maximum trans-

s mittance and maximum absorption wavelenqth of each--

coatinq were measured. Further, the base colors were 

stored at room temperature for one month, and their 

viscosity chanqes were measured. The results are shown 

in Table s. Concerninq the maximum transmittance of 

10 each of the red colors and yellow colors, the value 

shown in the table is the half of its transmittance at 

a wavelength of 650 nm. 
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Table 5 

Liqht Transmission Characteristics and Storaqe Stability 
of Examples 13-23 and Comparative Examples 4-7 

Example 

13 14 15 16 17 18 19 

Hue R R R R B B B 

Maximum absorption 605 605 605 606 460 461 460 wavelenqth, nm 

Maximum trans- 48.2 48.2 48.0 48.2 90.1 90.5 89.6 mittance, % 

Viscosity Initial 37 40 32 43 36 41 32 

cp One month 51 57 42 60 52 48 41. later 

Example 

20 21 22 23 

Hue B v y G 

Maximum absorption 460 437 529 540 wavelenqth, nm 

Maximum trans- 89.0 66.5 46.5 90.5 mittance, % 

Viscosity Initial 48 41 27 34 

cp One month 59 55 39 52 later 
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Comparative 
Example 

4 5 6 7 

Hue R B v y 

Maximum absorption 597 460 437 524 wavelength, nm 

Maximum trans- 46.6 90.3 66.5 46.0 mittance, % 

Initial 89 72 80.0 62 
Viscosity 

cp One month 103 98 130 194 later 

Example 25 

For the production of an RGB color filter, 

photosensitive R, G and B pigment dispersions were ob­

tained in accordance with the corresponding composi-

5 tions shown below in Table 6. 
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Table 6 

Compositions of Photosensitive 
R, G and B Pigment Dispersions 

{each value indicates the number of "parts") 

R G 

R base color of Example 13 75 -
B base color of Example 17 - -
v base color of Example 21 - -
y base color of Example 22 25 15 

G base color of Example 23 - 85 

Acrylic resin 50 50 

Trimethylolpropane acrylate 10 10 

2-Hydroxy-2-methylpropylphenone 2 2 

2,2-Dietho~acetophenone 1 1 

PGMAc 37 37 

Total 200 200 

B 

-
95 

5 

-
-
50 

10 

2 

1 

37 

200 

A qlass substrate, which had been treated with a 

silane couplinq aqent, was mounted on a spin coater, on 

which the above photosensitive resin solution for tJl,e 

red {R) color filter was spin-coated first ,.t ~00 ~m 
....... 

...... 

5 for 5 seconds and then at 1,200 rpm for 5 seconds. The 

thus-coated qlass substrate was next prebaked at so•c 
for 10 minutes. A photomask of a mosaic pattern was 

brought into close contact with the prebaked coatinq, 
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followed by exposure at a light quantity of 100 mJ/cm2 

under an extra-high pressure mercury vapor lamp. De­

velopment and washing were next conducted with an ex­

clusive developer and an exclusive rinse, respectively, 

5 whereby a red mosaic pattern was formed on the qlass 

substrate. 

A qreen mosaic pattern and a blue mosaic pattern 

were then formed from th~ above-described photosensi­

tive resin solutions for the green (G) color filter and 

10 the blue (B) color filter, respectively, by conducting 

coating and bakinq in a similar manner as the above­

described methods. so that an RGB color filter was ob­

tained. The color filter so obtained had excellent 

spectral curve characteristics, was excellent in fast-

15 ness such as liqht fastness and heat resistance, had 

excellent properties in liqht transmission too, and was 

equipped with superb properties as a color filter for 

use in a liquid crystal color display. 
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CLAIMS: 

1 l. A pigment dispersion for a color filter, said 

2 pigment dispersion beinq composed of a pigment, a dis-

3 persant, a film-forminq resin and a liquid medium, 

4 wherein said dispersant comprises a compound 

s r~presented by the following formula (I): 

6 (I) 

7 wherein X and X' each independently represent a 

a hydroqen atom, a hydroxyl qroup, an alkoxy qroup, a 

9 primary, secondary or tertiary amino qroup, or an 

10 acylamino group: Y represents an anthraquinonylamino, 

11 phenylamino· or phenoxy qroup having a hydroqen atom, a 

12 hydroxyl q~oup, an alkoxy qroup, a primary, secondary 

13 or tertiary amino qroup, or an acylamino qroup at the 

14 4-position or 5-position thereof; A and B ea.ch. ind~pen-

15 dently represent an alkyl qroup, a cycloalkyl qroup or 

16 an aryl qroup, and at least one of A and B has at least 

17 one substituent qroup containing a basic nitrogen atom; 

18 and Z represents a hydrogen atom, a cyano qroup, a 

' 1111111111111111111111111 1111 * C L M S * 
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19 halogen atom, an alkyl group, an alkoxy group, a nitro 

20 group, a benzoylamino group or a 3-benzoyl group, and 

21 said 3-benzoyl group may be fused together with X to 

22 form an acridone ring. 

1 2. A pigment dispersion according to claim 1, 

2 wherein said at least one substituent group containing 

3 said basic nitrogen atom is a primary, secondary or 

4 tertiary amino group, a quaternary ammonium group or a 

5 pyridinium group; and, when two or more substituent 

6 groups each of which contains said basic nitrogen group 

7 exist, said two or more substituent groups may be the 

a same or different. 

1 3. A pigment dispersion according to claim 1, 

2 wherein said compound represented by the formula (I) is 

3 represented by the following formula (1): 
~~~~~~~~ 

11111111 1111111111111111111111 . 
* C l H s * 

z 
4 

(1) NH-()--y 
N~ N 

R1, I /Rs 
N-Rs-. N-Ra-N, 

R~ R4 

5 wherein X, X 1 
I Y·and Z have the same meanings as 

6 defined above; R1 to R4 _may be the same or different 
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7 and each independently represent a substituted or un-

8 substituted alkyl or cycloalkyl group, and R1 and R2 

9 and/or R3 and R4 may be fused together with the ad-

10 jacent nitrogen atom thereof to form a heterocyclic 

11 ring which may additionally contain a further nitrogen 

12 atom, an oxygen atom or a sulfur atom; and Rs and R6 

13 each independently represent an alkylene group, a 

14 cycloalkylene group or an arylene group. 

1 4. A pigment dispersion according to claim 1, 

2 wherein said compound represented by the formula (I) is 

3 represented by the following formula (2): 

11111111111111 11111 11111111111 
* C L M S * 

·4 (2) 

s wherein X, x•, Y and z have the same meanings as 

6 defined above; R1 to R4 may be the same or 9iffere~t 

7 and each independently represent a substituted or un-

8 substituted alkyl or cycloalkyl group, and R1 and R2 

9 and/or R3 and R4 may be fused together with the ad-

10 jacent nitrogen atom thereof to form a heterocyclic 
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*CL MS*' 

11 rinq which may additionally contain a further nitroqen 

12 atom, an oxygen atom or a sulfur atom: and n and m each 

13 independently stand for an inteqer of from 2 to 30. 

5. A color dispersion accordinq to claim l, 

2 wherein said compound represented by the formula (I) is 

J represented by the following formula (3): 

4 (3) 

5 wherein X and X' each independently represent a 

6 hydrogen atom or a benzoylamino group: z represents a 

7 hydrogen atom: R1 to R4 may be the same or different 

8 and each independently represent a methyl group or an 

9 ethyl qroup1 and n and m each independently stand for 2 

10 or 3. 

l 

2 

3 

4 

1 

6. A piqment dispersion according to claim 1, 

wherein said piqment is a"red pigment, a blue pigment, 

a qreen pigment, a yellow pigment, a purple pigment, or 

a black pigment. 

7. A pigment dispersion according to claim 1, 
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2 wherein said dispersant is contained in a proportion of 

3 from ~.5 to 50 parts by weight per 100 parts by weight 

4 of the pigment. 

1 a. A picplent dispersion according to claim 1, 

2 wherein said pigment is contained in a proportion of 

J from 5 to 500 parts by weight per lQO parts by weight 

4 of said film-forming resin. 

1 9. A pigment dispersion according to claim 1, 

2 wherein said film-forming resin comprises a photosensi-

3 ·tive resin. 

1 10. A pigment dispersion according to claim 1, 

2 wherein said ·photosensitive resin is an alkali-

3 developable acrylate resin which contains free carboxyl 

4 radicals in a molecule thereof. 

1 11. A pigment di~persion according to claim 1, 

2 wherein said pigment is a red pigment, a blue pigme~t, 

3 a qreen pigment, a yellow piqment, a purple piqment or 

4 a.black pigment, said dispersant is a compound 

5 represented by.the below-described formula (3), and 

6 said film-forming resin is an alkali-developable acry-

7 late resin which contains free carboxyl rad!cals in a 

a molecule thereof. 

I 1111111111111 11111 1111111 1111 . 
* C L M s * 
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9 

10 wherein X and X' each independently represent a 

11 hydrogen atom or a benzoylamino group; Z represents a 

12 hydrogen atom; R1 to R4 may be the same or different 

13 and each· independently represent a methyl group or an 

14 ethyl group; and n and m each independently stand for 2 

i.5 or 3. 

1 12. A process for the production of a color fil-

2 ter, said process includinq steps for forminq a color 

3 pattern on .a color filter substrate, w~erein said color 

4 pattern is formed by usinq a piqment dispersion as 

5 defined in any one of claims 1-11. 

1 13. A color filter produced by a process as 

2 defined'in claim 12. 

I JIJ I~ llljl HI 811 
s * 


