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ABSTRACT 

Provided is a reflection-type mask blank which enables the further reduction 

of the shadowing effect of a reflection-type mask. A reflection-type mask blank 

	

5 	(100) in which a multilayer reflection film (2) and an absorber film (3) are arranged in 

this order on a substrate (1), the reflection-type mask blank (100) being characterized 

in that the absorber film (3) is made from a material comprising an amorphous metal 

containing at least one element selected from tin (Sn), tantalum (Ta), chromium (Cr), 

cobalt (Co), nickel (Ni), antimony (Sb), platinum (Pt), iridium (Ir), iron (Fe), gold 

	

10 	(Au), aluminum (Al), copper (Cu), zinc (Zn) and silver (Ag) and the absorber film (3) 

has a film thickness of 55 nm or less. 


