


A multiple layer structure comprising a skin layer, a barrier layer, a
radio frequency suscptible layer having a first polyolefin in an amount
within a range of 30-60 % by weight a second polyolefin in an amount within
the range of 25-50 % by weight, a radio frequency susceptible polymer in an
amount within the range of 3-40 % by weight a styrene and hydrocabon block
copolymer in an amount within the range of 5-40 % by weight of the sealant
layer    


