
The present invention provides a non-white
construction surface comprising a substrate, a first
reflective coating on at least a portion of an outer
surface of a substrate, such that the substrate with
this first reflective coating exhibits a minimum
direct solar reflectance value of at least about 25%,
and a second reflective coating on at least a portion
of the first reflective coating, wherein the
combination of the first reflective coating and the
second reflective coating provide the substrate with a
reflectivity of at least about 20% at substantially
all points in the wavelength range between 770 and
2500 nm. 


