
A non-stick coating composition comprising diamond
particles of relatively large size, i.e., greater than
1 micrometer, preferably greater than 10 micrometers,
and a fluoropolymer, can be applied to a substrate. In
addition, a structure comprising a substrate and an
undercoat is applied to the substrate, where the
undercoat comprises a primer layer comprising a heat
resistant non-fluoropolymer polymer binder and diamond
particles, and optionally a midcoat also comprising
diamond particles. 


