
A   new desiccant film comprising an uncoated microporous film secured to
an uncoated laminate film wherein the inner  surface  of both the
microporous  film and the laminate material are compatible. This film is
less expensive to form and produces a stronger bond than conventional
coated materials used for desiccant packaging.    


