
PLASMA ENHANCED CHEMICAL VAPOR DEPOSITION APPARATUS
AND METHOD  Abstract:   A substrate processing system
includes a deposition chamber (102) and a plurality of
tubular electrodes (126) posi- tioned within the
deposition chamber (102) defining plasma regions (128)
therebetween. 


