
A polishing pad for polishing a semiconductor wafer which includes an
open-celled porous substrate having sintered particles of synthetic resin.
The porous substrate is a uniform, continuous and tortuous interconnected
network of capillary passage. The pad includes a bottom surface that is
mechanically buffed to improve the adhesion of an adhesive to the pad
bottom surface.    


