
The invention relates to a method to deposit a coating
on a substrate by sputtering using a sputter target
comprising a doping element whereby the deposited
coating is substantially free of the doping element.
The invention further relates to a sputter target
having as sputter material a non-conductive main
component and a semiconductive or conductive doping
element. 


