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Description 
PHOTORESISTS HAVING_ A LOW LEVEL OF METAL IONS 

BACKGROUND OF THE INVENTION 
The present invention relates to a process for 

producing photoresists having a very low level of metal 
ions, especially sodiwn and iron, and for using such 
photoresists in producing semiconductor devices. The 
present in~ention also relates to a proce~s for making 
photoresists having a very low level of metal ions, such 
as sodium and iron. Further, the present invention 
relates to a process for coating substrates with these 
photoresist compositions as well as the process of 
coating, imaging and developing photoresists on suitable 
substrates. 

Photoresist compositions are used in 
microlithography processes for making miniaturized 
electronic components such as in the fabrication of 
computer chips and·iptegrated circ~its. Generally, in 
these processes, a thin coating of film of a photoresist 
composition is first applied to·a supstrate material, 
such as silicon wafers used for making integrated 
circuits. The coated substrate is then baked to 
evaporate any solvent in the photoresist composition. and 
to fix the coating onto the substrate. The baked coated 
surface of the substrate is next subjected t~ an irnage­
wise expo$ure to radiation . . 

· This radiation exposure causes a chemical 
transformation in the exposed areas of the coated 
surface. Vi~ible light, ultraviolet (UV) light, electron 
beam and X-ray radiant energy are radiation ·types 
conunonly used today in microlithographic processes. 
After this image-wise exposure, the coated substrate is 
treated with a developer solution to dissolve and remove 
either the radiation-exposed or the unexposed areas of 
the coated surface of the substrate. 
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Metal contamination has been a problem for a long 
time in the fabrication of high density integrated 
circuits and computer chips, often leading to increased 
defects, yield losses, degradation and decreased 
performance. In plasma processes, metals such as sodium 
and iron, when they are present in photoresists, can 
cause contamination especially during plasma stripping. 
However, these problems have been overcome to· a· 
substantial extent during the fabrication process. For 
example, by utilizing HCL gettering of the contaminants 
during a high temperature anneal cycle. 

As semiconductor devices have become more 
sophisticated, these problems have become much more 
difficult to overcome. When silicon wafers are coated 
with a liquid positive photoresist and subsequently 
stripped off, such as with oxygen microwave plasma, the 
performance and stability of the semiconductor ·device is 
often seen to decrease. As the·plasma stripping process 
is repeated, more degradation of the device frequently 
occurs. A primary cause of such problems has been found 
to be the metal contamination in the photoresist, 
particulaxlY sodium and iron ions. Metal levels.of less 
than 1.0 ppm in the photoresist have been found to 
adversely a.ff ect the properties of such semiconductor 
devices. 

Novolak resins are frequently used a polymeric 
binder in liquid photoresist formulations. These resins 
are typically produced by conducting a·condensation 
reaction between _formaldehyde and one _or more rnulti­
substituted phenols, in the presence of an acid catalyst, 
such as oxalic acid. In producing sophisticated 
semiconductor devices, it has become increasingly 
important to provide photoresists having metal 
con~amination levels well below 1.0 ppm. 

There are two types of photoresist compositions, 
negative-working and positive-working. When negative­
working photoresist compositions are exposed image-\·tise 
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co radiation, the areas of the resist composition exposed 
to the radiation become less soluble to a developer 
solution (e.g. a cross-linking reaction occurs) while the 
unexposed areas of the photoresist coating remain 
relatively soluble to such a solution. Thus, treatment 
of an exposed negative-working resist with a developer 
causes removal of the non-exposed areas of the 
photoresist coating and the creation of a negative image 
in the coating. Thereby uncovering a desired portion of 
the underlying substrate surf ace on which the photoresist 
composition was deposited. 

On the· other hand, .when positive-working photoresist 
compositions are exposed image-wise to radiation, those 
areas of the photoresist composition exposed to the 
radiation become more soluble to the developer solution 
(e.g. a rearrangement reaction occurs) while those areas 
not exposed remain relatively insoluble to the developer 
solution. Thus, treatment of an exposed positive-working · 
photoresist with the developer causes removal of the 
exposed areas of the coating and the .creation of a 
positive image in the photoresist coating. Again, a 
desired portion of the underlying substrate surface is 
uncovered. 

After this development operation, the now partially 
unprotected substrate may be treated with a substrat·e­
etchant solution or plasma gases and the like. The 
etchant solution or plasma gases etch that portion of the 
substrate where the photoresist coating wa~ removed 
during development. The areas of the substra.te where the 
photoresist coating still remains are protected and, 
thus, ·an etched pattern is created in the substr:ate 
material which corresponds to the photomask used for the 
image-wise exposure of the radiation. Later, the 
remaining areas of the photoresist coating may be removed 
during a stripping operation, leaving a clean etched 
substrate surface. In some instances, it is desirable to 
heat treat the remaining p.hotoresist layer. after the 
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development step and before the etching step, to increase 
its adhesion to the underlying substrate and its 
resistance to etching solutions. 

Positive working photoresist compositions are 
currently favored over negative working resists because 
the former generally have better resolution capabilities 
and pattern transfer characteristics. Photoresist 
resolution is defined as the smallest feature which the 
resist composition can transfer from the photomask to Lhe 
substrate with a high degree of image edge acuity after 
exposure and development. In many rnanufaGturing 
applications today, resist resolution on the order of . . . 
less than one micron are necessary. In addition, it is 
almost always desirable that the developed pho~oresis~ 
wall profiles be near vertical relative to the substrate. 
Such demarcations petween developed and undevel9ped areas 
of the resist coating translate into accurate pattern 
transfer of the mask image onto the substrate. 

SUMM.~RY OF THE INVENTION 
The present invention relates to a process for 

producing photoresists containing very low levels of 
metal ions, especially sodium and iron. The invention 
further relates to a process for producing semiconductor 
devices using such photoresists. 

The_ process of the subject invention provides a 
photoresist, preferably a liquid photoresist, having a 
very low level of metal ions. The liquid photoresists 
may be either negative or positive working, although 
positive photoresists are preferred. 

The photoresists obtained have very low levels of 
metal ions such as iron, sodium, potassium, calcium, 
magnesium, copper and zinc. The total metal ion level is 
preferably less than 500, mo-re preferably less than 200 

ppb. Sodium and iron are the most common metal ion 
contaminants and among the easies·t to detect. The level 

of these metal ions serves as an indicator of the level 
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of other metal ions. The level of sodium and iron ions, 
are each less than 200 ppb, preferably less tha~ 100 ppb, 
more preferably less than 50 ppb, even more preferably 
less than 20 ppb and most preferably less than 10 ppb. 

DETAILED DESCRIPTION OF THE PREFERRED EMBODIMENT 
The present invention provides a process for 

producing photoresist having a very low level of metal 
ions, particularly sodium and iron. In the preferred 
embodiment, the process u~ilizes a specialty ~reated 
acidic ion exchange resin to purify the photoresist. The 
s~bject process comprises: 

a) washing_an acidic ion exchange resin with 
water, preferably deionized water, followed by 

a mineral acid solution {e.g. a 5-98% solution 
of sulfuric, nitric or hydrochloric acid) to 
reduce the level of total sodium and iron ions 
in the ion exchange_ resin to less than 500 ppb, 
preferab1y·1ess than 200 ppb, more preferably 
less than 100 ppb and most preferably no more 
than 40 ppb; 

b) formulating a photoresist composition solution 
by providing an a-dmixt ure o_f: 1) a 
photosensitiv~ component in an amount 
sufficient to photosensitize the photoresist 
composition, 2) a film forming resin and 3) a 
suitable solvent; 

c) passing the photoresist composition solution 
through the ion exchange resin and reducing the 
level of sodium and iron ions in the solution 
to less than 200 ppb each, preferably less than 
100 ppb, more preferably less than 50 ppb, even 
more preferably less than 20 ppb and most 
preferably less than 10 ppb. 

The invention further provides a method for 
producing a semiconductor device by producing a photo-
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image on a supstrate by coating a suitable substrate with 
a photoresist composition solution by: 

a) washing an acidic.ion exchange resin with 
water, preferably deionized water, followed by 

a mineral acid solution (~.g. sulfuric, nitric 
or hydrochloric acid) to reduce the level of 
total sodium and iron ions in the ion exchange 
resin to less than 500 ppb, preferably less 
than 200 ppb, more preferably less than 100 ppb 
and most preferably no more than 40 ppb; 

b) treating the acidic ion exchange· resin with a 
solvent which is the same as or compatible with 
the photoresist solvent; preferably the resin 
is treated with sufficient amount of a solven: 
which ·is the same as, or at least compatible 
with, the photoresist composition solvent to .. 
remove a majority of the water, most preferably 
substantially all of the water is removed; 

c) formulating a photoresist composition solution 
by providing an admixture of: 
1) a photosensitive co~ponent in an amount 

sufficient to photosensitize the 
photoresist composition, 

2) a suitable film forming resin and 
3) a suitable solvent; 

d) passing the photoresist composition through the 
ion exchange resin and reducing the sodium and 
iron ion level to less than 200 ppb each, 
preferably less than 100 ppb, more preferably 
less than 50 ppb, even more preferably less 
than 20 ppb and most preferably less than 10 
ppb; 

e) coating a suitable substrate with the 
photoresist composition solution; 

f) heat treating the coated substrate until 
substantially all of the solvent is removed; 
image-wise exposing the photosensitive 
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composition and removing the image-wise exposed 
areas of such composition with a suitable 
developer, such as an aqueous alkaline 
developer. Optionally one may perform a baking 
of the substrate either immediately before or 
after the removing step. 

An acidic ion exchange resin, such as a 
styrene/divinylbenzene cation exchange resin, is utilized 
in the present process. Such ion exchange resins are 
available from Rohm and Haas Company, e.g. AMBERLYST 15 
resin. These resins typically contain as much as 80,000 
to 200,000 ppb of sodium and iron. Before being utilized 
in the process of the invention, the ion exchange resin 
must be treated with water and then a mineral acid 
solution to reduce the metal ion level. Preferably the 
ion exchange resin is initially rinsed with deionized 
water, followed by a mineral acid solution, such as a 10 
percent sulfuric acid solution, rinsed again with 
deionized water, treated again with the mineral acid 
solution and once more rinsed with deionized water. 
Before purifying the photoresist composition solution, it 
is critical that the ion exchpnge resin is first rinsed 
with a solvent which is the same as, or at least 
compatible with, the photoresist composition solvent. 

If the photoresist composition solution contains one 
or more components which will react chemically with the 
acidic ion exchange resin, the photoresist composition 
should be initially formulated without such components. 
This will provide a photoresist composition substantially 
free of any component which will react with the acidic 
ion exchange resin. After purification, such components 
are added to the photoresist composition solution. 

The photoresist composition solution is preferably 
passed through a column containing the ion exchange 
resin, e.g. a solution of from about 10 to 40 weight 
percent in a suitable solvent. Such solutions typically 
contain from 500 to 20,000 ppb each of sodium and iro:-! 



This Sheet Hirs Been Replaced 

. . l lllllll llllll llll lll llll 
8 

ions. During the process of the present invention, these 
levels are each reduced to as low as 10 ppb each. 

The present invention provides a process for 
producing a photoresist composition solution and a 
process for producing semiconductor devices using such 
photoresist composition solution. The photoresist 
composition solution is formed by providing an admixture 
of a photosensitizer, a film forming resin and a suitable 
solvent. 

Suitable film forming resins inciude novolak resins, 
such as a substituted naphthoquinone diazide, 
tri~ydroxyphenyl ethane resins or hydroxystyrene 
polymers, such as poly(p-hydroxystyrene), or tertiary­
butoxycarbonyl derivatives of such novolak resins or 
hydroxystyrene polymers. 

Suitable solvents for such photoresists may i~clude 

propylene glycol mono-alkyl ether, propylene glycol alkyl 
(e.g. methyl) ether acetate, ethyl-3-ethoxypropionate, 
ethyl lactate, mixtures of ethyl-3-ethoxypropionate and 
ethyl·lactate, butyl aGetate, xylene, diglyrne, ethylene 
glycol monoethyl ether acetate. The preferred solvents 
are propylene glycol methyl ether acetate {PGMEA} and· 
ethyl-3-ethoxypropionate (EEP). 

Other optional ingredients such as colorants, dyes, 
an~i-striation agents, leveling agents, plasticizers, 
adhesion promoters, speed enhancers, solvents and such 
surfactants as non-ionic surfactants may be added to the 
solution of novolak resin, sensitizer and solvent before 
the photoresist composition is coated onto a substrate. 
Examples of dye additives that may be used together with 
the photoresist compositions of the present invention 
include Methyl Violet 2B (C.I. No. 42535), Crystal Violet 
CC.I. 42555), Malachite Green (C.I. No. 42000), Victoria 
Blue B (C.I. No. 44045) and Neutral Red (C.I. No. 50040) 
at one to ten percent weight levels, based on the 
combined weight of novolak and sensitizer. The dye 
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additives help provide increased resolution by inhibiting 
back scattering of light off the substrate. 

Anti-striation agents.may be used at up to about a 
five percent weight level, based on the combined weight 
of film forming resin and sensitizer. Plasticizers which 
may be used include, for ·example, phosphoric acid tri-
(beta-chloroethyl) -ester; stearic acid; dicamphor; 
polypropylene; acetal resins; ·phenoxy resins; ~nd alkyl 
resins, at about one to ten percent weight levels, based 
on the combined weight of film forming resin and 
sensitizer. The plasticizer additives improve the 
co~ting properties of the material and enable the 
application of a film· that is smooth and of uniform 
thickness to the substrate. 

Adhesion promoters which may be used include, for 
example, beta-(3,4-epoxy-cyclohexyl)­
ethyltrimethoxysilane; p-methyl-disilahe-rnethyl 
methacrylate; vinyltrichlorosilane; and gamma-amino­
propyl triethoxysilane up to about a 4 percent i,.ieight 
level, based on the combined weight of film forming resin 
and sensitizer. Development speed enhancers.that may be 
used include, for example, picric acid, nicotinic acid or 
nitrocinnamic acid up to about a 20 percent weight level, 
based ·on the combined weight of film forming resin and 
sensitizer. These enhancers tend to increase the 
solubility of the photoresist coating in both the exposed 
and unexposed areas, and thus they are used in 
applications when speed of development·is the overriding 
consideration even though some degree of contrast may be 
sacrificed; i.e., while the exposed areas of the 
photoresist coating will be dissolved rno~e quickly by the 
developer, the speed enhances will also cause a larger 
loss of photoresist coating from the unexposed areas. 

The solvents may be present in the overall 
composition in an amount of up_ to 95% by weight of the. 
solids in the composition. Solvents, of course are 
substantially.removed after.coating of the photoresist 
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solution on a substrate and drying. Non-ionic 
surfactants that may be used include, for example, 
nonylphenoxy poly(ethylenepxy) ethanol; octylphenoxy 
ethanol at up to about 10% weight levels, based on the 
combined weight of film forming resin and sensitizer. 

The prepared photoresist composition solution, can 
be applied to a substrate by any conventional method used 
in the photoresist art, including dipping, spraying, 
whirling and spin coating. When spin coating, for 
example, the resist solution can be adjusted with respect 
to the percentage of solids content, in order to provide 
coating of the desired thickness, given the type of 
spinning equipment utilized and the amount of time 
allowed for the spinning process. Suitable substrates 
include silicon, aluminum, polymeric resins, silicon 
dioxide, doped silicon dioxide, silicon nitride, 
tantalum, copper, polysilicon, ceramics, aluminum/copper 
mixtures; gallium arsenide and other such Group III(V 

compounds. 
The photo~esist coatings produced by the described 

procedure are particularly suitable for application to 
thermally grown silicon/silico~ dioxide-coated wafers, 
such as are utilized in the production of microprocessors 
and other miniaturized integrated circuit components. An 
aluminum/aluminum oxide wafer can also be used. The · 
substrate may also comprise various polymeric resins, 
especi.ally transparent polymers such as polyesters. The 
substrate may have an adhesion promoted layer of a 
suitable composition, such as one containing hexa-alkyl 
disilazane. 

The phC?to.resist composition .solution is. then coated 
onto the substrate, and the substrate is treated at a 
temperature from about 70°C to about 110°C for from about 
30 seconds to about iso seconds on a hot plate o~ for 
from about 15 to about 90 minutes in a convection oven. 
This t·emperature treatment is selected in order to reduce 
·the concentration of residual solvents in the photo-
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resist, while not causing substantial thermal degradation 
of the photosensitizer. In general, one desires to 
minimize the concentration of solvents and this first 
temperature treatment is conducted until substantially 
all of the solvents have evaporated and a thin coating of 
photoresist composition, on the order of one micron in 
thickness, remains on the substrate. In a preferred 
embodiment the temperature is from about 85°C to about 
95°C. The treatment is conducted until the rate of 
change of solvent removal becomes relatively 
insignificant. The temperature and time selection 
depe~ds on the photoresist properties desired by the 
user, as well as the equipment used and commercially 
desired coating times. The coating substrate can then be 
exposed to actinic radiation, e.g., ultraviolet 
radiation, at a wavelength of from about 300 run to about 
450 run, x-ray, electron beam, ion beam or laser 
radiation, in any desired pattern, produced by use of 
suitable masks, negatives, stencils, templates, etc. 

The photoresist is then optionally subjected to a 
post exposure second baking or heat treatment either 
before or after development. The heating temperatures 
may range from about 90°C to about 120°C, more· preferably 
from about 100°C to about 110°C. The heating may be 
conducted for from about 30 seconds to about 2 minutes ... 
more preferably from about 60 seconds to about 90 seconds 
on a hot· plate or about 30 to about 45 minutes by 
convection oven. 

The exposed photoresist-coated substrates are 
developed to remove the image-wise exposed areas by 
immersion in an alkaline developing solution or developed 
by spray development process. The solution is preferably 
agitated, for example, by nitrogen burst agitation. The 
substrates are allo~ed to remain in the developer until 
all, or substantially all, of the photoresist coating has 
dissolved from the exposed areas. Developers may include 
aqueous solutions of ammonium or alkali metal hydroxides. 
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One pref erred hydroxide is tetramethyl ammonium 
hydroxide .. After rernpval of the coated wafers from the 
developing solution, one may conduct an optional posc­
development heat treatment or bake to increase the 
coating's adhesion and chemi~al resistance to etching 
solutions and other substances. The post-development 
heat treatment can comprise the oven baking of the 
coating and substrate below the coating's softe~ing 
point. In industrial applications, particularly in the 
manufacture of microcircuitry units on silicon/silicon 
dioxide-type substrates,· the developed substrates may be 
tre~ted wich a buffered, hydrofluoric. acid base etching 
solution. The photoresist compositions of the present 
invention are resistant to acid-base etching solutio~s 
and provide effective protection for the unexposed 
photoresist-coating areas of the substrate. 

The following specific examples will provide 
detailed illustrations of the methods of producing and 
utilizing compositions of the present invention. These 
examples are not intended, however, to limit or restrict 
the scope of the invention in any.way and shou~d not be 
construed as p~oviding conditions, parameters,or values 
which must be utilized exclusively in order to practice 
the present invention. 

Example 1 
Formulation of Photoresist Composition: 

Into 73.88 grams of PGMEA, 19.58 grams of am- . 
cresol; 3;5-xylenol; formaldehyde novolak resin (the 
cresol mixture was 3 parts m-cresol and 1 part 3,5-
xylenol; the mole ratio of the cresol mixture to 
formaldehyde was 1.0/0.7) was added. A mixture of 
photosensitizers was added as follows: 3.26 grams.of the 
2,1,5-diazonaphthoquinone sulfonic acid 40 to 80% ester 
of 2, 3, 4, 4' -tetrahydroxybenzophenone, 2 .. 61 grams of the 
2,1,5-diazonaphthoquinone sulfonic acid 40-80% este~ of 
2,3,4-trihydroxybenzophenol and 0.651 grams of the 2,1,5-
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d~azonaphthoquione sulfonic acid (82-91%) ester of 
trihydroxy benzophenone and 0.020 grams of FC-430 

surfactant (fluoroaliphatic polymeric ester) were 
dissolved and filtered through a merr.brane filte:r (0.2 µm 
in pore size) . 

Example 2 
Wet AMBERLYST 15 ion exchange resin beads were 

placed in a conical flask and deionized water was added 
so that all of the resin beads were under water. The 
flask was sealed and allowed to stand overnight to swell 
the resin beads. The next morning the water was 
decanted, deionized water added to cover the resin beads 
and the flask was shaken slowly. The water was again 
decanted. The -rinsing with deionized water and decanting 
steps were re·peated three more times. The resulting 
slurry of ion exchange resin was poured into a glass 
colwnn equipped.witb a porous disk and a stopcock. The 
resin was allowed to settle to the bottom and the colum.11 
was back ·flushed with deionized water for 25 minutes. 
The resin was again allowed to settle to the bottom. 

The bed volume· was cal.culated as 45 ml. A 10 
percent sulfuric acid solution was passed down through 
the resin bed at a rate of about 16 ml./min (14.1 bed 
volumes/hour). 6 bed volumes of the acid solution were 
passed through the resin bed. 60 bed volumes of 
deionized water were then·passed down through the resin 
bed at about the same flow rate. The pH of the effluent 
water was measured to assure that ·i.t matched the pH of 6 
for fresh deionized water. One bed volume of diglyme was 
passed through the coltimn to remove water, followed by 
one bed volume of PGMEA to· saturate the column with the 
same solvent as the· photoresist solvent. 

342 grams of the photoresist solution of Example 1, 
containing about 400 ppb of sodium and about 800 ppb of 
iron, was passed down through the resin bed at the same 
flow rate. The cleaned photcfresist obtained had a very 
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low level of metal ions as follows: sodium - <10 ppb; 
iron - <10 ppb. 

Example 3 
The untreated photoresist of Example 1 was compared 

with the treated photoresist of Example 2 for: 
photospeed, contrast, dark film loss, thermal stability 
and aging. For the photoresist of Example 2 the results, 
when compared.to the photoresist of Example 1 were as 
follows: photospeed - +1.2%; contrast - 3% lower; dark 
film loss - 4% faster; therma_l stability - no difference; 
·agai~g (3 days at. 50°C) - no difference. 

Photospeed is calculated using the Perkin Elmer 
Method. It is calculated using the energy rieeded to 
remove a constant amount of film. The thickness loss 
versus the log of erigergy is linear. The percent 
photospeed of the sample is determined as: 
% difference = Enerav of. Sample/Enerav· Reference x 100 

•. 
Energy Reference 

C.onstrast is generated from our photospe_~d test. 
This .is defined in Literature as ~he. Negative Slope of a 
·Normalized Thickness Remaining• vs. •Log Energy" 
relationship. Internal and external data and literatu~e 
show these properties are linear using -our photospeed 
method. Contrast represents a sensitivity to changes .in 

underexposed and ove.rexposed regions of a film. Highe'.!:' 
c_ontrast indicates the lithographic process. can better. 
distinguish between these areas, thus improved 
performance of the ~ithographic patterning process. 

Dark Film Loss is essentially.the rate of thickness 
loss of Photoresist in an unexposed region. In 
connection with dissolution rate in the exposed region 
(i.e. Photospeed) and Contrast, this value illustrates 
the differentiation between exposed and u~exposed 
regions, indicating.patterning performance. 

Thermal Stabilitv is essentially the flow 
characce~istics of a photoresist patte~n at different 

;" .· 
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baking conditions. Baking after patterning, a common 
practice in Lithography, requires material which has some 
resistance to temperature. . 

Aaina test are run comparing viscosity, 
absorptivity, photospeed, etc. with and without heating 
photoresist samples at 50°C for a period of time. 
Absorptivity here is a measure of unreacted sensi.~izer. 
This sensitizer level is effected by light, heat and 
reactions with other chemicals. Sensitizer level and 
reacted products effects many photoresist properties, 
including shelf life and all of the characteristics 
mentioned above. 

Example 4 
?Qrmulation of Photoresist Composition: 

Into 69.07 grams of PGMEA, 23.18 grams of am­
cresol; 3,5-xylenol; formaldehyde novolak resin (the 
cresol mixture was.3 parts m-cresol and 1 part 3,5-
xylenol; the mole ratio of the cresol mixture to 
formaldehyde was 1~0/0 ._7) was added. A mixture of 
photosensitizers was· added as follows: 3.86 grams of the 
2,1,5-diazonaphthoquinone sulfonic aciq ~O to 80% ester 
of 2,3,4,4'-tetrahydroxybenzophenone, 3.09 grams of the 
2,1,5-diazonaphthoquinone sulfonic acid 40-80% ester of 
2,3,4-trihydroxybenzophenol and 0.771 grams of the 2,1;5-
diazonaphthoquione sulfonic acid (82-91%) ester of 2,3,4-
trihydroxy benzophenone and· 0.024 grams of FC-430 
surfactant (fluoroaliphatic polymeric ester) were 
dissolved and filtered through a membrane filter (O.i µrn 

in pore size). 

·Example 5 
Wet AMBERLYST 15 ion exchange resin beads were 

placed in a conical flask and deionized water was added 
so that all of the resin beads were under water. The 
flask was sealed and allowed to stand overnight to swell 
the resin beads. The next mo.rning the water was 
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decanted, deionized water added to cover the resin beads 
and the flask was shaken slowly. The water was again 
decanted. The rinsing with.deionized water and decanting 
steps were repeated three more times. The resulting 
slurry of ion exchange resin ·was poured into a glass 
column equipped with a porous disk and a stopcock. The 
resin was allowed to settle to the bottom and the column 
was back flushed with deionized water for 25 minutes. 
The resin was again allowed to settle to the bottom. 

The bed volume was calculated as 45 ml. A 10 
percent sulfuric acid solution was passed down th~ough 
the resin bed at a rate of about 16 ml./min (14.1 bed 
volumes/hour) . 6 bed volumes of the acid solutio~ were 
passed through the resin bed. 60 bed volumes of 
deio~ized water were then oassed down through the resi~ . . 
bed at about the same flow rate. The pH of the e:zluent 
water w~s measured to assure that it matched the pH of 6 
for fresh deionized water. 

342 grams of the photoresist solution of Example 4, 
containing about 400 ppb of sodium and about 800 ppb of 
iron, was passed down through the resin bed at the same 
flow rate. The cleaned photoresist obtained had a very 
low level of metal ions as follows: sodium - <10 ppb; 
iron - <10 ppb. 
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CL.:\ ! HS: 

1. .i:\ method for producing a photoresist having a very 
lO\"" level of metal ions comprising: 

a) washing an acidic ion exchange resin with 
water, washing said ion exchange resin with a 
~ineral acid solution and ther~by reduc~ng the 
level of sodium and ~ron ions in ~he ion 
exchange resin to less than ~.oo ppb each; 

b) fonnulating a photoresist composition solution 
by providing an admixture of: 1} a 

photosensitive co~ponent in an amount 
sufficient to·photosensitize the photoresist 
composition, 2) a film .formin.g resin and 3) .a 

suitable solvent; 
.c) pass~ng the .PhOtores.ist Cbm99sition solution 

· ·throU.9h said ion. eichan~~ r~sin and. the·reby 
-re"ducii:ig the· sodium .:and .iron .ion level of said 

.... '.Soluti~n· .\~o ···les:~:·: l:~n~ri: tc»o .. ·ppb' each; . 

2.. The. ·m~t;hod. of cl~im-· 1.·whefeirl:;=:the.'. Jeve:l. Of· :to.tal 
sodium ·and . .iion ions i~ the ion. ·~~h~nge ~es.in i~ · reduced 

. . . 
to less than ·200 ppb. 

3·. . The met})od c>f ·claim 2 wherein the level of total 
sodium and ·iron ions in the ion.exchange resin is.reduced . . 

to less than 200 ppb.· 

4. The method of cla~m 3 wherein the sodium and iron 
ion le~el ~n the photoresist composition·is reduced to 
less than 100 ppb each. 

5. The method of claim 1 wherein the sodium and iron 
ion level in the photoresist composition is reduced to 
less than 50 ppb each. 
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6. The method of claim 1 wherein the ion exchange resin 
has a sodium and iron ion level of less than 100 ppb each 
and the resulting photoresist composition solution has· a 
sodium and iron level of less than 50 ppb each. 

7. A method for producing a semiconductor device by 
producing a photo-image on a suitable substrate 
comprising: 

a) washing an acitiic ion exchange resin with 
water, washing said ion exchange resin with a 
mineral acid solution and thereby reducing the 
level of sodium and iron ions in the ion 
exchange resin to less than 500 ppb each; 

b) providing an admixture of: 1) a photosensitive 
component in an amount sufficient ·to 
photosensitize the photoresist composition, 2} 
a film forming resin and 3) a. suitable solvent 
and thereby producing a positive working 
photoresist composition solution; 

c) passing the photoresist composition solution 
through said ion exchange ·resin and thereby 
reducing the sodium and iron ion level of said 
solution to less than 200 ppb each; 

d) coating a suitable sl?-bstrate with sa~d 
photoresist composition; 

e) heat treating the coated substrate until 
substantially all of the solvent is removed; 

f) image-wise exposing said photoresist 
composition; and 

g} removing the image-wise exposed areas of said 
photoresist composition with a suitable 
developer. 

8. The method of claim 7 wherein the sodiwn and iron 
ion level in the photoresist composition is reduced to 
less than 100 ppb each. 
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9. The method of claim 7 wherein said ion exchange 
resin is washed to reduce the sodium and iron level to 
less than 200 ppb each. 

10. The method of claim 7 wherein the ion exchange r.es1n 
has a sodium and iro~ ion level of less than 100 ppb each 
and the resulting photoresist composition solution has a 
sodium and iron ion level of less than 50 ppb each. 

11. The method of claim 7 wherein said solvent is 
selected from the group consisting of propylene glycol 
methyl ether acetate,· ethyl lactate and ethyl-3-
ethoxypropionate. 
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