
ABSTRACT OF THE DISCLOSURE (FIG. 1)  "MAGNETIC
RECORDING MEDIUM AND MAGNETIC  RECORDING/REPRODUCING
APPARATUS"  Letting Ra1 be the average surface
roughness  of the inner peripheral surface of a data
region,  and Ra2 be the average surface roughness of
the  outer peripheral surface of the data region, a
magnetic recording medium uses a disk-like  substrate
having a relationship represented by  0 < Ra1 - Ra2
[err] 0.2 nm.    


