
Title: PROCESS KIT PARTS AND METHOD FOR USING SAME Abstract: A recyclable
process kit part is provided with a visible mark. After the part undergoes
a cleaning process that removes  deposited material therefrom, the part can
be determined to be within tolerance, based on the mark's visibility. More
specifically,  the recyclable process kit part is made of a material, and
has a first surface that has a first elevation. A visual mark is formed in
the  first surface, and extends to a second elevation, wherein the distance
between the first elevation and the second elevation is adapted  such that
the mark is visible until an amount of the material is removed from the
part so as to make the part nearly out of tolerance. 


