
Aqueous slurry compositions for use in loose-abrasive
machining processes, particularly aqueous abrasive
slurries for use in wire saw processes. These aqueous
slurry compositions comprise abrasive particles
uniformly and stably dispersed in lubricant, which
comprises a combination of a vehicle and water,
particularly PEG and water. 


