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[ABSTRACT] 

 A technique is provided for improving control properties of in-plane film thickness 

distribution of an oxide film formed on a substrate surface. The present invention has: a first step for 

supplying an oxygen-containing gas and a hydrogen-containing gas to a substrate heated under a first 

pressure that is less than atmospheric pressure, oxidizing the surface of the substrate, and forming a 

first oxide layer; and a second step for supplying the oxygen-containing gas and the 

hydrogen-containing gas to the substrate heated under a second pressure that differs from the first 

pressure and is less than atmospheric pressure, oxidizing the surface of the substrate on which the 

first oxide layer was formed, and forming a second oxide layer. 


