
; e3e\ 6T\ o,Ma~~o~z  A METHOD FOR PROCESSING PERFLUOROCARBON, AND AN
APPARATUS THEREFOR ABSTRACT OF THE DISCLOSURE An exhaust gas containing a
perfluoride compound ( PFC ) and SiF4, is conducted into a silicon remover
and contacted 5 with water. A reaction water supplied from a water ~
supplying piping and air supplied from an air supplying piping are mixed
with the exhaust gas exhausted from the silicon remover. 'The exhaust gas
containing water, air, and CF, is heated at 700 C by a heater. The exhaust
gas 10 containing PFC is conducted to a catalyst layer filled with an
alumina group catalyst. The PFC is decomposed to HF and C02 by the catalyst
. The exhaust gas containing HF and CO2 at a high temperature exhausted
from the catalyst layer is cooled in a cooling apparatus. 15 Subsequently,
the exhaust gas is conducted to an acidic gas removing apparatus to remove
HF  In accordance with the present invention, the silicon component is
removed from the exhaust gas before introducing the exhaust gas into the
catalyst layer. Therefore, surface of the 20 catalyst can be utilized
effectively, and the decomposition reaction of the perfluoride compound can
be improved. Fig. 1
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