
An ion implanter includes a process chamber and a
coating layer. The process chamber receives a
substrate and provides a space to perform an ion
implantation process on the substrate. The coating
layer is disposed on an inner wall of the process 



chamber to reduce contamination of the substrate and
includes the same material as that of the substrate. 


