
A mercury absorbent comprising a metal sulphide, a support material, a
first binder and a second binder, wherein said first binder is a cement
binder and the second binder is a high aspect ratio binder having an aspect
ratio >2, and mercury removal process comprising contacting a
mercury-containing feed stream with said absorbent are described. 


