
A preferred process for degassing a mold piece
includes inserting the mold piece into an internal
volume (20) within a canister (10), sealing the
internal volume, 



drawing a vacuum in the internal volume, and
introducing into the internal volume a gaseous fluid
suitable for degassing the mold piece. 


