
In a method of manufacturing a semiconductor device, there is provided,
after the step of forming a plurality of chip forming regions having
circuits on the front surface of a semiconductor wafer, and before the step
of forming bump electrodes on the respective chip forming regions, the step
of forming identifying marks respectively in the regions on the rear
surface side of the semiconductor wafer which regions correspond to the
respective chip forming regions.    


