
A sealable and peelable film comprising a four layer
coextrudate comprising a core layer contributing
predominantly towards the thickness of the film, a
first sealing layer provided on one side of the core
layer and a second sealing layer, or alternatively a
laminating layer, provided on the other side of the
core layer, and the film comprising a peeling layer in
between the first sealing layer and the core layer
and/or in between the second sealing layer, or
alternatively the laminating layer, and the core
layer, and wherein the peeling layer is adjacent the
first sealing layer and/or the second sealing layer
and/or the laminating layer, and wherein the relative
thickness of the peeling layer and its adjacent
sealing and/or lamination layer (p:s/l ratio) is from
1 :10 to 5:1. 


