
An object of the present invention is to provide a method of recovering the
insulation by means of simple steps rapidly and easily at low cost, and
paints used therefor. For that purpose, the insulating paint of the present
invention which comprises an electric insulation film  forming  agent  and
an  ion-exchangeable  material  is applied on the part of a printed circuit
board where the insulation was lowered or is expected to be lowered.    


