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Figures

Figure 1

Effect of Calcium Carbonate on Density of Free Foam PVC
0.6 phr Azodicarbonmide
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Figure 2

Effect of Calcium Carbonate on Charpy Impact Strength of Free Foam PVC

0.6 phr Azo
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