
Disclosed herein is a method for making polyimide articles that are
suitable for use in an aircraft. The articles disclosed herein are rigid,
oxidatively stable, wear-resistant, and permeable to heated moisture and
gases, and comprise co-polymer based polyimide, and at least one additive
or filler, and are made using 20,000 to 50,000 psi of compression pressure.


