
WO 2004/061536 PCT/US2003/039178  METHOD AND APPARATUS
FOR FABRICATING A LIGHT MANAGEMENT SUBSTRATES
BACKGROUND OF THE INVENTION This invention relates to
a method and apparatus for fabricating light
management  films and in particular to such films
fabricated from randomly or pseudo randomly  mastered
surfaces. In backlight computer displays or other
systems, films are commonly used to direct or  diffuse
light. For example, in backlight displays, brightness
enhancement films use  prismatic or textured
structures to direct light along the viewing axis
(i.e., normal to  the display), which enhances the
brightness of the light viewed by the user of the
display and which allows the system to use less power
to create a desired level of on- axis illumination.
Films for turning light can also be used in a wide
range of other  optical designs, such as for
projection displays, traffic signals, and illuminated
signs.  Backlight displays and other systems use
layers of films stacked and arranged so that  the
prismatic or textured surfaces thereof are
perpendicular to one another and are  sandwiched
between other optical films known as diffusers.
Diffusers have highly  irregular or randomized
surfaces. Textured surfaces have been widely used in
optical applications such as backlight  display films,
diffusers, and rear reflectors. In a wide range of
optical designs it is  necessary to use
microstructures to redirect and redistribute light (or
diffuse light) to  enhance brightness, diffusion, or
absorption. For example, in a backlight display
system it .is often required to both direct the
illumination incident on a screen toward a  direction
normal to the screen and to spread the illumination
over'the viewer space.  Performance of thin-film solar
cells can be markedly improved by light trapping
based on textured TCO/glass/metal substrates, and
angle selective specular reflectors.  Microstructures
are sometimes randomized for reducing manufacturing
defects such  as pits and defects from optical
interference between two components such as moire
pattern, speckle and Newton's ring. Ideally, an
optical film, instead of two or more 



WO 2004/061536 PCT/US2003/039178  films together,
should have both the performance of brightness
enhancement and least  defects. In backlight
applications brightness enhancement films and diffuser
films are  commonly combined as part of a display
screen to redirect and redistribute light. In  the
prior art a typical solution for enhancing brightness
is to use an optical film having  a surface structured
with linear prisms. For example, the prior art
describes using a  prismatic film to enhance the
on-axis brightness of a backlight liquid crystal
display.  To hide manufacturing defects and decrease
the optical coupling, an optical film with  structures
randomly varying in height along its length direction
has been crafted to  achieve brightness enhancement
while hiding manufacturing defects and reducing
optical coupling between two sheets of such film.
SUMMARY OF THE INVENTION A method of machining a
surface of a workpiece -is accomplished by bringing a
cutting tool into contact with the surface of the
workpiece and for at least one cutting  pass, i,
causing relative movement between the cutting tool and
the surface of the  workpiece along a path in the
surface of the workpiece. The path is in the nature of
a  mathematical function defined over a segment, C, of
a coordinate system and  characterized by a set of
nonrandom, random or pseudorandom parameters selected
from the group consisting of amplitude, phase and
period or frequency. Relative movement between the
cutting tool and the surface of the workpiece may be
accomplished by bandpass filtering a noise signal;
providing the bandpass filtered  signal to a function
generator; generating a randomly modulated
mathematical  function from the function generator;
and in response to the randomly modulated  function,
directing the relative movement between the cutting
tool and the surface 'of  the workpiece along the path
in the surface of the workpiece. The invention works
by modulating the prism structures of an optical film
from the  nominal linear path in a lateral direction
(direction perpendicular to the height) by  using a
nonrandom, random (or pseudo random) amplitude and
period. Masters for  



the tools to manufacture films having such
microstructures may be made by diamond  2 WO
2004/061536 PCT/US2003/039178  turning on a
cylindrical drum or flat plate. The drum is typically
coated with hard  copper or Nickel upon which the
grooves are either thread or annular cut. The drum  is
turning while the diamond cutting tool is moving
transverse to the turning direction  for a thread cut
or an annular cut to produce the desired pitch. In
order to'produce the  modulation, a fast tool servo
(FTS) system is used to drive the tool laterally. A
piezoelectric transducer is used to move the diamond
tool to a desired displacement  by varying the voltage
supplied to the transducer at a random or pseudo
random  frequency. Both the displacement (amplitude)
and the frequency at any instant can be  randomly
generated in a personal computer and then sent to the
amplifier to produce  the desired voltage. Because of
temperature and hysteresis effects of the
piezoelectric  materials, a feed back control with a
distance probe may be required to ensure the  correct
tool movement. For modulating the cut in both lateral
direction and height, a  FTS with two transducers with
independent controllers and probes may be used. The
invention reduces the number of components in an
optical system and thus  reduces cost and weight.
Generally it improves optical performance by
minimizing  many conceivable optical interferences and
couplings. The manufacturing methods  provide
microstructures with more control over the light
direction. The invention provides light enhancement
and diffusion without optical artifacts by  randomly
varying the prism structures in a lateral direction
and height. Because of  the random component in the
lateral direction, the optical defects resulting from
interference between two, sheets of optical films such
as Moire patterns, speckles and  Newton's rings are
almost absent. The lateral variation is more effective
than the  height variation in producing diffusion and
reducing optical defects especially the  Moire effect.
The randomness of the prism patterns allows blending
the joints of  machined patches without visible seams.
The length of the drum is thus not limited by  the
cutting tool travel. Lateral motion of the cutting
tool has feedback control to  



ensure precise positioning to overcome hysteresis,
creep and temperature to  piezoelectric stack. The
combination of lateral and height variations provides
greater  freedom in machining surface microstructures
for many applications such as diffusers,  solar cell
panels, reflectors. 3 WO 2004/061536 PCT/US2003/039178
BRIEF DESCRIPTION OF THE DRAWINGS Figure 1 is a flow
chart showing a method of machining a surface of a
workpiece  wherein the workpiece is a master drum;
Figure 2 is a flow chart showing a method of machining
a surface of a workpiece  wherein the workpiece is on
a master plate; Figure 3 is a diagram of the master
drum of Figure 1 having a random or pseudo  random
pattern therein following a generally spiral-like or
threaded path; Figure 4 is a diagram of the master
drum of. Figure 1 having a random or pseudo  random
pattern therein over generally concentric rings;
Figure 5 is a diagram of the master. plate of Figure 2
having a random or pseudo  random pattern therein
following a generally sawtooth or triangular path;
Figure 6 is a diagram of the master plate of Figure 2
having a random or pseudo  random pattern therein
along a series of generally concentric rings; Figure 7
is a diagram of a cross section of a cutting tool in
the nature of a prismatic  structure; Figure 8 is a
diagram of the prismatic cutting tool of Figure 5
having compound  angled facets; Figure 9 is a
graphical representation of the magnitude of the power
spectral density  of the randomized surface of the
workpiece as a function of spatial frequency; Figure
10 is a top view of the randomized surface of the
workpiece generated by the  method of the invention;
Figure 11 is a graphical representation of a plurality
of paths due to a plurality of  cutting passes over
the surface of the workpiece; 



4 WO 2004/061536 PCT/US2003/039178  Figure 12 is a
schematic representation of a system and apparatus for
machining the  surface of a workpiece in communication
over a communications or data network  with remote
locations; Figure 13 is a graphical representation of
mathematical functions;  Figure 14 is a three
dimensional view of a backlight display device; Figure
15 is a schematic diagram of a master machining system
with a fast tool servo  for cutting grooves having
lateral variations in the surface of a workpiece; and
Figure 16 is a depiction of a cutting gradient
introduced into the surface of the  machined surface
of the workpiece. DETAILED DESCRIPTION OF THE
INVENTION Referring to Figure 1, a method of machining
a surface of a work piece is shown  generally at 100.
A noise signal 102 is band pass filtered 104 and
provided as input to  a function generator 106. A
modulated mathematical function, such as a sinusoidal
wave form is provided by the function generator 106 as
input to a servo mechanism  108. The noise signal 102,
the bandpass filter 104 and the function generator 106
can  be replaced by a computer system equipped with
the appropriate signal processing  software and
digital-to-analog conversion board so as to generate
the input signal to  the servo mechanism 108. The
servo mechanism 108 directs relative movement  between
a cutting tool 110. and the surface of a drum 112
rotating at an angular  velocity of o in a cylindrical
coordinate system (r,O,z). As the drum 112 rotates at
angular velocity co, the cutting tool 110 moves
relative to the drum 112 along the  drum axis, z, and
randomly moves back and forth with a frequency of up
to about  2,000 Hz parallel to the axis of the drum
112 The cutting tool 110, being in  continuous contact
with the surface of the rotating drum 110, thus cuts
or machines a  randomized spiral-like or threaded
pattern 116 (Fig. 3) having a pitch, P, into the
surface of the drum 112. For a two axis cutting tool
110, the cutting tool moves not  only back and forth
parallel to the drum axis 112, but also perpendicular
to the drum  



surface to cut different depths in the surface of the
drum 112. 5 WO 2004/061536 PCT/US2003/039178
Alternatively, as seen in Figure 2, the cutting tool
110 may be in contact with the  surface of a flat
plate 114 moving at a velocity of v in a rectilinear
coordinate system  (x,y,z). Similarly, as the plate
114 moves at velocity v, and the cutting- tool 110,
randomly moves back and forth across the plate, the
cutting tool 110, being in  continuous contact with
the surface of.the plate 114, thus cuts or machines a
randomized triangular pattern 122 (Fig. 5) into the
surface of the plate 114. In an alternative embodiment
of the invention, as seen in Figure 4, the drum 112
need  not move along the z axis as the drum 112
rotates. As such, the cutting tool machines  a
randomized or pseudo randomized pattern along a series
of i concentric rings 118 in  .the surface of the drum
112 whereby the cutting tool returns to a starting
point 122 for  each cutting pass. To achieve good
cutting quality, a control system can allow the
cutting tool 110 to repeat the pattern of any i'
cutting pass for the number of  revolutions depending
upon the desired final cut depth and in-feed rate.
When the  cutting tool 110 finishes the number of
revolutions and returns to the starting point  122 of
the i`h cutting pass, the cutting tool 110 is shifted
or stepped a distance Si to the  next, or kth.,
cutting pass. It will be understood that the cutting
tool 110 may have more than one axis of travel.  For
example it can have three axes of travel r, 0, z in
cylindrical coordinates and x, y,  z in rectilinear
coordinates. Such additional axes will allow for the
cutting of toroidal  lens type structures when using a
radiused cutting tool 110 or allow for a gradient in
the cut along the cut length, for example.
Translational axes r, 0, z and x, y, z will also
allow for introducing a cutting gradient into the
pattern machined into the surface of  the workpiece
112, 114 for subsequent cutting passes. Such a cutting
gradient is best  seen with reference to Figure 16. In
Figure 16, the i`h cutting pass has a thickness or
width of wi and the kh cutting pass has a thickness of
wk where wi is greater or less  than Wk. Furthermore,
the nth cutting pass has a width of w" where w;, is
greater or less  



than wk. It will be understood that the change in the
thickness in the cutting pattern in  subsequent
cutting passes may be nonrandom, random or pseudo
random. Additional  rotational degrees of freedom
(e.g., pitch 152, yaw 150 and roll 154, Figs. 1, 2, 5
and  6) may be used to change the angular orientation
of the cutting tool 110 with respect  6 WO 2004/061536
PCT/US2003/039178  to the surface of the workpiece
112, 114, thus changing the geometry of the facets
machined into the master surface. The randomized or
pseudo randomized pattern machined into the surface.
of the work  piece 112, 114 is in the nature of a
mathematical function defined over a segment, C,  of a
coordinate system and characterized by a set of random
or pseudorandom  parameters selected from the group
consisting of amplitude, phase and frequency. For  a
rotating drum 112 the segment, C, over which the
mathematical function is defined  is the circumference
of the drum 112. For a moving plate 114, the segment,
C, over  which the mathematical function is defined is
a width or length of the plate 114. An  exemplary
mathematical function is that of the sine wave of
Equation 1: y, =A, sin{'I', }+S, (1)  wherein yt is
the instantaneous displacement of the cutting tool
relative to C on the ii"  cutting pass, AZ is the
displacement of the cutting tool relative to C, 'I',
is the phase of  yt and Si is a shift in the starting
position of yl. [0031] In Eq. (1), the phase, 'P,, is
Ti = O (Ai q 2 k - 'D, (2)  where 0 is a number
between zero and 2n radians inclusive. In order for
the cutting  tool 110 to return to the starting
position 122 at the end of the it's cutting pass, the
segment, C, over which the mathematical function is
defined is equal to an integer  number of half
wavelengths, A,. Thus, for the its' cutting pass: N A,
=C (3)  2 or  



Ai = 2 N (4)  7 WO 2004/061536 PCT/US2003/039178
where N is a randomly or pseudo randomly chosen
positive or negative integer. In  Eq. (2), q2k is an
additive factor modifying /I; on a kth subsequent
cutting pass and  D, is a randomly or pseudo randomly
chosen number between zero and 2nn radians  inclusive.
Yet further in Eq. (1), the phase, Ti, may be: W _ 'Zi
-+k - (D1- a; sin O ' - n; (5)  i 0( ) b  where a1 and
b1 are scalar quantities and S2; is a nonrandomly,
randomly or pseudo  randomly chosen number between
zero and 27r radians inclusive. It will be understood
that the mathematical function referred to above may
be any  mathematical function that can be programmed
into a computer numerically  controlled (CNC) machine.
Such functions include for example the well known
triangular function, sawtooth function and square wave
function (Fig. 13) each of  which may be randomly
modulated in amplitude, phase and frequency. Referring
to Figures 7 and 8, the cutting tool 110 comprises a
prismatic structure  having a cross section which may
include straight facets 130, 132 intersecting at a tip
134 at a peak angle of 20. The prismatic shaped
cutting tool 110 may also comprise  linear segments
138, 140 of the facets 132, 134 resulting in a
compound angled prism.  The compound angle prism has
a.first facet 138 at an angle of a and a second facet
140 at an angle of R with respect to 'a base 142 of
the prism 110. As best understood  from Figures 7 and
8, the cutting tool 110 may have a cross section with
a rounded  peak 134 or radius "r." In general the
cutting tool can have a cross. section of any
manufacturable shape. The equipment needed to machine
the surface of the workpiece 112, 114 in the
invention is shown in Figure 12. Machining the surface
of the workpiece 112, 114 is  



accomplished by following a method that utilizes a
computer numerically controlled  (CNC) milling or
cutting machine 202, having a cutting tool 110, which
is controlled  8 WO 2004/061536 PCT/US2003/039178  by
a software program 208 installed in a computer 204.
The software program 208 is  written to control the
movement of the cutting tool 110. The computer 204 is
interconnected to the CNC milling machine 202 with an
appropriate cabling system  206. The computer 204
includes a storage medium 212 for storing the software
program 208, a processor for executing the program
208, a keyboard 210 for  providing manual input to the
processor, and a modem or network card for
communicating with a remote computer 216 via the
Internet 214 or a local network. In Figure 15, a
master machining system with a fast tool servo for
cutting grooves  having lateral variations in the
surface of a workpiece is shown generally at 400. An
input/output data processor 402. provides cutting
commands to a digital signal.  processing (DSP) unit
404 which supplies a signal to a digital-to-analog
(DA)  conversion device 406. A voltage amplifier 408
receptive of a signal from the DA  converter 406
drives a fast tool servo mechanism 410 to direct the
motion of the  cutting tool 110. A cutting tool
position probe 412 senses the position of the cutting
tool 110 and provides a signal indicative of cutting
tool position to a sensor amplifier  418 which
amplifies the signal. The amplified signal is directed
to an analog-to-digital  (A/D) converter 420. A lathe
encoder 414 determines the position of the workpiece
(e.g., drum 112) and provides a feedback signal to the
A/D converter 420. The A/D  converter thus provides as
output to the digital signal processing unit 404, a
feedback  signal indicative of the position of the
cutting tool 110 and the position of the  workpiece
1.12, 114 and the, DSP unit 404 provides a processed
signal to the  input/output processor 402. Following
the method results in a randomly or pseudo randomly
machined surface of  the workpiece 112, 114. When the
computer 204, having the software program 208
installed, is in communication with the CNC milling
machine 202 an operator is ready  



to begin the method that will randomly or pseudo
randomly machine the surface of  the workpiece 112,
114. Following the method, the operator begins by
providing as  input the values of Al and `I'; into the
personal computer 204, The operator input can  be
provided manually by typing the values for A 1 and `P,
using the keyboard 210. The  mathematical function or
functions (Fig. 13) may be stored within the
computer's  9 WO 2004/061536 PCT/US2003/039178  memory
or may be stored on a remote computer 216 and accessed
via the Internet 214  or via a local network. The
operator is prompted to provide the values of Al and
`I'; into the CNC machine  202. Once these values are
provided, the cutting element 110 of the CNC machine
202 begins to mill the workpiece 112, 114. The
commands provided by the software  program 208 will
precisely direct the cutting tool 110 to mill the
workpiece 112, 114  accordingly. This is achieved by
the monitoring of movement of the cutting tool 110  in
an appropriate coordinate system. Additionally, the
program 208 precisely controls  the depth to which the
milling process occurs. This is also achieved by the
monitoring of the movement of the cutting tool 110 in
the coordinate system. As best  understood, the
nonrandomized, randomized or pseudo randomized surface
of the  workpiece 112, 114 resulting from the cutting
process may be in the form of a  "positive" or a
"negative" master. From the master, an optical
substrate 142 (Fig. 10) may be generated by forming a
negative or positive electroform over the surface of
the workpiece 112, 114.  Alternatively, a molding
material can be used to form a replica of the original
positive  or negative master - for example, a
ultraviolet (UV) or thermal curing epoxy material  or
silicon material. Any of these replicas. may be used
as a mold for a plastic part.  Embossing, injection
molding, or other methods may be used to form the
parts. In surface metrology the autocorrelation
function, R(x,y), is a measure of the  randomness of a
surface. Over a certain correlation length, l,
however, the value of  an autocorrelation function,
R(x,y), drops to a fraction of its initial value. An  



autocorrelation value of 1.0, for instance, would be
considered a highly or perfectly  correlated surface.
The correlation length, l, is the length at which the
value of the  autocorrelation function is a certain
fraction of its initial value. Typically, the
correlation length is based upon a value of lie, or
about 37 percent of the initial value  of the
autocorrelation function. A larger correlation length
means that the surface is  less random than a surface
with a smaller correlation length. 10 WO 2004/061536
PCT/US2003/039178  In some embodiments of the
invention, the value of the autocorrelation function
for  the three-dimensional surface of the optical
substrate 142 drops to less than or equal  to Ile of
its initial value in a correlation length of about 1
cm or less. In still other  embodiments, the value of
the autocorrelation function drops to Ile of its
initial value  in about 0.5 cm or less. For other
embodiments of the substrate the value of the
autocorrelation function along the length l drops to
less than or equal to Ile of its  initial value in
about 200 microns or less. For still other
embodiments, the value of  the autocorrelation
function along the width w drops to less than or equal
to Ile of its  initial value in about 11 microns or
less. In Figure 14 a perspective view of a backlight
display 300 device is shown. The  backlight display
device 300 comprises an optical source 302 for
generating light 306.  A light guide 304 guides the
light 306 therealong by total internal reflection
(TIR).  The light guide 304 contains disruptive
features that cause the light 306 to escape the  light
guide 304. Such disruptive features may include, for
example, a surface  manufactured from a master having
a cutting gradient machined therein as explained  with
regard to Figure 16. A reflective substrate 308
positioned along the lower  surface of the light guide
304 reflects any light 306 escaping from the lower
surface  of the light- guide 304 back through the
light guide 304 and toward an optical substrate  314
fabricated from a positive or negative master having a
nonrandomized,  randomized or pseudo randomized
surface. At least one optical substrate 314 is
receptive of the light 306 from the light guide 304.
The optical substrate 314  



comprises on one side thereof a planar surface 310 and
on a second opposing side  thereof a randomized
surface 312 generated from the randomized surface of
the  workpiece 112, 114 (e.g., the master drum or
master plate). The optical substrate 314  may also
comprise a randomized surface of both sides thereof.
The optical substrate  314 is receptive of the light
306 and acts to turn and diffuse the light 306 in a
direction that is substantially normal to the optical
substrate 314 along a direction z as  shown. The light
306 is then directed to an LCD for display. A diffuser
316 may be  located above the optical substrate 314 to
provide diffusion' of the light 306. This  substrate
314 may be a retarder film that is used to rotate the
plane of polarization of  the light exiting the
optical substrate 314 such that the light is better
matched to the  11 WO 2004/061536 PCT/US2003/039178
input polarization axis of an LCD. A half wave
retarder, for example, may be used to  rotate the
substantially linearly polarized light exiting the
optical substrate 314. The  retarder may be formed by
stretching a textured or untextured polymer substrate
along  one axis thereof in the plane of the substrate.
Alternatively, a liquid or solid crystal  device may
be used. Alternatively, for this purpose the retarder
film 316 could be  built into the lower LCD substrate.
Any references to first, second, etc. or front and
back, right and left, top and bottom,  upper and
lower, and horizontal and vertical, or any other
phrase that relates one  variable or quantity with
respect to another are, unless noted otherwise,
intended for  convenience of description, not to limit
the present invention or its components to any  one
positional or spatial orientation. All dimensions of
the components in the  attached Figures can vary with
a potential design and the intended use of an
embodiment without departing from the scope of the
invention. While the invention has been described with
reference to several embodiments  thereof, it will be
understood by those skilled in the art that various
changes may be  made and equivalents may be
substituted for elements thereof without departing
from  the scope of the invention. In addition, many
modifications may be made to adapt a  



particular situation or material to the teachings of
the invention without departing  from the essential
scope thereof. Therefore, it is intended that the
invention not be  limited to the particular
embodiments disclosed as the best mode contemplated
for  carrying out this invention, but that the
invention will include all embodiments falling  within
the scope of the appended claims. 12 WO 2004/061536
PCT/US2003/039178  CLAIMS: 1. A method of machining a
surface of a workpiece (112, 114), the method
comprising: bringing a cutting tool (110) into contact
with the surface of the workpiece (112, 114);  and for
at least one cutting pass, i, causing relative
movement between the cutting tool  (110) and the
surface of the workpiece along a path (116, 122) in
the surface of the  workpiece (112, 114); wherein the
path (116, 122) is in the nature of a mathematical
.function defined over a  segment, C, of a coordinate
system and characterized by a set of nonrandom, random
or pseudorandom parameters selected from the group
consisting of amplitude, phase  and frequency. 2. The
method as set forth in Claim 1 wherein the
mathematical function is  defined by the equation y;
=A; sintTi}+S; wherein i is an integer indicative of
the number of the cutting path, yz is the
instantaneous displacement of the cutting tool (110)
relative to C on the i`J' cutting  pass, Al is the
maximum displacement of the cutting tool (110)
relative to C, `P1 is the  phase of yj and Si is a
shift in the starting position of yl. 3. The method as
set forth in Claim 2 wherein  Ti = O(Aj 2 L (Di where
0 is a number between zero and 271 inclusive, A. = 2 X
where N is a  



N  nonrandomly, randomly or pseudo randomly chosen
positive or negative integer, q'+h 2  13 WO
2004/061536 PCT/US2003/039178  is an additive factor
modifying A, on a k`1 subsequent cutting- pass and (P;
is a  nonrandomly, randomly or pseudo randomly chosen
number between zero and 27C  inclusive. 4. The method
as set forth in Claim 2 further comprising, for a k`j'
cutting pass,  subsequent to the i`h cutting pass,
shifting the starting point of the mathematical
function a distance SZ from the starting point of the
mathematical function on the irh  cutting pass. 5. The
method as set forth in Claim 2 further comprising
nonrandomly, randomly  or pseudo randomly assigning a
value to Ai. 6. The method as set forth in Claim 1
wherein the mathematical function is  selected from
the group of mathematical functions consisting of
triangular function,  sawtooth function and square
wave function. 7. The method as set forth in Claim 2
wherein  Ti _ 0 2, - R';+k - (D ; - ai sin  2 b; Where
qS is -a number between zero and 2i inclusive, A; = 2
X where N is a  N  nonrandomly, randomly or pseudo
randomly chosen positive or negative integer, q'+k 2
is an additive factor modifying A, on a k`h subsequent
cutting pass and (D; is a  randomly or pseudo randomly
chosen number between zero and 271 inclusive, ai and b
are scalar quantities and Qj is a nonrandomly,
randomly or pseudo randomly chosen  number between
zero and 27L inclusive. 8. The method as set forth in
Claim 7 further comprising, for a kill cutting pass,  



subsequent to the irh cutting pass, shifting the
starting point of the mathematical  function a
distance Si from the starting point of the
mathematical function on the i`h  cutting pass. 14 WO
2004/061536 PCT/US2003/039178  9. The method 'as set
forth in Claim 6 further comprising nonrandomly,
randomly  or-pseudo randomly assigning a value to AZ.
10. The method as set forth in Claim 1 wherein causing
relative movement  between the cutting tool (110) and
the surface of the workpiece (112, 114) includes:
bandpass filtering a noise signal (104); providing the
bandpass filtered noise signal to a function generator
(106); generating a randomly modulated mathematical
function from the function generator;  in response to
the randomly modulated - function, directing the.
relative- movement  between the cutting tool (110) and
the surface of the workpiece (112, 114) along the
path in the surface of the workpiece. 11. A method of
fabricating an optical substrate from a machined
surface of a  workpiece, the method comprising:
forming a positive or negative electroform over the
surface of the surface of the  workpiece (112, 114);
forming a replica of the electroform; and transferring
the replica of the electroform to an optical
substrate.  12. An optical substrate comprising: a
surface (142) formed from a master surface machined by
bringing a cutting tool  (110) into contact with a
surface of a workpiece (1. 12, 114); for at least one
cutting pass, i, causing relative movement between the
cutting tool and  the surface of the workpiece along a
path in the surface of the workpiece; wherein the path
(116, 122) is in the nature of a mathematical function
defined over a  segment, C, of a coordinate system and
characterized by a set of nonrandom, random  15 



WO 2004/061536 PCT/US2003/039178  or pseudorandom
parameters selected from the group consisting of
amplitude, phase  and frequency; forming a positive or
negative electroform over the surface of the surface
of the  workpiece; forming a replica of the
electroform; and transferring the replica of the
electroform to an optical substrate.  13. A backlight
display device (300) comprising: an optical source
(302) for generating light (306); a light guide (304)
for guiding the light. (306) therealong; a reflective
device (308) positioned along the light guide (304)
for reflecting the light  (306) out of the light guide
(304); an optical substrate (314) receptive of the
light (306) from the light guide (304), the  optical
substrate (304) comprising: a surface (142) formed
from a master surface machined by bringing a cutting
tool  (110) into contact with a surface of a workpiece
(112, 114); for at least one cutting pass, i, causing
relative movement between the cutting tool  (110) and
the surface of the workpiece (112, 114) along a path
(112, 116) in the  surface of the workpiece (112,
114); wherein the path (112, 116) is in the nature of
a mathematical function defined over a  segment, C, of
a coordinate system and characterized by a set of
nonrandom, random  or pseudorandom parameters selected
from the group consisting of amplitude, phase  and
frequency; forming a positive or negative electroform
over the surface of the surface of the  workpiece; 16
WO 2004/061536 PCT/US2003/039178  forming a replica of
the electroform; and transferring the replica of the
electroform to an optical substrate. 



14. A master having a surface machined by the method
as set forth in Claim 1. 15. The method as set forth
in Claim 4 wherein for a kth cutting pass, subsequent
to the itJ' cutting pass, a width wk of the 0i cutting
pass is different than for the it""  cutting pass. 16.
The method as set forth in Claim 15 wherein for a ktl'
cutting pass, subsequent  to the ith cutting pass, the
difference in the width wk of the ktj' cutting pass
with respect  to the ith cutting pass is a gradient
over all cutting passes. 17. The method as set forth
in Claim 15 wherein for a k" cutting pass, subsequent
to the itj' cutting pass, the difference in the width
wk of the kth cutting pass with respect  to the itj'
cutting pass is random or pseudo random. 18. A
backlight display device (300) comprising:  an optical
source (302) for generating light (306); a light guide
(304) for guiding the light (306) therealong; and a
reflective device (308) positioned along the light
guide (304) for reflecting the light  (306) out of the
light guide (304); wherein the light guide (304)
includes a surface (142) formed from a master surface
machined by bringing a cutting tool into contact with
a surface of a workpiece; for at least one cutting
pass, i, causing relative movement between the cutting
tool and  the surface of the workpiece along a path in
the surface of the workpiece; wherein the path is in
the nature of a mathematical function defined over a
segment,  C, of a coordinate system and characterized
by a set of nonrandom, random or  pseudorandom
parameters selected from the group consisting of
amplitude, phase and  frequency; 17 WO 2004/061536
PCT/US2003/039178  forming a positive or negative
electroform over the surface of the surface of the
workpiece; forming a replica of the electroform; and
transferring the replica of the electroform to an
optical substrate. 



19. The display device as set forth in Claim 18
wherein for a kt' cutting pass,  subsequent to the
its' cutting pass, a width wk of the e cutting pass is
different than the  its' cutting pass. 20. The display
as set forth in Claim 19 wherein for a kt" cutting
pass, subsequent  to the its' cutting pass, the
difference in the width wk of the ktl' cutting pass
with respect  to the itJ' cutting pass is a gradient
over all cutting passes. 21. The display as set forth
in Claim 19 wherein for a k" cutting pass, subsequent
to the itj' cutting pass, the difference in the width
wk of the kt/' cutting pass with respect  to the ith
cutting pass is random or pseudo random. 22. A method
of machining a surface of a cylinder (112), the method
comprising:  bringing a cutting tool (110) into
contact with the surface of the cylinder; and for at
least one cutting pass, i, causing relative movement
between the cutting tool  (110) and the surface of the
cylinder (112) along a path (116, 122) in a plane
tangential to the surface of the cylinder (112);
wherein the path (116, 122) is in the nature of a
mathematical function defined over a  segment, C, of
the cylinder and characterized by a set of nonrandom,
random or  pseudorandom parameters selected from the
group consisting of amplitude, phase and  frequency.
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